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Abstract 

 
 

The influence of mechanical alloying (MA) milling time, temperature, sintering method 

and microstructure on the mechanical properties of a tungsten carbide-cobalt (WC-Co) 

hardmetal, based on 10wt% Co, has been established. 

The effects of high-energy milling for 30, 60, 180 and 300 min and the interrelation 

between milling time and powder properties, and the resultant effects on the mechanical 

properties of the consolidated WC-10Co material, has been obtained for a horizontally 

designed ball mill. Nanostructured WC-10Co powder was synthesised after 60 min 

cyclic milling at room temperature with an average WC domain size of 21 nm. In direct 

comparison, a WC-10Co composition MA at -30°C for 60 min produced an average WC 

domain size of 26 nm with a higher lattice strain. WC domain size showed a slight 

increase with milling time, measured at 27 nm after 300 min ball milling. Extended ball 

milling (300 min) reduced the mean particle size from 0.148 µm for 60 min milling to 

0.117 µm. Thermal analysis showed that the onset temperature of the WC-Co eutectic 

was related to particle size with increased milling time reducing the onset temperature 

from 1344°C after 60 min milling to 1312°C after 300 min milling. Onset temperature was 

further reduced by the addition of vanadium carbide (VC), reducing the onset 

temperature to 1283°C after 300 min milling. Powder contamination increased with 

increased milling time with Fe content measured at ~ 3wt% after 300 min ball milling. 

Milling at -30°C reduced Fe contamination to an almost undetectable level. Increased 

ball milling time resulted in decreased levels of green density with the powders milled 
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for 30 and 300 min achieving 62.5% and 59.5% TD, respectively. Relative density 

increased for the powder milled at -30°C compared to the RT milled powder due to its 

flattened, slightly rounded morphology. A large difference in VC starting particle size 

compared to WC and Co led to non-uniform dispersion of the inhibitor during milling.  

Densification and hardness reached optimum levels for the 60 min milled powder for 

both pressureless sintering and sinter-HIP. Both properties decreased with increased 

milling time, regardless of the sintering method. Low temperature milling resulted in a 

higher hardness value of 1390 HV30 compared to 1326 HV30 for the 60 min, RT milled 

material after pressureless sintering. Densification levels of the doped materials were 

restricted to < 90% TD for both sintering methods due to inhomogeneity in the 

microstructures. 

Palmqvist fracture toughness (WK) of the RT milled powders increased with 

increased milling time and increasing WC grain size for both sintering methods. WK 

reached 11.6 MN.m3/2 with 300 min milling after pressureless sintering but reached 16.1 

MN.m32 for the same material after sinter-HIP due to the effect of mean WC grain size 

and binder phase mean free path. The -30°C milled powder exhibited higher fracture 

toughness for both sintering methods than the 60 min, RT milled material. 

Spark plasma sintering (SPS) showed that the onset of densification was dependent 

upon particle size with the powder from 300 min milling showing an onset temperature 

of ~ 800°C compared to ~ 1000°C for the 60 min milled powder. The low temperature 

milled powder showed an onset temperature of ~ 980°C, which suggested that low 

temperature milling provided enhanced densification kinetics. 
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1. Introduction 

 

1.1 Overview 

 

Describing a product invented in the early 1920s, the word hardmetal is a translation of 

the German “hartmetall,” with a very distinct meaning. It defines probably the most 

important powder metallurgical product of the last century. In most hardmetals, the 

hard carbide component is tungsten carbide (WC) and the metallic binder is cobalt (Co), 

exactly the combination invented by Karl Schröter at the Osram Works in Berlin all those 

many years ago. There are now many other variants, including borides and nitrides, 

which are seldom employed alone, and silicides very rarely indeed (Brookes 2002). 

Because the material is sintered, the usual product is alternatively termed “sintered 

carbide” and, because Co acts as a kind of cement, as “cemented carbide”. 

Increasing demands for materials that can offer improved properties over traditional 

materials have led to the design and development of advanced materials. Advanced 

materials may be defined as those where consideration is firstly given to the systematic 

synthesis and control of the structure of the materials in order to provide a precisely 

tailored set of properties for demanding applications (Bloor and Cahn 1994). An 

emerging and rapidly growing class of materials are the so-called nanostructured 

materials, which include a further classification of nanocrystalline materials. These 

materials are assembled from nanometre-sized building blocks that may have incoherent 

or coherent interfaces depending on the atomic structure, crystallographic orientation, 
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and the chemical composition of adjacent crystallites. The materials assembled from 

nanometre-sized building blocks need to be microstructurally heterogeneous, as this is 

crucial for many of their properties (Gleiter 2000). When the grain size of nanocrystalline 

materials is below a critical value (~ 10 to 20 nm), then more than 50 vol% of atoms are 

associated with grain boundaries or interfacial boundaries (Tjong and Chen 2004). The 

unique properties of these materials can be attributed to two basic phenomena (Yao, 

Stiglich and Sudarshan 1998): (i) the number of atoms at the surface and/or grain 

boundaries of these materials is comparable to those located in the crystal lattice, 

therefore the chemical and physical properties are increasingly dominated by the atoms 

at these locations; (ii) the ‘quantum-size effect’ or ‘quantum confinement effect’. When 

particles approach the nanometre size range, their electronic and photonic properties can 

be significantly modified, as a result of the absence of a few atoms in the lattice and the 

resulting relaxation of the lattice structure. For example, compared with conventional 

materials, nanomaterials can offer improved transparency, hydrophobicity, 

photoluminescence, toughness and hardness, chemical sensing and bioavailability (Lines 

2008). 

Despite competition from new materials, WC-Co materials remain the material of 

choice in terms of cost, tool life, and productivity. The development of new hardmetals 

during the past 10 years has focused strongly on fine, ultra-fine and nanostructured 

materials. Significant innovations have occurred and the move towards ‘nano’-grained 

hardmetals is attracting ever more attention. 
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Consumption has increased steadily since the first commercial production of 

hardmetals in 1926. This growth shows no sign of slowing, and in 2006, hardmetal 

inserts for the German market showed a 9% increase over 2005, driven by increased 

vehicle production, and also partly by record levels of machine tool utilisation (Berg 

2007).  

The range of applications in which hardmetals are used has also continued to grow, 

driven by competitors’ requirements for improved performance. Improved mechanical 

properties, for example toughness, have enabled hardmetals to compete in applications 

previously held to be the reserve of other cutting tool materials. A vital requirement is 

cost effective performance; advanced tools provide longer life or productivity gains by 

increasing the rate at which workpieces can be processed. 

Over the past decade, development, for metal cutting in particular, has concentrated 

on reducing grain size, with the aim of improving hardness (Fig. 1.1 and Table 1.1), and 

hence, abrasive wear resistance, in addition to qualities such as surface finish. It is well 

known that the properties of hardmetals critically depend on the grain size of the 

microstructure. The finer the grain size then the harder and more wear-resistant the 

sintered product. Ultra-fine carbide powders, with grain sizes of 0.2-0.5 µm, are now 

routinely available by a number of processing routes. Finer powders (termed nanosized 

at <0.2 µm, from criteria developed by the German Fachverband für Pulvermetallurgie) 

are commercially available and there is now market demand for powders <0.1 mm. As 

shown in Fig. 1.2, control of grain growth during sintering is an important issue that will 

become ever more relevant as powder size is reduced. Doping, for example with 
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vanadium (VC) or chromium carbide (Cr3C2), allows fine, uniform structures to be 

maintained during sintering. Markets for these ultra-fine grained materials include wear 

parts (low binder contents for increased hardness), microdrills (Fig. 1.1), and knives for 

paper cutting (a growing market: binder content is increased to 10-16% to increase 

toughness). 

 

 

 

 

 

 

 

 

 

 

 

Fig. 1.1 Hardness of WC-Co hardmetals as a function of Co content and WC grain size 

(Berg 2007). 
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Table 1.1 

Designation and properties of WC-10Co for different WC grain sizes (Richter, 

Ruthendorf and Drobniewski 1995). 

Designation WC grain size 

(µm) 

Hardness HV10 

(WC-10Co) 

Nano < 0,2 > 2000 

Ultrafine 0,2 – 0,5 1800 

Submicron 0,5 – 0,8 1600 

Fine 0,8 – 1,3 1400 

Medium 1,3 – 2,5 1300 

Coarse 2,5 – 6,0 1150 

Extracoarse > 6,0 1000 

 

   

 

 

 

 

Fig. 1.2 Micrographs showing WC grain growth in sintered WC-6wt%Co hardmetals (a, 

b) without carbide dopant and (c, d) with dopant (Berg 2007). 
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1.2 Statement of research problem 

 

In recent years, ultra-fine grained hardmetals have drawn increasing interest as: 

 

• tools and components made from these alloys are harder and more wear resistant 

than conventional WC-Co alloys for a given binder content; 

• for a given hardness level, these alloys, with higher binder content, should be 

significantly tougher than their coarser grained counterparts. 

 

The worldwide hardmetals cutting tool industry has approached the problem of 

higher mechanical properties for their cutting tools by altering composition levels 

primarily in the direction of increased carbide content (Stiglich, Yu and Sudarshan 1996). 

However, at the level of 94 to 97 wt% carbides, fracture toughness and strain tolerance 

fall below acceptable levels, and excessive brittleness results.  

One answer to this dilemma is to reduce the average grain size of the hard carbides, 

thus reducing the mean free path between carbide particles. These superfine-grained 

WC-Co materials have superior properties, such as hardness and wear resistance, 

compared to coarser, sub-micron WC-Co materials (Daub et al. 1995). This improvement 

in properties is achieved because the matrix is now exposed to the abrasive/corrosive 

environment over much smaller dimensions, even though the WC-Co composition has 

not changed. By means of the particle size reduction process, the fracture toughness and 

strength can be increased significantly. Nanostructured WC-Co offers hope for a new 
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generation of hardmetals that have high hardness and high toughness. A comparison of 

the Vickers hardness of various WC-Co alloys as a function of composition and WC 

grain size (McCandlish et al. 1994) illustrates the potential offered by these new 

materials, Fig. 1.3. However, despite this potential, the industry has failed to live up to 

early predictions of widespread use of nanoscale powders. In spite of undoubtedly 

useful properties, their implementation in press-and-sinter processing remains 

extremely limited, almost to niche (though important) markets such as tungsten carbide 

microtools and circuitboard drills. Barriers to their use include powder cost, 

contamination, handling difficulties, low packing densities and rapid grain growth 

during sintering. 

For a nanosize powder material, the classical powder manufacture and alloy 

consolidation techniques do not suffice, since uniform phase dispersion is difficult. 

Therefore, innovative processing techniques are required that can show a substantial 

cost or performance benefit in order to displace established press-and-sinter processes. 
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Fig. 1.3 Effect of binder content and WC grain size on Vickers hardness of WC-Co 

hardmetals (McCandlish et al. 1994). 

 

1.3 Technical barrier(s) 

 

A commonly used technique for the production of WC-Co materials is cold compaction 

followed by sintering. The powder compact is exposed to elevated temperature in order 

for densification to occur. In theory, pressureless sintering of ultra-fine powder particles 

is an easy method of preparing nanocrystalline WC-Co materials: one simply packs 

together the ultra-fine powder and heats it. In practice, however, it is often very difficult 

to control grain growth, Fig. 1.4, at the same time as attempting to stimulate 

densification. Further development of nanostructured WC-Co materials is currently 
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stalled because of a lack of sintering technologies that can produce bulk WC-materials 

with true nanometre grain sizes. 

 

 

 

 

 

 

 

 

 

Fig. 1.4 Grain growth of nanoscale WC during heat-up to conventional sintering 

temperature for a WC-10wt%Co composition (Wang, Fang and Sohn 2008). 

 

1.4 Project objectives 

 

Considering the challenges outlined above, present work is intended to improve 

knowledge of the synthesis of nanostructured hardmetals by mechanical alloying (MA) 

and the consolidation of such materials using conventional and non-conventional 

techniques in order to minimise WC grain growth whilst promoting densification. 

 The method for developing the nanostructured hardmetal is a horizontal, high-

energy ball milling system, which allows precise control of some of the MA process 
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variables including milling temperature and atmosphere, and also system specific 

variables including repetitious, cyclic operation. Consolidation of the synthesised 

powders is investigated using conventional, cold press and sinter routes and also by a 

novel processing technique involving an externally applied, pulsed electric current. 

Due to the complexity of the MA process and hardmetal sintering, the aim of a 

reasonably short-term research study cannot fully address all the variables of both 

processes that have a bearing on the final bulk material. Rather, this work focuses on two 

of the most crucial variables of MA and characterises their variation on the consolidation 

processes. 

 

In summary, this thesis has the following objectives: 

 

1. determine the optimum processing parameters and conditions to produce WC-Co 

nanostructured powders by MA. These parameters include: 

• milling time 

• milling temperature 

2. understand the effects on WC grain growth and densification for: 

• time/temperature/pressure sintering relationships 

• grain growth inhibitor (VC) 
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2. Solid state synthesis of nanostructured WC-Co powder 

 

2.1 Hardmetals 

 

The unique properties accessible for the transition-metal carbides are of great importance 

for several industrial applications, due to their excellent high temperature strength and 

good corrosion and fracture resistance, whilst being chemically and thermally very 

stable even at high temperatures. Among the hard alloys and refractory carbides, 

hardmetals find a wide range of industrial applications, being used extensively in 

commercial applications such as tips for cutting and drilling tools, extrusion and 

pressing dies, and wear-resistant surfaces in many types of machines. Cemented 

tungsten carbide is a material of worldwide importance and has a world market of close 

to $9-billion a year (Luyckx 2004). 

The constant need for higher productivity and improved financial return across 

industrial manufacturing has continually spurred the development of tool materials, and 

hardmetals are no exception. Deeper study of application conditions, wear mechanisms 

and failure modes of carbide tools became necessary to find ways of improving their 

performance. In many studies it was found that reducing tungsten carbide (WC) grain 

size to sub-micron levels yielded significant gains in performance. Of the 38,000 tonnes 

of hardmetal produced worldwide in 2004, an estimated 40 per cent had submicron WC 

grain size (Grearson et al. 2005). This growth has been driven by developments in user 

industries such as electronics, precision engineering, micro-machining, and metal 
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forming that exploit the exceptional properties of these alloys that include wear 

resistance, strength, stiffness and edge sharpness. The need for hardmetals with 

improved properties, particularly increased hardness and strength coupled with 

increased toughness, has focused attention on the development of increasingly finer-

grained hardmetals (Lassner and Schubert 1999). 

An example of a nanostructured cemented carbide product already on the market is 

that developed by Sumitomo Electric Hardmetal Corp. and A.L.M.T. Corp. This is an 

“ultra-super-micrograin cemented carbide”, which has a WC particle size of 90 nm 

(http://www.sei.co.jp/sn/2004/321/2a.html). The product has been given the name “XF1”, 

and was developed using a technique of direct carbonisation of WO3, in order to satisfy 

the requirements (breakage resistance, wear resistance) for micro-diameter printed 

circuit board (PCB) drills having a diameter of 0.05-0.2 mm. 

 

2.2 Mechanical alloying (MA) 

 

Synthesis and assembly strategies of nanopowders involve precursors from the solid, 

liquid, or gaseous state. The more conventional solid-state synthesis or “top-down” 

approach is to bring the solid precursors into close contact through controlled, 

mechanical attrition and to subsequently heat treat this mixture at high temperatures to 

facilitate diffusion of atoms or ions. To release the potential of these materials, cost 

effective preparation and retention of the nanostructure into bulk materials remains a 

key challenge. MA of powder particles has been developed as a versatile alternative to 
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other processing routes in preparing nanostructured materials with a broad range of 

chemical composition and atomic structure. Although there are numerous techniques to 

produce nanostructured materials, MA has become a popular method to fabricate 

nanocrystalline materials due to its simplicity, relatively inexpensive equipment and its 

potential for large-scale production (El-Eskandarany 1998; Koch 1997). 

However, this process is considered by some companies to be a high cost powder 

manufacturing route and consolidation of MA powders can be difficult due to the high 

surface area from reduced particle size and entrapped gases. Additionally ball-milled 

powders may cause substantial grain growth during high temperature consolidation 

because of high interfacial energies. However, synthesis methods using the “bottom up” 

approach require alternative and much more expensive techniques, such as gas-phase 

synthesis and spray conversion processing. 

 

2.2.1 Mechanism of grain size reduction by MA 

 

Comminution or multiple rupture of the particles resulting in a reduction of their size 

and the simultaneous increase in the specific surface area, and the formation of 

structural defects during milling, are just some of the examples of the numerous 

phenomena that occur as a result of high-energy ball impacts. 

The MA process was developed in 1966 at the International Nickel Company (INCO) 

as part of a program to produce a material combining oxide dispersion strengthening 

with gamma prime precipitation hardening in a nickel-based superalloy intended for gas 
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turbine applications. The pioneering work of Benjamin (1970) led to the evolution of MA 

as a solid state processing route that, for example, enabled previously unobtainable 

alloys of complex, oxide dispersion-strengthened (ODS) materials to be produced. 

The principle of the technique is that powders are continually welded and fractured 

by the action of the milling medium, to produce a homogeneous, finely dispersed, 

composite powder. The MA process of this brittle-ductile (WC-Co) component system 

can be visualised schematically, as shown in Fig. 2.1. MA powders allow lower 

processing temperatures owing to their higher surface activation and stored energy. 

Consolidation is achieved more rapidly, and higher density and finer microstructures 

may also be obtained (Lee et al., 2003).  

 

 

 

 

 

 

 

 

 

Fig. 2.1 Schematic showing the various stages of the MA process for a brittle-ductile 

component system (Fogagnolo et al. 2003).  
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The raw materials used for MA are widely available commercially pure powders 

that have particle sizes in the range of 1-200 µm (Suryanarayana, 2001). The raw 

powders fall into the broad categories of pure metals, master alloys, pre-alloyed 

powders, and refractory compounds. 

Since large plastic deformations are induced into the powder particles during MA, 

each crystal is heavily strained and deformation occurs in a rather inhomogeneous 

manner. With a longer duration of MA, shear bands, which are ~ 1 µm thick at the initial 

stage of milling, grow over large areas and eventually the entire powder particle 

disintegrates into subgrains with a final grain size of a few nm (Fecht 1994).  

For nanocrystalline powders prepared using conventional processes and 

consolidated by elevated temperature techniques, the compacts are found to consist of 

nanosized grains that are dislocation-free. On the other hand, the nanocrystalline grains 

in the powders synthesised using MA are separated by grain boundaries containing a 

large density of dislocations. Hence, nanocrystalline powders produced by MA will 

possess different properties from those prepared by conventional techniques since there 

are about 50% of the atoms located in the grain boundaries (Lu and Lai 1998). This new 

solid state manifests considerable changes in physical and mechanical properties. 

Every time two grinding balls collide they trap powder particles between them. The 

force of the impact deforms the particles, creating atomically clean, new surfaces. When 

the clean surfaces come into contact, they weld together. Since such surfaces readily 

oxidise, milling is carried out in an inert atmosphere or vacuum. To facilitate 

interparticle welding, there must be adequate compressive energy imparted to the 
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grinding medium during milling and usually the presence of a malleable constituent that 

can act as a binder for the other material.  

In the early stages of the process, the metal powders show a tendency to weld 

together, as at this stage they are not sufficiently work-hardened for fracturing to take 

place. A broad range of particle sizes develops, with some particles two to three times 

larger in diameter than the original ones. As the process continues, the particles become 

harder through work hardening and their ability to withstand deformation without 

fracturing decreases. After milling for a certain length of time, steady-state equilibrium is 

attained when a balance is achieved between the rate of welding, which tends to increase 

the average particle size, and the rate of fracturing, which tends to decrease the average 

composite particle size. Smaller particles are able to withstand deformation without 

fracturing and tend to be welded into larger pieces, with an overall tendency to drive 

both very fine and very large particles towards an intermediate size (Benjamin 1976). At 

this stage, each particle contains the starting ingredients in the proportion they were 

mixed together and the particles reach saturation hardness due to the accumulation of 

strain energy. The particle size distribution at this stage is narrow, because particles 

larger than average are reduced in size at the same rate that fragments smaller than 

average grow through agglomeration of smaller particles, Fig. 2.2, (Lee, Yang and Lin 

1998). 
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Fig. 2.2 Narrow particle size distribution caused by a tendency of the small particles to 

weld together and large particles to fracture under steady-state conditions (Lee, Yang 

and Lin 1998). 

 

2.2.2 Factors affecting the MA process 

 

The MA process is a complex process and is greatly affected by a number of factors that 

play very important roles in the fabrication of homogeneous materials. The more 

complete the control and monitoring of the milling conditions then the better the end 

product (El-Eskandarany et al. 1992). These factors include the following: 

 

• Type of mill 
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• Milling materials 

• Milling atmosphere 

• Ball-to-powder weight ratio 

• Milling temperature 

• Milling time and speed 

• Process control agent (PCA) 

 

2.2.3 Type of mill 

 

There are a number of different types of mills for conducting MA and they differ in their 

capacity, speed of operation, and their ability to control the operation. Examples include 

attritor, shaker, drum, planetary, and horizontal mills. The motion of the milling 

medium and the charge varies with respect to the movement and trajectories of 

individual balls, the movement of the mass of balls, and the degree of energy applied to 

impact, shear attrition, and compressive forces acting on powder particles. The attritor 

mill, Fig. 2.3, is preferred by most workers because of its operational flexibility, and 

consists of a water-cooled stationary vessel with a centrally mounted vertical shaft with 

impellers radiating from it. The mill was invented in the 1920s by Szegvari as a means of 

quickly attaining fine sulphur dispersion for use in rubber vulcanisation (Gilman and 

Benjamin 1983). In this mill, the milling procedure takes place by the stirring action of an 

agitator, which has a vertical, rotating central shaft with horizontal arms (impellers). 

When the shaft rotates, the arms stir the balls causing them to lift up and fall back. Thus, 
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there is a differential movement between the balls and materials being milled, giving a 

much higher degree of surface contact. The rotating charge of balls and powder form a 

vortex at the upper end of the stirring shaft into which the milling product and balls are 

drawn. Attritors have a number of associated advantages: 

 

1. milling is achieved by impact and shear forces, and is very intensive because the 

force restoring the media downward is the weight of all the media above it; 

2. the high impact energy allows the use of smaller diameter balls, thereby creating 

powder with a narrow size distribution; 

3. as the greatest milling action is at 2/3 chamber-radius away from the shaft, there 

is little contamination due to wear of the tank or shaft. 

 

However, the drawback with these mills is the relatively low product output. They also 

need more power and can be difficult to run and maintain cost effectively. 

 

 

 

 

 

 

 

 



 29 

 

 

 

 

 

 

 

Fig. 2.3 Example of a Szegvari-type attritor ball mill 

 (http://www.sut.ac.th/Engineering/Metal/facilities/powderlab.html). 

 

 The planetary mill, Fig. 2.4, is one of the most popular mills used in MA research. 

This type of mill can generate considerable high energy, because the milling media come 

off the inner wall of the vessel and the effective centrifugal force reaches up to twenty 

times gravitational acceleration (El-Eskandarany 2001). The centrifugal forces caused by 

the rotation of the supporting disc and autonomous turning of the vessel act on the 

milling media (balls and powders). Since the turning directions of the supporting disc 

and the vessel are opposite, the centrifugal forces are synchronised and opposite 

alternately. Therefore, the milling media roll on the inner wall of the vessel, and are 

lifted and thrown across the bowl at high speed, as schematically presented in Fig. 2.4 

(b).  
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Fig. 2.4 (a) Example of a planetary ball mill (Fritsch P5); (b) schematic representation of 

the displacement of the milling media inside the vessel. 

 

 The tumbler ball mill, Fig. 2.5, dates back to 1876 and is defined as cylindrically-

shaped shells, which rotate about a horizontal axis. The capacities of these mills are 

governed by several variables, for example, the ratio of mill length to diameter, speed of 

mill, size of balls, and particle size. With its simplified design, this type of mill provides 

lower maintenance requirements. On the downside, this type of low-energy mill can lead 

to an increase in the overall milling time for a complete MA process. 
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Fig. 2.5 A heavy duty tumbler mill showing three milling drums (http://www.lapidary-

solutions.com/shop/page/category/Category/24203382f170f81e2d6dbbe89b880763.html). 

 

Shaker mills such as SPEX mills, Fig. 2.6 (a), which mill about 10-20 g of the powder 

at a time, are most commonly used for laboratory investigations and for alloy screening 

purposes. The most common variety of the mill has one vessel, containing the sample 

and grinding balls, secured in the clamp and swung energetically back and forth several 

thousand times a minute. The back-and-forth shaking motion is combined with lateral 

movements of the ends of the vessel, so that the vessel appears to be describing a ‘figure 

of 8’ as it moves. With each swing of the vessel, the balls impact against the powder and 

the end of the vessel, both milling and mixing the sample. With the amplitude (about 5 
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cm) and speed (about 1200 rpm) of the clamp motion, the ball velocities are high (on the 

order of 5 m s-1) and consequently the force of the ball's impact is unusually great. 

Therefore, these mills are classed as high-energy. 

 

 

 

 

 

 

 

 

 

Fig. 2.6 (a) SPEX 8000 shaker mill in the assembled condition, (b) WC vessel set 

consisting of the vessel, lid, gasket, and balls 

(www.spexcsp.com/sampleprep/catalog/aid4.html). 

 

2.2.4 Milling materials 

 

The material used for the milling container and balls is important as impacts of the 

grinding medium on the inner walls of the container, (and in such cases where impellers 

are used), may remove material, which then becomes incorporated into the powder. 

Hardened steel, tool steel, hardened chromium steel, tempered steel, stainless steel, WC-
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Co, and bearing steel are the most common types of materials used for the grinding 

medium (Suryanarayana 2001). By minimising the milling time and using the purest 

metal powders available, a thin coating of the milling tools by the respective powder 

material can be obtained, which reduces Fe-contamination tremendously. 

 

2.2.5 Milling atmosphere 

 

For all nanocrystalline materials, surface and interface contamination constitutes a major 

problem. The major effect of the milling atmosphere is on the contamination of the 

powder since a small amount of O2 or H2O may have a large influence on the final 

product. Therefore, the powders are milled in vessels that have been either evacuated or 

filled with an inert gas such as argon or helium. Atmospheric contamination can be 

minimised or eliminated by sealing the vessel with a flexible “O”-ring. Very fine 

powders have relatively large surface areas (El-Eskandarany et al. 1992) and, thus, are 

highly reactive not just with O2 but also with other gases such as hydrogen or nitrogen 

(Campbell and Kaczmarek 1990). High-purity argon is the most common ambient to 

prevent oxidation and/or contamination of the powder. Although milling in argon can 

prevent powder contamination, it has been found that entrapped argon can cause 

micropores during annealing of MA ferritic steels (Jaeger and Jones 1994). 
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2.2.6 Ball-to-powder weight ratio 

 

An increase in ball-to-powder ratio (BPR) reduces the mean free path of motion, whilst a 

low BPR minimises collision frequency. At a high BPR, the number of collisions per unit 

time increases because of an increase in the weight proportion of the balls and 

consequently more energy is transferred to the powder particles, thereby increasing the 

rate of alloying. The BPR also has a significant effect on the time required to achieve a 

particular phase in the milled powder with a high BPR reducing the time required. BPR 

has been varied from as low as 1:1 (Chin and Perng 1997) to as high as 220:1 (Kis-Varga 

and Beke 1996). Generally speaking, a ratio of 10:1 is most commonly used for small 

capacity mills. 

 

2.2.7 Milling temperature 

 

Milling temperature is another important parameter in deciding the constitution of the 

milled powder. Since diffusion processes are involved in the formation of alloy phases 

irrespective of whether the final product phase is a solid solution, intermetallic, 

nanostructure, or an amorphous phase, it is expected that the temperature of milling will 

have a significant effect in any alloy system (Suryanarayana 2001). 

Although the maximum temperature reached during MA is dependent on several 

factors, such as the type of ball mill used, speed of rotation employed and properties of 

the powder particles to be mechanically alloyed, measurements have shown that the 
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global temperature is relatively low (Lu and Lai 1995). Unfortunately, the dynamic 

nature of the ball milling process precludes direct measurement of the transient 

temperature at the ball-powder interface during milling. Therefore, considerable efforts 

have focused on modelling and other indirect methods in order to ascertain the possible 

temperature rise. A wide variation in the predicted temperature rise is observed from 

the literature, with temperatures ranging from 47°C (Schwarz and Koch 1986) to 347°C 

(Bhattacharya and Arzt 1993). All of the models are guided by various assumptions and 

approaches, for example, one study demonstrated that the ball diameter as well as the 

presence of powder coating on the milling media during milling, has a significant 

influence on the ball temperature (Kwon, Gerasimov and Yoon 2002). However, the 

actual deformation of the ball surface due to collision and the influence of the coating 

thickness were not considered. A later work tried to quantify these effects for a ternary 

blend of AlNiFe with the model predicting a temperature rise of 200°C within 4-6 h of 

MA, but although the model showed that the temperature rise is related to the surface 

density of powder on the grinding balls, it seems reasonable to assume that the density 

would change during the various stages of MA. Also, these models are based upon the 

planetary ball mill, which, by the very nature of its design, incorporates a dual mode of 

energy transfer involving a considerable fraction of frictional energy together with 

impact energy whereas the ball mill configuration used in this study is considerably 

different.  

Heat dissipation would depend on the mass of the milling vessel, ball diameter, 

BPR, and powder particles. An increase in milling temperature certainly plays a very 
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important role in MA, not only in the diffusion process, but also in controlling the size of 

the particles. Two major phenomena can contribute to an increase in milling 

temperature; friction during collision and localised plastic deformation. 

A study of CoZr intermetallic showed that the nanocrystalline structure formed 

more rapidly at lower milling temperatures (Koch, Pathak and Yamada 1993). The 

variation of grain size with milling time for CoZr milled for different times in a shaker 

mill is shown in Fig. 2.7. It can be seen that reduction in grain size is much more rapid at 

cryo-temperatures than at higher temperatures. Cooling the mill chamber promotes 

fracturing and establishment of steady-state processing. With a cryogenic temperature (~ 

-50˚C) and the high-speed rotation of the milling balls, the size of the powder particles 

can be reduced into the nano- scale in a relatively short time period. 
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Fig. 2.7 Variation in grain size with milling time and temperature for CoZr milled in a 

shaker mill (Koch, Pathak and Yamada 1993). 

 

It has also recently been reported that milling at low temperatures can produce WC 

nanocrystalline structures with enhanced thermal stability during sintering, with growth 

occurring at 600˚C and the average particle size remaining less than 100 nm after 4 h at 

1000˚C (He, Ajdelsztajn and Lavernia 2001). 

Cryomilling is a mechanical attrition technique in which powders are milled in a 

slurry formed with milling balls and a cryogenic liquid (Witkin and Lavernia 2006). The 

vast majority of previous studies have involved wet milling in liquid nitrogen to 

produce nanostructured materials from a variety of systems including Ni (Lee et al. 2001; 

Chung et al. 2003), Zn (Zhang et al. 2001; Zhu et al. 2003), Fe (Birringer 1989), Al (Luton et 

al. 1989), and Fe-Al (Huang, Perez and Lavernia 1998). The beneficial aspects of this 

technique for a number of these material systems include the in-situ formation of 

dispersoids (Luton et al. 1989), reduced oxygen contamination (Suryanarayana 2001), 

enhanced thermal stability (Lau et al. 1996), and dynamic recrystallisation (Zhu et al. 

2003), with a NiCrAlY alloy for example, showing greatly increased creep resistance 

under service life for thermal barrier coatings (TBCs) (Ajdelsztajn et al. 2007). The 

improved resistance was a result of in-situ formed dispersoids from the cryomilling 

process, with the nano-scale dispersoids contributing to the thermo-mechanical stress 

distribution. Cryo-temperatures have also been utilised with dry milling, whereby the 
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cryogenic fluid flows around the outside of the vessel and therefore does not come into 

direct contact with the powder material (Zhu et al. 2003).  

Early problems encountered in cryomilling of Al and Al alloys using standard 

Szegvari-type attritors, Fig. 2.3, included poor powder quality and low powder yield. 

Additionally, formation of dead zones in the tank, excessive powder loss due to liquid 

nitrogen evaporation and flow control, excessive seal wear, jamming of the stir arms, 

and freezing of the apparatus were some of the problems that had to be overcome 

(Suryanarayana 2001). Nowadays, modified attritors have minimised the above 

problems. Milling of powders at cryogenic temperatures has been shown to minimise 

welding, most probably due to the increased brittleness of the powder particles at such 

low temperatures (Hwang et al. 1992; Huang et al. 1996). 

Whilst the advantages of cryomilling have enhanced certain material systems, an 

investigation of cryomilled WC-Co-VC powders (Lee et al. 2003) showed that high 

oxygen and nitrogen contents in the nano-powders led to carbon deficiency during 

subsequent sintering due to the slightly decarburising nature of vacuum sintering. 

 

2.2.8 Milling time and speed 

 

Milling time and speed are two of the most important variables to be considered. 

Generally, milling time is chosen to achieve a steady state between the fracturing and 

cold welding mechanisms. The time required will vary according to the type of mill 

used, milling intensity, BPR, milling temperature, and the powder system.  Very low 
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rotational speeds lead to increased periods of milling, thereby inducing a large 

inhomogeneity in the powder due to inadequate kinetic energy input and insufficient 

localised heat input for alloying (Soni 2000). Conversely, very high speeds could lead to 

excessive heating of the vessel, high wear of the balls causing increased contamination, 

and lower powder yields. The level of contamination increases if the powder is milled 

for longer times than required, for example, 20 at% Fe has been found in a W-C mixture 

milled for 310 h and 33 at% Fe in pure W milled for 50 h in a SPEX mill (Wang et al. 

1997). Heating may be advantageous in some cases where diffusion is required to 

promote homogenisation and/or alloying in the powders but, in some cases, an increase 

in temperature may be a disadvantage because the increased temperature accelerates the 

transformation process and results in the decomposition of supersaturated solid 

solutions, for example, Fe-Cu (Kaloshkin et al. 1997). 

 Altering the milling speed, and thereby the kinetic energy, can alter the constitution 

of the powder. For example, when vanadium and carbon powders were milled at very 

low milling energy (or speed), the powder consisted of nanometre-sized grains of 

vanadium and amorphous carbon, which on annealing formed V2C or a mixture of V + 

VC. At an intermediate energy level, the as-milled powder contained a nanostructure, 

which on annealing transformed to VC. At the highest energy level, VC formed directly 

on milling (Calka, Nikolov and Ninham 1993). 
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2.2.9 Process control agents (PCAs) 

 

Using organic surfactants, termed PCAs, for example, oxalic acid, methanol, stearic acid, 

and ethylene bis disteramide, are one way of achieving the critical balance between cold 

welding and fracturing, whilst also enhancing process efficiency (Gilman and Nix 1981). 

The PCAs help by preventing fresh surface contact by coating the powder particles and 

inhibit agglomeration. During the MA process, the PCA is embedded and finely 

distributed among the layers of flaky powder. PCAs also help in alleviating the tendency 

of ductile powder particles towards powder-to-ball/vessel welding. The use of a 

surfactant can reduce milling medium contamination by at least a factor of 10 (Radlinski 

et al. 1991). Thus, use of a PCA may be of practical significance, provided it does not pose 

a contamination problem itself. The majority of these compounds decompose during 

milling, interact with the powder and form compounds, which get incorporated in the 

form of inclusions and/or dispersoids into the powder particles. In general, organic 

PCAs contaminate the milled powder with residual carbon and oxygen (Gilman and Nix 

1981) resulting in the formation of carbides and oxides which are uniformly dispersed in 

the matrix. These are not necessarily harmful to the alloy system since they can 

contribute to dispersion strengthening of the material resulting in increased strength and 

higher hardness (Murty, Koczak and Frazier 1987). Organic PCAs also form hydrogen 

during MA, which remains in the particles, necessitating a de-gassing step. 
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2.3 Synthesis of WC-based powders by MA 

 

Elemental W, Co and C powders have been used as the starting material in MA to 

synthesise nanostructured WC–Co composites (Mi and Courtney 1997; El-Eskandarany 

et al. 2000). Typically, the process consists of milling a mixture of W, C and Co powders 

at room temperature, followed by hot isostatic processing (HIP) of the milled powder. 

After ~ 82 h milling, a complete single phase of hcp-WC was obtained, and further 

milling (120 h) led to nanocrystalline WC grains of < 5 nm diameter. The addition of Co 

powders increased oxygen contamination in the bulk samples to a level of 1.44 at%, as 

determined by the fusion-thermal conductivity method, due to the fresh Co surfaces 

reacting with oxygen.  

Generally, grain size reduction in ball milling is mainly due to the comminution, 

dislocations’ annihilation, and recombination to small angle grain boundaries separating 

individual grains (Fecht 1995). WC-Co, when deformed by compression, showed that 

dislocations with Burgers vectors [0001], 1/3[1 2 13] and 1/3[1 2 10] appeared in the WC 

phase (Greenwood, Loretto and Smallman 1982). The dislocation vector 1/3[1 2 13] can 

also be observed when WC is deformed by indentation (Hibbs and Sinclair 1981). High-

energy ball milling can also partially change hcp-WC into an orthorhombic phase by 

introducing stacking fault 1/6[ 1 2 1 3] onto the plane of {10 1 0} (Yang et al. 2001). 

Sufficient ball-milling intensity of a WC-10wt%Co composition has been shown to 

transform fcc-Co into hcp-Co by a mechanically induced allotropic transformation 

(Zhang, Wang and Zhu 2003). After 10 h of milling, the grain size of WC was reduced to 



 42 

11 nm from a starting size of 5.6 µm, with a severe internal strain introduced. At the 

edge of one WC particle, a number of straight planes were observed, which were 

attributed to the {10 1 0} plane of WC, the main slip and fracture plane. In one arbitrarily 

selected WC particle, dislocations with Burgers vector 1/3[1 2 10] and high dislocation 

density were found. The high stored energy in nanocrystalline metals has been 

attributed to the high dislocation density (Zhang, Wang and Zhu 2003) and grain 

boundary strains (Oleszak and Shingu 1996). 

 

 

 

2.4 Characterisation of nanostructured WC-Co powder 

2.4.1 X-ray diffraction (XRD) 

 

When X-ray radiation is directed on a sample, the X-rays are scattered (“diffracted”) by 

electrons present in the material. Diffraction occurs when each electron in a periodic 

array scatters radiation coherently, producing concerted constructive interference at 

specific angles. 

If the atoms in the material are arranged in a regular structure, i.e. if the material is 

crystalline, then this scattering results in maxima and minima in the diffracted intensity. 

The signal maxima follows Bragg’s law, nλ = 2dsinθ where n is an integer, λ is the X-ray 

wavelength, d is the distance between crystal lattice planes and θ is the diffraction angle 

(see Fig. 2.8). Bragg’s law is a simplistic model to understand what conditions are 
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required for diffraction. Thus, for each lattice spacing d, Bragg’s law predicts a 

maximum at a characteristic diffraction angle θ. For parallel planes of atoms, with a 

space dhkl between the planes, constructive interference only occurs when Bragg’s law is 

satisfied.  

During an XRD measurement, the angles of incidence and detection are scanned. 

When the intensity of detected X-rays is plotted as a function of angle θ, an X-ray 

diffraction pattern is obtained, which is a characteristic of the sample material. The space 

between diffracting planes of atoms determines peak positions whilst the peak intensity 

is determined by what atoms are in the diffracting plane. At slightly higher θ than the 

Bragg angle, each plane gives a “lag” in the diffracted beam. For many planes, these end 

up cancelling each other and, thus, the net diffraction is zero. In small crystals, there are 

relatively fewer planes, so there is a “remanent” diffraction. 

XRD can also supply information about deformation of a crystalline sample. 

Deformation (also referred to as strain) of a crystal lattice will result in a change in the 

inter-atomic distances. The effect on a diffraction pattern depends on whether the 

deformation occurs on a local (microscopic) or on a global (macroscopic) scale. 

Microscopic deformation, i.e. local variation of the interatomic distances in a sample, is 

referred to as micro-strain. In this case, XRD analysis of an entire sample will display a 

range of deviations from the expected interatomic distances (d). This leads to peak 

broadening. 
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Fig. 2.8 Schematic representation of the diffraction of X-rays in a crystalline material 

(Graat 2004). Bragg’s law is satisfied when the pathlength difference of the X-rays 

(indicated in green) is equal to nλ. The diffraction angle θ is half the angle between the 

incident and diffracted X-rays. 

 

The width of a diffraction peak is also influenced by the crystallite size: a large 

crystallite size causes sharp reflections, whereas a small size leads to broad reflections. 

Although both size and strain result in peak broadening, their effects can be separated 

since their angular dependence is different. 

Crystallite size determination is one of the most important applications in powder 

diffractometry for materials characterisation. Unfortunately, crystallite size is a quantity 

that cannot be measured directly, as explained below. In addition, there is confusion in 

the literature concerning the definition of particle size, crystal size, crystallite size, and 

domain size, Fig. 2.9.  

A typical particle is represented in Fig. 2.9 (a), which may consist of one or more 

crystals ("primary grains"). The different crystals may be separated, for example, by large 

angle boundaries, amorphous or crystalline interfaces. Typical methods used for particle 
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size determination are light microscopy, laser size analysis, sieving etc. Complications 

may arise due to the fact that particles can agglomerate. Several crystals are shown in 

Fig. 2.9 (b). For crystal size, the same principles are true as for particle size. Methods for 

crystal size determination are the same as for particle size determination, but 

agglomeration effects can also hamper crystal size analysis. The size of a crystal is, in 

general, equal or less than the particle size. Each crystal may consist of one or more 

crystallites, as shown in Fig. 2.9 (c). The size of a crystallite is, in general, equal or less 

than the crystal size. Crystallite size can be determined by means of powder diffraction, 

but not directly as mentioned and explained further. Each crystallite may consist of one 

or more coherently reflecting domains, which need not be connected. In Fig. 2.9 (d) a 

crystallite is shown, which is "broken" into two domains as a result of stacking fault 

twinning ABCBA (dashed line) as may be found in fcc-structures. For a reflection hkl, 

represented by the diffraction vector a
r

, there are two domains, but only one crystallite. 

In contrast to this, for a reflection hkl represented by the diffraction vector b
r

, there may 

be two domains and two crystallites. It is important to realise that line broadening is due 

to domain size, which cannot be determined by powder diffraction, although in rare 

cases a "domain structure" can be deduced (Coelho 2007). The size of a domain is in 

general equal or less than the crystallite size. 

 

 

Fig. 2.9 Schematic representation of (a) particle or grain size, (b) crystal size, (c) crystallite 

size, and (d) domain size (Coelho 2007). 

(a) (b) (c) (d) 
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As mentioned, crystallite size is a quantity that cannot be measured directly. 

Measurable quantities are so-called ‘column heights’, as illustrated in Fig. 2.10. As the 

scattering power of a column is dependent on its volume then it is appropriate to use 

volume weighted mean column heights, LVol. For example, only h00 reflections for a cube 

give a column height LVol that is identical with the edge-length L0 of the cube (crystallite 

size for h00) as shown in Fig. 2.10. For any other hkl, a column height distribution will be 

observed with a mean less than the crystallite size. This is illustrated in Fig. 2.10 for a 

sphere, where for any given hkl, a column height distribution is observed. For any given 

hkl, LVol will not be identical with the diameter of the sphere, but can be derived from the 

known crystallite shape: 

 

L0 = 4 LVol / 3         (2.1) 

 

With powder diffraction, only column heights can be determined. To obtain the true 

crystallite size, the true mean shape of the crystallites must be known in order to derive 

and apply a correction to the column height of each hkl.  

 

 

Fig. 2.10 Schematic representation of a square and a circular cross-section of a crystallite 

built up of columns perpendicular to the lattice planes (Coelho 2007); (d = d-spacing; L0 = 

edge length and sphere diameter respectively). 
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In 1918, Scherrer noted that line breadth varies inversely with crystallite size, leading 

to: 

 

θελβ cos/=          (2.2) 

where λ is the wavelength, θ the Bragg angle, β the FWHM of the instrument corrected 

line profile and ε is an "apparent crystallite size" dependent on the "true crystallite size" 

and hkl and has no direct physical interpretation; nevertheless it may be used as a 

measure for crystallite size. The Scherrer constant, k, allows a relationship between ε and 

volume weighted mean column height LVol, to give: 

 

 θλβ cos/ VolLk=         (2.3) 

 

An integral breadth (βi) method was later developed (Stokes and Wilson 1942), which 

gave a more generalised treatment of domain-size broadening, which is independent of 

the crystallite shape: 

 

θλβ cos/ Voli L=         (2.4) 

 

This conception leads directly to a formula identical with eq. 2.3, except that the constant 

k assumes a value of unity.  

Lattice strain (microstrain) represents variable displacements of atoms from their 

sites in the idealised crystal structure, Fig. 2.11, caused by any lattice imperfection, for 
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example, dislocations, vacancies, interstitials, substitutionals, and similar defects. Strain 

0e , is conceived by considering two extreme values of the lattice spacing d, namely 

dd ∆+ and dd ∆− , with dde /0 ∆= . By equating FWHM β with the angular range 

corresponding to dd ∆+ and dd ∆− , and by assuming that Bragg’s law holds over this 

range (implying that parts of the specimen with spacings dd ∆+ and dd ∆− diffract 

independently, i.e. incoherently), it follows that: 

 

θβ tan4 0e=          (2.5) 

 

 

 

 

 

 

Fig. 2.11 Schematic representation of lattice strain (Haberkorn 1999). 

 

2.5 Chapter summary 

 

The solid state processing method of MA has been developed as a versatile alternative to 

other processing routes in preparing nanostructured WC-based materials with a broad 

range of chemical compositions. The advantage of using MA for the synthesis of 

nanostructured WC-based materials lies in its ability to produce bulk quantities of 
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material in the solid state using simple equipment and at room temperature. The 

minimum grain size achievable by milling is determined by the competition between the 

plastic deformation via dislocation motion and the recovery and recrystallisation 

behaviour of the material. 

MA is a complex process that involves many variables, of which many of them are 

interdependent. Therefore, modelling of the MA process is very difficult. In spite of some 

success, one has to go much further in developing models that can reach the final goal of 

predicting the nature of phases produced under a given set of milling conditions. 

The range of synthesis techniques that use the “bottom-up” approach to develop 

nanostructured WC-Co powders, for example gas-phase synthesis and spray conversion 

processing, involve much more expensive technologies. Some of this extra cost is related 

to the lower volumes of powder produced and the inefficiencies of the processes. Many 

of these processes have only been developed on a laboratory scale. It remains to be seen 

whether their technologies can be transferred, cost effectively, to large scale production.  

In a recent study (Esawi 2005), the cost-benefit analysis of replacing conventional 

WC-Co powder with nanostructured WC-Co was about four times the cost of 

conventional powders, and at current prices, cannot compete with conventional powder, 

in spite of the anticipated improved performance. For nanoscale powders to become 

commonplace in press-and-sinter operations, they need to be produced at much lower 

cost or to provide a much larger improvement in property performance. 

Further significant R&D investment is necessary if the challenges of synthesising 

nanostructured materials are to be efficiently and cost-effectively met. Although the 
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thermochemical-based synthesis methods have an economical advantage over 

conventional processing by eliminating the mechanical milling step, their processing 

route is, however, relatively complicated. If, as predicted, the use of nanostructured 

materials becomes more widespread and this, coupled with the development of more 

efficient, higher yield synthesis techniques starts to reduce their cost, then they could 

become a viable replacement for conventionally produced powder. The technical 

challenge remains two-fold; (i) synthesis of nanostructured particles; and (ii) uniform 

retention of the extremely fine microstructures in the consolidated materials. Much 

research is currently underway to optimise the consolidation of nanostructured WC-Co 

powders using a variety of novel fabrication techniques, for example spark plasma 

sintering (SPS). This consolidation technique is detailed further in Chapter 3. 
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3. Consolidation of nanostructured WC-Co powders 

 

3.1 Introduction 

 

Consolidation of hardmetals involves numerous operations in which almost every factor 

is critical. The basic hardmetal production technique is a typical powder-metallurgical 

process in which the starting product (fine WC and metallic Co powders) are blended by 

ball milling. The powder is then compacted into a raw shape (often called a green body), 

which is then exposed to elevated temperature in order for densification to occur. 

The initial step in most densification processes is to compact powders at room 

temperature, or cold compaction, to form a green body. Final sintering results are largely 

dictated by the green compact structure. A large number of initial point contacts, small 

pores in a high green density compact, and a uniform pore distribution favour high final 

density, thereby permitting shorter sintering times and lower sintering temperatures. 

Conversely, many sintering defects may be traced to the green compact structure. 

Inhomogeneities in density, packing, and particle size in green compacts limit the final 

sintered density. Generally, nanostructured materials are less forgiving of defects in 

green compacts than are conventional powders (Groza 2007). The most common 

problem is the elimination of large pores that originate from the green compact. This 

elimination requires high temperatures upon subsequent sintering, promoting undesired 

grain growth and loss of the desired nanosize features. 
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The demand for finer WC-Co materials is growing rapidly, mainly due to new 

machining technologies which require carbide materials with enhanced properties. As 

the carbide industry converts to superfine (< 0.5µm) WC powders to meet this demand, 

their existing manufacturing processes will have to be optimised to ensure production of 

high quality WC-Co materials. The critical issues and concerns associated with 

processing of these superfine powders include the selection and content of grain growth 

inhibitors; mixing/milling conditions; overall carbon stoichiometry; and sintering 

temperature, and these issues are already a major concern in the carbide industry for the 

fabrication of sub-micron (0.5-1 µm) materials (Carroll 1997; Carroll and Conner 1997). 

However, with the processing of nano WC powder (< 0.2 µm), the range of acceptable 

compositions and processing conditions will be tightened further due to the increased 

activity of the nanosize WC grains.  

Based on the above, the key requirement of a nanopowder consolidation process will 

be to achieve densification without microstructural coarsening. To date, the synthesis of 

raw nanomaterials (powders) has progressed further than the formation of bulk parts, 

with nanoscale powders of metals, ceramics, polymers, and composites now available, 

sometimes in tonnage quantitities (Groza 2007). The densification of nanopowders poses 

significant additional challenges including powder agglomeration, high reactivity 

(leading to contamination), grain coarsening, and an inability to fabricate large and 

dense parts. The lower temperatures required to minimise grain growth may hinder 

good intergranular bonding, thus compromising the expected high levels of strength. 

Grain coarsening for example, has to some extent been addressed through the use of 
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grain growth inhibitors and/or the development of consolidation techniques that allow 

nanopowders to be fabricated at temperatures much lower than conventional sintering. 

This chapter firstly covers some aspects involved in cold compaction of 

nanopowders, including powder particle distribution. This is followed by a brief review 

of the techniques to improve green density for hardmetals. Finally, this chapter reviews 

the sintering process of WC-based nanoparticles, which is divided into pressureless 

(conventional) and pressure-assisted sintering and also features non-conventional 

sintering methods. 

 

3.1.1 Powder packing and distribution 

 

The formation of a high quality green body is key to obtaining acceptable final product 

microstructures and properties. There are many difficulties in consolidating 

nanopowders, which are related to their low apparent density; low flow rate; high 

absorbed gases; high surface area relative to their volume; and large interparticle 

friction. In ideal systems, particles of a constant size would be uniformly packed and 

thus pores of the same size would be uniformly distributed. Densification and shrinkage 

of powder compacts would, therefore, occur uniformly throughout the compacts. 

However, in real powder compacts, particle sizes are variable, and pore size and 

distribution are non-uniform. As a direct result, differential sintering and densification 

occur and particles may move, which can cause the generation of pores that are larger 

than the initial pores (Petzow and Exner 1976; Liniger and Raj 1987). Particle packing 
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and distribution are, therefore, important parameters in the sintering kinetics of real 

powder compacts. 

 A high green density compact is desirable for higher densification kinetics, which 

will provide an increased number of contact points and, therefore, a greater number of 

transport paths. Green density is highly dependent on the friction forces among powder 

particles.  These forces are a result of electrostatic, van der Waals, and surface adsorption 

forces that become much more significant with decreasing particle size. With 

nanoparticles, grain boundaries tend to be irregular and agglomerate formation is 

favoured by the tendency to minimise surface energy (Groza and Dowding 1996).  

One parameter which substantially affects packing density, especially when working 

with undeformable (e.g. carbide, ceramic) powders, is the arrangement of the individual 

particles. There is a noticeable difference in the compaction (and sintering) behaviour of 

powders in which each individual powder particle is free and independent of its 

neighbours, and those in which the primary particles, or crystallites, are chemically or 

physically bonded together to form larger units, termed agglomerates or aggregates 

(Mayo, Chen and Hague 1996). An example of an agglomerated powder is shown in Fig. 

3.1. Agglomerates of ~ 1 µm have been found in 10 nm metallic powders (Trusov et al. 

1989). 
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Fig. 3.1 Schematic diagram of an agglomerated powder (Mayo, Chen and Hague 1996). 

 

3.1.2 Cold pressure forming 

 

Of the many powder shaping methods, cold pressing in metal dies is the most widely 

used industrially because it lends itself admirably to automation and mass production.  

The way a powder behaves when it is compacted in a die is dependent upon a large 

number of factors, including particle size, particle shape, chemical composition, 

plasticity, and the presence of surface films. Compaction induces very complex stress 

states in the powder. Lubrication, powder height in the die, compaction rate and stress 

triaxiality strongly influence the compaction process and, thus, affect the properties of 

the products obtained (Briscoe and Rough 1998). 
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When a metal powder is poured into a die, it will take on a certain packing density 

with the particles adopting a loose, random packed state with the manner of filling. 

Upon application of punch pressure, the first stage of densification begins by movement 

of particles to provide a better packing density. The extent to which this occurs depends 

largely on those factors already mentioned, i.e. fine powders having poor flow 

properties are liable to form bridges and the first slight pressure will tend to cause their 

collapse (Sands and Shakespeare 1966). Abrasion of surface films (oxide, adsorbed water 

vapour, CO2, etc.) is a further effect of interparticle movement. These films must be 

removed before direct metal contact can take place. The initial areas of contact between 

particles are so small that, even at very low punch loads, pressures on these areas are 

high, which means that surface films at the areas of contact are soon broken. The 

particles can experience extensive shear deformation as powder flows around the 

punches. The constitutive response of the powder during the early stages of compaction 

and flow determines the evolution of the density distribution in the die (Wu et al. 2003) 

and can significantly influence its evolution during subsequent stages of the 

consolidation process. 

Frictional forces between the powder and the die wall can become sufficient to 

inhibit the transmission of pressing loads throughout the compact and the general effect 

is a variation in density throughout the compact. The density decreases with increasing 

distance from the punch face and there is also a density distribution in the horizontal 

plane due to frictional effects dropping-off away from the die wall. Pressure 

transmission can be improved by reducing frictional effects through the use of a 
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lubricant. Application of lubricant to the die walls is as effective in improving green 

density as is the admixture of lubricant with the powder (Sands and Shakespeare 1966). 

Carbide powders flow very poorly during compaction, thus limiting the intricacy of 

geometrical shape that may be produced. The flaws induced by compaction (density 

gradients, densification faults) are the main causes of non-conformity of sintered parts, 

which include residual porosity, cracks, and dimensional defects (Roure et al. 1999). 

Thus, the control of this step is of prime importance. Due to the friction between the 

powder and the die, the state of stress within the powder is not homogeneous during die 

pressing. 

The optimal compacting conditions used for nano-sized powders are known to be 

considerably different from those used for micron-sized powders due to the increased 

total surface area of such powders. In the case of nano-sized powders obtained by 

mechanical milling, a major processing concern is the nature and amount of impurities 

that contaminate the powders, which can include entrapped gases such as oxygen and 

nitrogen, and particles from the milling medium. Thus, a higher compacting pressure is 

generally required to bring these powders into direct contact with each other in order to 

facilitate effective sintering. 

Green density has a significant influence on the final density and microstructure of a 

material in the nanoscale and a high green density can enhance the densification process 

through increased particle-particle contact. Compaction pressures of several GPa are 

commonly used in nanoscale systems (Ahn et al. 1997; Gao et al. 2001). The practice of 

this principle, apart from the greater engineering demands, creates other problems, such 
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as the development of nonhomogenous density distributions and the formation of 

internal cracks during the stored stress release of the sample during ejection. 

Very fine particles do not have the necessary free-flowing properties to facilitate 

effective manufacture since they spontaneously agglomerate due to Van der Waals 

attractive forces (Özkan and Briscoe 1996). A powder flows freely when the inertial 

forces exceed the attractive forces between particles. The inherent flowability of powder 

is required during the handling stage of the material and during die filling in the 

compaction stage. In order to create free-flowing particles with a reproducible size and 

shape, fine powders are commonly agglomerated by a suitable granulation technique. 

Weak agglomerates are disrupted in handling and produce unwanted 'fines'. However, 

if the agglomerates are too hard or tough, the large interstices between the agglomerates 

(inter-agglomerate pores, Fig. 3.1) will not be readily eliminated during the compaction 

process, and it will then be often impossible to eliminate these large pores during the 

subsequent sintering process. As a result, the mechanical properties of the final sintered 

compact will not be satisfactory since the resulting inter-agglomerate pores will provide 

the strength-limiting flaws. 

In principle, this problem may be resolved by the application of very high 

compaction pressures but as previously stated, this in itself creates further challenges. 
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3.1.3 Improved green density techniques applied to hardmetals 

 

In the nanoscale particle size range, green strength is very sensitive to compaction 

pressure. Small particles have inhibited packing due to agglomeration concomitant with 

their high surface area and large inter-particle friction (German 1989) and as a result, 

resist compression and exhibit lower green density and strength than their micron and 

sub-micron counterparts. Smaller particles also exhibit a tendency toward delamination 

under increasing compaction pressure (German and Olevsky 2005). Organic binders 

could be used to increase green strength but contamination issues can arise. A pre-heat 

treatment applied to nano hardmetal powders (0.2 µm average grain size) prior to cold 

uniaxial compaction can improve green density from ~ 51.5% for un-treated WC-Co 

powder to ~ 59% for a powder mixture treated at 1000°C for 1 h (Jung and Kang 2005). 

However, pre-treatment at such a high temperature increased agglomerate size from ~ 3 

µm to ~ 10µm. The magnitude of the reported increase in green density was achieved 

through a 1:1 mixing ratio of heat treated and un-treated powders, which shows that a 

broad particle size distribution can enhance particle packing density. However, this is in 

contrast to Furnas’ packing model (Furnas 1928), which predicted that particle packing 

was most efficient when the system consists of uniform, small-sized powders (<50%). 

Despite the stated improvement in densification, no mention was given to the effect of 

the lubricant (paraffin wax) on green density, which was mixed with both powder 

systems.  
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  Lubricants are added to the powder as well as the die wall to reduce deleterious 

effects of both die-wall and inter-particle friction during compaction. High wall-friction 

creates high stress gradients within the powder, thus causing significant density 

fluctuations. Lubricants added to the powder can be classified as internal and external. 

Internal lubricants are added to the slurry during spray drying and serve to reduce inter-

particle friction and promote better flow under high pressures. Internal lubricants 

significantly increase the green density, and thereby reduce the defects in the green 

body, whilst increasing the strength at a given green density (Motyl 1963). External 

lubricants serve to lubricate the die and punch surfaces giving increased tool life and a 

more uniform green body. 

Techniques have been developed that incorporate die compaction pressure 

combined with a very fast current discharge that effectively consolidates the powder 

mixtures in one step. Further discussion of these consolidation techniques are given in 

section 3.4.3. In a more traditional route, very high cold compaction pressures followed 

by a fast, furnace heating rate (> 500°C min-1) have been used to fabricate nanocrystalline 

WC-Co (Park, Johnson and German 2006). The optimum process conditions achieved a 

relative density of 98.9 % and a WC grain size of 240 nm at a compaction pressure of 

2760 MPa, with a standard heating rate (10°C min-1) and a sintering temperature of 

1400°C. The high die compaction pressure helped by increasing density without 

exaggerated grain growth and also helped to break up agglomerates. However, one 

would have to weigh up the relative merits of this technique against the tooling costs as 

one of the major difficulties in die-compaction at high pressure is related to the fact that 
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the compaction tools in service are submitted to high stresses and, as such, excessive 

wear occurs. As a consequence, the service life of the compaction tools becomes 

extremely critical. 

 

3.2 Thermodynamic and kinetic effects of nanopowder consolidation 

 

Thermodynamically, nanopowders are far from equilibrium, sometimes by as much as 

10–50 kJ/mol (Groza 2007). The sintering process is driven by the tendency to reduce the 

excessively large surface area per unit volume. The extra energy of a surface with a 

radius of curvature R may be expressed as a stress (σ) in a Laplace equation: 

 

Rγσ =          (3.1) 

 

where γ  is the surface energy. In nanomaterials, the sintering stress may as large as 300 

MPa in 10 nm particles, compared to only 3 MPa for 1 µm particles, if γ  has a typical 

value of 1.5 J/m2 (Porter and Easterling 1992). The altered local atomic arrangement at 

the surface of nanocrystals may result in surface energy values different from those in 

conventional powders. This was shown in the case of amorphous, surface oxide layers 

on Al nanoparticles (Luo et al. 1995; Phung et al. 2003). As Cahn infers, the different 

nature of the surface oxide on nanopowders may be an indication of a different surface 

structure (Cahn 1992). The interfacial energy may also be modified by any distortion of 

surface structure, such as by segregation or adsorption of impurities. Impurities dictate 
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the thermodynamics of surfaces and surface behaviour of nanoparticles (Groza 2007). 

Modelling of ceramics (e.g. SiC) has supported these findings, showing a high 

dependency of grain boundary formation on initial surface structures (Tsuruta, Totsuji 

and Totsuji 2000). Particle stabilisation can be affected by the formation of surface oxides, 

which leads to lower surface energy values for nanosize particles (Rabe and Wasche 

1995).  

Significantly enhanced kinetics are expected for processes that display direct grain 

size dependence (Groza 2007). A recent work showed that decreasing grain size by three 

orders of magnitude (e.g., from micrometer to nanometer) could enhance sintering rates 

by up to 12 orders of magnitude (Hansen et al. 1992). During sintering of nanopowders, 

enhanced diffusivity is observed initiating the sintering process at temperatures lower 

than those required for coarse-grained polycrystalline powders, with the WC-Co liquid 

phase system a prime example, which will be detailed later in this chapter. 

 

3.3 Sintering mechanisms and phase relationship in the W-Co-C system 

 

The most crucial aspect of the sintering of nanostructured WC-Co grades is retaining the 

nanostructure of WC in the consolidated (dense) material. Only if this aim is both 

successfully and reliably achieved can a pronounced technical advantage, (e.g. higher 

hardness, better wear resistance, higher strength), be realised over the submicron (0.5-1 

µm) and ultrafine (0.1-0.5 µm) alloys, which are coarser, but less WC growth sensitive 

during the manufacturing process. 
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In the following section, the most important aspects of sintering with reference to 

nanoscale WC powders will be discussed. 

 

3.3.1 Phase relationship 

 

There are many factors that have a direct influence on the microstructure of cemented 

carbides, including: 

 

• Chemical composition of both hard and binder phases 

• Shape, size and distribution of WC particles 

• Control of the carbon level 

• Processing technology, e.g. ball milling and sintering including the purity of raw 

materials 

 

Tungsten carbide has a highly anisotropic structure and therefore develops anisotropic 

crystal shapes during growth, which can be described as flat, triangular prisms with 

truncated edges (Exner 1979). In technical hardmetals, this shape is not fully developed 

due to coalescence and impingement with other crystals. However, most of the crystal 

sections observed in a polished cross- section can easily be interpreted by this 

equilibrium configuration (Hara, Nishikawa and Nishimoto 1970; Exner 1979). Two 

crystallographic planes play an important role in the formation of tungsten carbide 
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interfaces; the { }0110  prismatic plane and the { }0001  basal plane, which are the main 

facets of WC crystals. 

 Cobalt is the most widely used binder in WC-based hardmetals and exists in the 

microstructure as a continuous thin film separating the WC grains. There are two 

allotropic modifications of cobalt, a close-packed hexagonal form, ε, stable at 

temperatures below approximately 400°C, and a face centred cubic form, α, stable at 

higher temperatures. The temperature of the allotropic transformation depends critically 

on purity and on the rate of temperature change, but for the highest purity material, ~ 

99.998%, and slow temperature change, the transformation temperature was found to be 

421.5°C (Betteridge 1982). Grain size also affects the stability of the two allotropes with a 

finer grain size favouring the cubic form. In cobalt powder, typically, a mixture of 

approximately the same amounts of both phases exists. During milling, the amount of ε-

cobalt increases up to 100% (Hinnuber, Rudiger and Kinna 1961; Fischmeister and Exner 

1965). Insufficient milling results in a large cobalt pool in the microstructure and may 

cause porosity (Lardner and Bettle 1973; Amberg and Doxner 1977). 

Although some differences exist amongst the various phase diagrams presented in 

the literature, some of the common similarities are: 

 

• For compositions corresponding to a W/C atomic ratio close to one, the WC phase, β 

(binder) and liquid are stable. 

• At lower carbon contents, a ternary brittle phase (η) occurs. 
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• At a W/C atomic ratio below one, primary carbon will precipitate and remain in 

equilibrium with WC and Co-rich β phase in solidified alloys. 

• The two-phase WC-β exists only in a narrow range of carbon concentration. 

 

These phases can only exist within specific temperature ranges, which are detailed in 

Table 3.1 for a W-C-10Co alloy. The η phase is a ternary compound of tungsten, cobalt 

and carbon. It can exist in two forms, either M6C carbide ranging from Co32W28C to 

Co2W4C (Hellsing et al. 1983) or an M12C carbide of fixed composition Co6W6C 

(Johansson and Uhrenius 1978). Both M6C and M12C are indistinguishable physically, but 

in commercial tungsten carbide alloys with a relatively fast cooling rate, presence of M6C 

is more likely to occur (Bolton and Keely 1982). A calculated phase diagram of the W-C-

10Co system is shown in Fig. 3.2, and accordingly, caution is needed in its interpretation. 

A stoichiometric mixture of WC + 10 wt. % Co corresponds to 5.519 wt. C; the value 

which is placed inside the desirable two-phase region (FCC + WC) for the temperatures 

below the solidus. In practice, carbon is often added to the mixture of WC and Co, since 

some carbon inevitably reacts with oxygen during sintering. 

With minor carbon deficiency levels, 'η' phase is not produced at the sintering 

temperature but forms on subsequent cooling (i.e., WC + liq. → WC + η + liq.), and in 

doing so occurs as isolated concentrated areas in which considerable volumes of WC and 

Co binder phase are locally consumed during its growth. As shown by the vertical 

section of the ternary W-C-Co system (Fig. 3.2), a very tight composition range is 

available to generate the two-phase WC-Co mixture. The carbon content range suitable 
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to generate the two-phase field {WC+liquid} at the sintering temperature and the two-

phase field {WC+Co} after cooling is very tight, in between ~ 5.4 and 5.5% (Uhrenius 

1994).  

The morphologies of the 'η' phase range from finely dispersed particles at low carbon 

deficiency to large areas of 'η' concentration in highly carbon deficient alloys. For carbon 

deficient alloys, the relationship between density, σsc and carbon content is given by the 

lines drawn as carbon axes corresponding to different Co levels as shown in Fig. 3.3. The 

dashed line defines the boundary of the η-phase region. 
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Fig. 3.2 Vertical section of (a) the tungsten-cobalt-carbon (W-Co-C) ternary system, 

calculated with Thermo-Calc coupled with the CC THM thermodynamic database, with 

(b) showing an extended section of the diagram. The cobalt content is kept constant at 10 

wt%. 
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Table 3.1 

Temperature range for W-C-10Co ternary system phases. 

Phase Temperature 

(°C) 

η (M12C) <1150 

η (M6C) >1150 

liquid+WC >1330 

fcc+liquid+WC >1298<1368 

graphite <1298 

 

 

The gross carbon content of the alloy also plays an important role in the complex 

alloy system MeC/WC/Co/C. It can strongly influence the eutectic temperature and 

equilibrium saturation concentration ratio of both MexCy and WC in the binder (Hayashi, 

Fuka and Suzuki 1972). Higher solubility and lower eutectic temperature are important 

for better grain refining of cemented carbides by VC and Cr3C2 as compared to Ti, Nb 

and Ta additions, Table 3.2. 

Precipitates generally observed in the microstructure may include non-metallic 

impurities, graphite, carbides, and intermetallic compounds precipitated during cooling 

or heat treatment in the solid state. Local concentration gradients can arise due to the 

slow diffusion of tungsten in cobalt, which can result in the formation of Co3W. It is 

more likely that the transformation of the α-Co into the ε-Co phase is the reason for the 
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formation of the intermetallic due to the sudden decrease of tungsten solubility in the 

binder phase. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 3.3 Density-specific magnetic saturation diagram: interrelationship of cobalt and 

carbon content in cemented carbide (Fang and Eason 1993). 
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Table 3.2 Eutectic temperatures for the MexCy –Co systems and solubilities of the 

carbides in the cobalt phase (Upadhyaya 2001). 

Inhibitor compound 

MeC 

Eutectic temperature 

MexCy –Co (°C) 

Solubility in Co binder 

Mol.% MexCy at 1400°C 

TiC 1360 1.5 

ZrC 1360 6 

HfC 1370 3 

VC 1330 10 

NbC 1380 6 

TaC 1370 3 

Cr3C2 1245 12 

 

 

3.3.2 Driving force 

 

The primary driving force for sintering is a decrease of the specific surface energies ( γ∆ ) 

of the system resulting from the energies involved: 

 

SLLS γγγγ −+=∆         (3.2) 
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Sγ = specific surface energy solid/gas 

Lγ = specific surface energy liquid/gas 

SLγ = specific phase boundary energy solid/liquid 

 

An energy decrease only takes place when: 

LSSL γγγ +<          (3.3) 

 

thus, liquid phase sintering (LPS) is successful only in good wetting systems (e.g. WC-

Co), in which SLγ is low. These energies are correlated in the Young-Dupré equation with 

wetting angle ω , Fig. 3.4 (a) to give: 

 

L

SLS

γ
γγω −

=cos         (3.4) 

 

 

 

 

 

 

Fig. 3.4 Schematic showing (a) wetting (ω) angle and (b) dihedral angle (Ф) (Thümmler 

and Oberacker 1993). 
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Combining these equations gives: 

 

( ) Lγωγ ⋅+=∆ cos1         (3.5) 

 

The higher cos ω (i.e. the smaller ω), the higher the driving force γ∆ . The angle for 

complete wetting is 0°, occurring at very low SLγ values, as observed in the hardmetal 

systems WC with Co, Ni or Fe. SLγ  is very sensitive to impurities, especially thin oxide 

films, which may change the wetting angle considerably. The liquid phase may also 

penetrate the solid grain (or phase) boundaries, when the boundary energy: 

 

SLSS γγ 2>          (3.6) 

 

The resulting angles between the liquid and two solid particles are called dihedral angles 

(Ф), Fig. 3.4 (b). Small dihedral angles result in very low SLγ  and grain boundary 

energies SSγ , leading to a disintegration of solid (multigrained) particles during LPS. 

This supports densification by solid phase rearrangement. 

Unlike solid state sintering (SSS), the microstructure change during liquid phase 

sintering (LPS) is fast because of fast material transport through the liquid. Considerable 

densification usually occurs in the solid state during heating to the LPS temperature; the 

initial microstructure of LPS is strongly affected by the SSS stage (Park et al. 1989). For 

simplicity, solid-state densification is considered to be accomplished through three 
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stages: initial, intermediate, and final, Fig. 3.5. The initial stage involves gradually 

increasing densification. The second but extremely rapid densification stage is where a 

large fraction of densification is achieved, and the third stage, where the densification 

rate decreases as the material approaches full density. The smaller the grain size i.e. the 

higher the internal interface areas, then the higher the solid-state sintering intensity. 

Although Fig. 3.5 resembles the classic sintering behaviour of many materials, it is 

important to note that densification occurs during heat-up at solid-state temperatures 

based on equilibrium phase diagrams, instead of isothermal holding. In fact, not only 

does it start at solid-state temperatures, most of the densification is completed at solid-

state temperatures. In other words, only a minor fraction of densification actually takes 

place during LPS. This is just one of a number of studies that report a significant level of 

densification of nanocrystalline WC-Co powders occurring at solid-state temperatures 

(Porat, Berger and Rosen 1996; Goren-Muginstein, Berger and Rosen 1998; Arato et al. 

1998).  
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Fig. 3.5 Densification of WC-10Co with different initial WC grain sizes as a function of 

temperature. The dashed line represents the WC-Co eutectic (~ 1320°C) (Fang et al. 2005). 

 

 Once a liquid phase forms during heating of a powder compact, liquid then flows 

into fine capillaries due to the capillary pressure difference between the fine and coarse 

channels between solid particles. The solid particles can be redistributed by the flow of 

liquid (Huppmann and Riegger 1975; Kang et al. 1984; Lee et al. 1999) and in LPS models 

this phenomenon is referred to as ‘particle rearrangement’. The possibility of particle 

rearrangement by liquid flow relies upon various factors including liquid volume 

fraction, dihedral angle, extent of sintering at the moment of liquid formation and 

particle size (Lee and Kang 2001). At temperatures above 1200°C, the densification 

mechanism can be described as a global diffusion in the Co phase (diffusional creep) 

under the action of capillary forces with WC particle rearrangement caused by spreading 

of the binder phase into pores. This spreading process may be preceded by the rapid 

surface diffusion of a thin film of Co onto WC grains (Missiaen and Roure 1998). 

Enhanced surface and boundary diffusion of metallic atoms has been mentioned in 
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hardmetals when the carbide is soluble in the metallic phase (Meredith and Milner 1976). 

At temperatures lower than 1200°C, diffusion in the Co phase is inhibited, thereby 

limiting binder phase spreading into pores. Densification would then only be facilitated 

by a solution-precipitation mechanism. The nature of this inhibition is understood to be 

due to the high WC-Co interfacial tension at low temperatures (Missiaen and Roure 

1998) and could be related either to the low solubility in the binder phase (solubility 

increases from 0.8 to 3 at% WC when the temperature increases from 1000° to 1200°C 

(Guillermet 1988)) or to the presence of an oxide layer on the WC surfaces (oxygen 

cleaning of WC surfaces under vacuum ends in the 1000° to 1200°C temperature range 

(Ågren et al. 1996)). Inhibition of Co spreading could be partial, with a critical pore 

radius rc, as encountered in LPS (Park, Kwon and Yoon 1986). Spreading would stop as 

soon as pores smaller than rc are filled. The critical radius can increase with temperature 

as the WC-Co interfacial tension decreases. Microstructural analyses have shown that 

small pores are eliminated first, with increasing pore size eliminated with increasing 

temperature (Roure and Missiaen 1995). Any inhomogeneity of Co binder distribution or 

local fluctuations of green density, WC surface area or grain size, causes local fluctuating 

densification and results in micropores or pores, Fig. 3.6. 
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Fig. 3.6 Stages 1 (initial) and 2 (intermediate) of solid state sintering (Gille et al. 2002). 

 

In summary, the primary driving force for sintering of nanostructured hardmetals, 

as for any sintering system, is a reduction in the interface energy of the system. This is 

accomplished by reducing the area of the surfaces and interfaces of the compact, which 

happens mainly by a combination of two concurrent processes (Schubert, Bock and Lux 

1995), namely densification and WC grain growth. The latter process is of particular 

importance during the sintering of nanostructured alloys and will be discussed in the 

following section. Based upon statistical analysis, the order of critical parameters for 

densification of nanocrystalline WC-Co powders is reported to be sintering temperature 

>> die compaction pressure > powder selection > heating method (Park, Johnson and 

German 2006). 

 

3.3.3 Grain growth 

 

Grain growth in nanostructured materials is primarily driven by the excess energy 

stored in the grain or interphase boundaries. As grain growth involves the transport of 

atoms across and presumably also along the boundaries, the activation energy of the 
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process is frequently compared with that of grain boundary diffusion (Gleiter 2000). 

Grain growth in nanostructured WC-Co occurs predominantly due to the high interface 

between the WC phase and the Co phase by the solution-reprecipitation process (Bock, 

Schubert and Lux. 1992). 

Success in nanopowder consolidation is intimately related to the control of the 

competition between densification and grain coarsening. In the case of densification, 

minimisation of the internal energy drives WC grain growth whereas a reduction of the 

total WC-Co interface area is the driving force of WC coarsening. In practice, continuous 

as well as discontinuous (local or exaggerated) grain growth must be considered and 

suppressed as much as possible. 

 Because of the capillary pressure exerted on a particle, the activity of the atoms in the 

particle and, hence, its solubility in the matrix, increases as the particle size decreases 

(Kang 2005). Therefore, the atoms dissolved in the matrix from small particles are 

transported to large particles, resulting in growth of large grains. Continuous grain 

growth during LPS may be considered as an Ostwald ripening process. Smaller WC 

particles dissolve due to their higher dissolution potential and reprecipitate after 

diffusion through the binder at coarser WC grains. The intensity of this dissolution–

reprecipitation process and, therefore, the WC growth rate, is increased by high carbon 

content and essentially decreased by addition of grain growth inhibitors such as 

Vanadium carbide (VC), Chromium carbide (Cr3C2), Niobium carbide (NbC) etc., which 

will be detailed further in section 3.3.3. All these grain growth additives are soluble in 

the Co binder and can segregate at the WC/Co interfaces or as separate particles during 
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sintering. It is believed that the additives alter the WC/Co interfaces by forming mixed 

crystals or new phases, reducing the interface energy and therefore the driving force of 

grain growth (Gille et al. 2002). As with densification, WC grain growth is not restricted 

to liquid-phase sintering but occurs to a remarkable extent during SSS (Schubert, Bock 

and Lux 1995; Schubert, Bock and Lux 1999). 

To suppress discontinuous grain growth and exaggerated WC grains is a 

fundamental prerequisite to obtain high strength and high performance hardmetals. 

Apart from impurities or inhomogeneities arising from the raw materials or processing, 

one reason for discontinuous grain growth is the difference in interface energies on basal 

(001) and prismatic (100) WC planes (Schubert, Bock and Lux 1995). Although face 

oriented grain growth may be used successfully for toughening of coarse grained 

hardmetals with platelet structures (Saito et al. 1998), in ultrafine hardmetals it may also 

cause exaggerated, platelet shaped WC grains, which can degrade strength, wear 

resistance and other performance related properties. Additionally, the microstructure of 

the carbide can significantly influence grain growth behaviour, including such features 

as densities of stacking faults, dislocations and vacancies. A highly distorted WC lattice 

shows a tendency towards stronger grain growth in the solid state as well as in LPS 

(Gille et al. 2002). 

Full density or rapid sintering of nanosize powders is achieved when the green 

structure contains a narrow pore size distribution, which is similar to conventional 

powders. Conversely, densification is retarded or inhibited when pore size distribution 

is wide. In this case, big pores become larger and only small pores shrink. The removal 
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of large pores is a lengthy process and requires higher temperatures. Therefore, the 

overall effect of large pores is to slow densification and induce undesirable coarsening. A 

thermodynamic model of pore shrinkage was developed by Kingery, Bowen and 

Uhlmann (1976), which was based on pore curvature, and predicted the pore size for the 

transition between pore shrinkage and pore growth. A complicating event is the 

separation of large pores from the grain boundaries that occur in the final sintering 

stages. This was incorporated in pore size-grain size maps (Brook 1969), which 

designated the regions where such pore separation from grain boundary would occur. 

When pore-grain boundary breakaway takes place, the detached pores will no longer 

benefit from easy transport paths such as grain boundaries. Instead, transport is by 

slower volume diffusion and, as a consequence, densification occurs at a slower rate. 

This is the stage when open porosity breaks down and pores become closed. Since grain 

boundary migration is no longer restricted by pores, grain coarsening takes place; or 

pinning of grain boundary migration due to residual pores is no longer effective. 

Therefore, in the final sintering stage, densification is hindered and significant grain 

growth occurs. 

The influence of pores on grain coarsening has been well documented theoretically 

(Lange 1989; Zhao and Harmer 1992; Sweeney and Mayo 2002; Mortensen 1997). The 

presence of open pores in nanopowders inhibits grain growth in a similar way that pores 

prevent grain coarsening in ceramics of ordinary grain size (Groza 2007). As soon as 

pore isolation occurs, grain growth becomes unrestricted but the pinning action of the 

pores is difficult to predict. It follows the same principles as in coarse grained materials. 
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 In summary, whilst at lower densities, the pores themselves retard grain growth 

effectively. However, stronger grain growth occurs when the majority of pores have 

been removed and the rest have separated from grain boundaries. Before this stage, 

sintering additives remaining heterogeneous and finely distributed significantly retard 

grain growth and at the same time enhance densification. 

 

3.3.4 Grain growth inhibitors 

 

The addition of grain growth inhibitors to ultra-fine WC-Co compositions is one of the 

essential factors in preventing WC grain growth during sintering. Inhibitors cause a 

decrease in the rate of solution-reprecipitation by a diminution of the interfaces through 

a modification of the liquid phase (Kim and Accary 1980).  

The most commonly used grain growth inhibitors in the hardmetal industry are 

Cr3C2, TaC and VC. The choice of inhibitors is based on their overall effectiveness, which 

has been shown to be VC > Cr3C2 > NbC > TaC > TiC > Zr/HfC (Bock, Schubert and Lux 

1992; Wittmann, Schubert and Lux 2002) in order from most effective to least effective. It 

has also been reported that an addition of VC inhibitor below 0.5 wt.% for nanoscale 

WC-Co powders, and below 1.3 wt.% TaC, 1.0 wt.% VC/TaC, can lead to abnormal WC 

grain growth and facetted crystals due to a lack of grain growth inhibitor (Kim et al. 

1998). This would suggest that higher levels of inhibitor may be required when WC is 

reduced into the nanoscale. 
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The presence of VC in a Co matrix has also been found to have a negative influence 

on the solubility of W in Co (Seo, Kang and Lavernia 2003), thus inhibiting the 

dissolution and growth of WC. The solubility of VC in the Co binder is 8.19 wt.% 

(Falkovsky et al. 2001) with the content in WC-Co usually kept around 0.7 wt.%, in order 

to avoid embrittlement due to (V,W)C precipitation at the WC-Co interface 

(Jaroenworaluck et al. 1998; Egami, Ehira and Machida 1993) during cooling. Cr3C2 

remains in solution in Co during cooling, although it tends to diffuse towards the WC-

Co boundaries (Yamamoto et al. 2001). Both VC and Cr3C2 have been found to lower the 

onset temperature of the eutectic reaction in WC-Co. In the case of VC it was found to 

decrease by 25-30°C (Luyckx et al., 1996), as illustrated in Fig’s 3.7 (a) and (b), and in the 

case of Cr3C2, by approximately 40°C (Okada et al. 1998). Later work has suggested that 

VC is a more effective grain refiner because a smaller amount of VC is required to obtain 

the same WC grain size, and that it also allows the attainment of extremely fine grain 

sizes, which can only be obtained by adding much larger amounts of Cr3C2 (Luyckx and 

Alli 2001). VC is equally effective in limiting continuous grain growth for all 

temperatures within the temperature range 1300 to 1575˚C, Fig. 3.8, (Fang and Eason 

1995; Morton et al. 2005) and was also found to be the most effective inhibitor of 

discontinuous grain growth (Morton et al. 2005). 
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Fig. 3.7 Vertical section of the (a) tungsten-cobalt-carbon-vanadium (W-Co-C-V) 

quaternary system, calculated with Thermo-Calc coupled with the CC THM 

thermodynamic database with (b) showing an extended section of the diagram. The 

cobalt content is kept constant at 10 wt%. 
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Fig. 3.8 Effects of temperature on the magnetic coercivity (Hc) of carbon saturated WC-

10Co samples with various grain growth inhibitors. Magnetic coercivity is 

approximately proportional to the inverse grain size (Morton et al. 2005). 

 

It is generally accepted that the effectiveness of grain growth inhibitors is dependent 

upon the availability of the inhibitor at the WC-Co interface. The higher the availability, 

the greater the potential effect on the interfacial free energy and the more probable the 

blocking of nucleation sites. The availability of the inhibitor is affected by the total 

inhibitor content, inhibitor solubility in the binder phase, WC particle size, binder 

content and inhibitor distribution (Bock, Schubert and Lux 1992). Sintering under 

pressure may be another effective means to suppress grain growth. This approach will 

be discussed in the following section. 
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3.4 Densification of nanostructured WC-Co powders 

3.4.1 Conventional sintering 

 

Sintering of nanopowders is expected to take place at significantly lower temperatures 

due to enhanced driving force and kinetics in nanosize powders. These lower 

temperatures may minimise or even eliminate the use of grain growth inhibitors. 

Nanostructured WC-Co powders have been fully consolidated with minimal grain 

growth by conventional sintering, but the final grain size was on the order of 100-200 nm 

(Wu, Kim and Kear 1993; Fang and Eason 1995; McCandlish, Kim and Kear 1992). This 

was attributed to the liquid-phase mechanism, which typically promotes grain growth. 

Approaches to restrict grain growth in WC-Co are the use of inhibitors or exploration of 

the sintering temperature to possibly achieve densification only in the solid state. 

 

3.4.2 Pressure-assisted consolidation 

 

An applied stress adds a new component to the curvature-related driving force for 

densification. The applied mean stress, known as the hydrostatic stress, induces new 

plasticity-driven sintering mechanisms, as well as a stress-assisted diffusion mechanism 

(Groza 2007) with both mechanisms enhancing the densification rate. The shear 

component of the applied stress causes particle rearrangement and collapse of large 

pores. Particle rearrangement and macroscopic deformation of pores increases the 

number of particle contacts. This alteration in pore size and distribution is more 
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amenable to pore removal than in pressureless sintering (Lange 1989; Hague and Mayo 

1997).  The main benefit is the elimination of large pores in agglomerated powder, which 

is the cause of exaggerated grain coarsening at densities above 90%.  

Sinter-HIP is a procedure that combines vacuum sintering with HIP technology by 

utilising gas pressure treatment immediately after the sintering process and at the same 

high temperature. This type of process requires distinctly lower pressures (6-10 MPa) 

than HIP alone, and therefore entails lower procurement and operating costs. Also, the 

supplementary application of pressure takes place during the final phase of the sintering 

process when the carbide structures are still soft. The pressure applied in this process is 

below that necessary to overcome capillary action, but above that necessary for gross 

structural movement (Lueth 1974). This prevents any voids or porosity from being filled 

with Co but rather from the surrounding structure by gross movement. 

 Although this technique is now widely used in the hardmetal industry to produce 

ultrafine materials, its reported use with nanoscale WC-Co is limited due to the elevated 

temperatures involved (> 1310°C binary eutectic temperature WC-Co) with reported 

studies (Shao et al. 2003; Shi et al. 2006) showing an increase in WC grain size to over 0.2 

µm.  

 

3.4.3 Non-conventional sintering technique 

 

In the last decade, methods based on field sintering that involve pulsed current 

discharge and resistance heating, seem to have been the most active processing 
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technique for WC-Co nanopowder densification (Kim et al. 2004; Michalski and 

Siemiaszko 2006; Cha, Hong and Kim 2003; Sivaprahasam, Chandrasekar and 

Sundaresan 2006; Jia et al. 2005; Zhang, Shen and Sun 2004). The main purpose in using 

these methods is to enhance densification, thus reducing the sintering temperature or 

time with the ultimate benefit of preserving the initial nanoscale grain size. 

Spark plasma sintering (SPS), sometimes termed field-activated sintering technique 

(FAST), or pulsed electric current sintering (PECS) works by creating electrical sparks 

between powder particles in the sintered body. The main characteristic of the SPS 

process is that a pulsed DC current passes directly through a graphite die, as well as the 

powder compact in the case of conductive samples. Therefore, heat is generated 

internally, which facilitates a very high heating rate and, hence, a very fast sintering 

process. Compared to other techniques, such as HIP or pressureless sintering, full 

density of the material can be achieved at lower temperatures and shorter holding times 

at maximum temperature, saving time and energy.  

The enhanced densification is most noticeable at lower temperatures or when 

multiple discharges of current through the powder compact are applied. Densification in 

nanostructured WC-Co during SPS was shown to begin around 800°C (solid phase 

sintering) with liquid phase beginning at 1000°C and ending at 1150°C, with a WC grain 

size of 0.3µm (Wang et al. 2006). A small addition of phosphorus (0.3 wt.%) enhanced 

densification rates through the chemically-activated sintering effect of P, achieving full 

densification at 1000°C (Zhang, Shen and Sun 2004), which is substantially lower than 

those temperatures used in conventional techniques, such as sinter-HIP.  
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 In summary, the most distinctive features of the sintering process of nanosized 

powders are the high driving force and enhanced kinetics due to large curvature effects. 

Grain growth in nanostructured materials is primarily driven by the excess energy 

stored in the grain or interphase boundaries. The boundaries move toward their centres 

of curvature and the rate of movement varies with the amount of curvature. 

Densification during liquid phase sintering of the WC-Co system is largely dependent on 

pore size and distribution. Since pore filling occurs as a result of grain growth, sintering 

time for densification is governed by grain growth kinetics. Densification of WC-Co 

nanopowders takes place at temperatures consistently below those of coarser-grained 

powders by many hundreds of degrees. There are numerous benefits from using lower 

sintering temperatures, including not only material-related benefits, such as the 

elimination of sintering aids but also reduced processing costs. 

Consolidation of nanocrystalline powders into fully dense material must not alter the 

nanostructure in order to retain the unique properties of fine particles. Consolidation of 

WC-Co nanopowders under the applications of temperature and pressure can, generally, 

yield nearly fully dense compacts. However, recrystallisation and grain growth occur 

readily during high temperature consolidation of nanocrystalline powders. The science 

and practice of pressure application, consolidation techniques that can retain the original 

nanostructure are still in the developmental stage. 
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3.5 Characterisation of consolidated WC-Co 

3.5.1 Electron backscatter diffraction (EBSD) 

 

The acquisition of EBSD (or backscatter Kikuchi diffraction) patterns in the scanning 

electron microscope (SEM), is a very powerful method for the microstructural 

characterisation of crystalline materials. Recent developments in instrumentation and 

software now enable grain structures >0.1 µm to be quantitatively characterised by EBSD 

(Humphreys 2004). EBSD is based on the acquisition of diffraction patterns from bulk 

samples in the scanning electron microscope. A further development includes the use of 

EBSD in conjunction with field emission gun scanning electron microscopes (FEGSEM) 

(Humphreys 1999). It is this last factor which has made EBSD viable as a technique for 

characterising sub-micrometre grain structures. Accurate measurement of grain size and 

phase distribution is necessary to assess the physical properties of WC hard metals. 

A phosphor screen is used to intercept the backscattered electrons diffracted from the 

sample and an EBSD pattern, such as the one shown in Fig. 3.8 (a), is formed on the 

phosphor screen. An image of the EBSD pattern is then acquired using a video imaging 

system. The EBSD pattern constitutes a number of Kikuchi bands. Inspection of Fig. 3.9 

(a) reveals that each band comprises of a pair of parallel Kikuchi lines, the formation of 

which is illustrated in Fig. 3.9 (b).  
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Fig. 3.9 (a) an example of an electron backscattered pattern (EBSP); (b) schematic 

showing the formation of Kikuchi lines 

(http://level2.phys.strath.ac.uk/ssd/chartech/ebsd/emrs2000/emrs2000.htm). 

 

Backscattered electrons that satisfy Bragg’s law for a given plane emanate in 

diffraction cones from both the front and back surface of the plane. When these cones 

intersect the phosphor screen, Kikuchi lines are formed. The Kikuchi lines appear as 

almost straight lines because the cones are very shallow as the Bragg angle θD is of the 

order of 1° (λ ≈ 0.008 nm for a 25 keV electron beam). Each Kikuchi band is effectively 

the trace of the plane from which it is formed. The EBSD pattern is therefore a 2-D 

projection of the crystal structure. Each Kikuchi band subtends an angle of 2θD with the 

sample (Troost, Van der Sluis and Gravesteijn 1993). EBSD is carried out on a specimen 

that is tilted between 60° and 70° from the horizontal and provides 3 main types of 

information: 

 

• the absolute 3D orientation of the crystal lattice; 
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• discrimination between phases based on their crystallographic differences (for 

example, austenite (fcc) and ferrite (bcc) in steel; 

• identification of unknown phases when used in conjunction with EDS. 

 

The most common method of obtaining the size of grains and subgrains from an EBSD 

map, Fig. 3.10, is by linear intercept methods. The boundaries in the map are identified 

from the orientations of adjacent data points (pixels) in the map, and may be classified if 

required as ‘high’- or ‘low’-angle boundaries. The intercept spacings are then analysed to 

obtain grain sizes and size distributions in a similar manner to traditional metallographic 

methods (e.g. DeHoff and Rhines 1968; Underwood 1970). Important considerations in 

obtaining accurate data by EBSD include the size of the grain/subgrain relative to the 

spatial resolution of the technique, and the pixel step size (Humphreys 2001). The 

advantages of EBSD over optical microscopy for quantitative metallography include 

improved spatial resolution, more accurate data and more complete microstructural 

characterisation. 
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Fig. 3.10 EBSD orientation map of WC-6wt%Co with WC grains represented by different 

colours and Co represented in white (Farooq and Clement 2004). 
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4. Experimental procedure 

 

4.1 Powder preparation 

 

The chosen compositions and the main characteristics of the starting powders used in 

this study are shown in Tables 4.1 and 4.2, respectively. Only commercially available 

powders have been used for this experimental work. All of the powders were supplied 

by William-Rowland Ltd, Sheffield, UK, apart from the grain growth inhibitor VC, 

which was supplied by New Metals & Chemicals Ltd, Essex, UK. All of the compositions 

were ball-milled in a Zoz Simoloyer CM01 (Zoz GmbH, Germany) horizontal milling 

machine, Fig. 4.1. The powder compositions, together with 5 mm diameter stellite balls, 

were sealed in a 2l capacity, stellite vessel with a ball-to-powder weight ratio of 10:1. 

Vacuum pumping to 10-2 Torr was repeated three times, followed by Ar gas charging. 

The ball-milling profile consisted of variable rotation rates and repetitious circulation 

with a 30 min cyclic operation, detailed in Fig. 4.2. Additional ball-milling times of 60, 

180, and 300 min were achieved by simply repeating the cyclic stage with all profiles 

carried out at room temperature. The cyclic profile was created and controlled by the 

Simoloyer’s control and data acquisition system, Maltoz®, which also monitored process 

parameters such as rotational speed, temperature, torque, and total energy consumption. 

The vessel and rotor bearing were cooled by water circulation throughout the cycle and 

the process temperature was monitored by a thermocouple, which was attached to the 

inner wall of the vessel, Fig. 4.4. 
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Table 4.1 

Compositions of the powders ball-milled on the CM01. 

 Elements (wt%) 
Compositions WC Co VC 
WC/Co 90 10  
WC/Co + VC 89 10 1 

 

 

Table 4.2 

Characteristics of the starting powders. 

 Powder 
 WC  Co VC 

Mean particle size 
(µm) 

3.50 
(FSSS) * 
3.72 
(LD) * 

 1.50 
(FSSS) 

10 
(FSSS) 

     
Chemical 
analysis (ppm) 

 
Chemical 
analysis (wt%) 

 
 

Co < 5    
C     
Fe 13  0.0067 0.05 
Mo 36    
Al    0.004 
Ca    0.006 
Ni < 5  0.056  
O2 160    
* FSSS = Fisher sub-sieve size; LD = Laser diffraction  
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Fig. 4.1 (a) Zoz Simoloyer CM01 horizontal ball mill, shown in the operating position; (b) 

inert gas and vacuum attachments with powder sample collection tube; (c) view inside 

the milling head showing the rotor and milling medium. 
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Fig. 4.2 Ball milling profile, (30 min cyclic sequence shown), including a 20 min mixing 

stage followed by cyclic operation and a 10 min powder discharging stage. 

 

4.1.1 Powder discharging 

 

For cyclic/normal operation, the Simoloyer was operated in the position shown in Fig. 

4.1 (a), with the main valves ‘closed’ and specifically positioned as shown in Fig. 4.1 (b). 

In order to discharge the powders after completion of the test profile, a specially 

designed draingrating valve, Fig. 4.3 (a), allowed powder to pass through the 

screengrating, but prevented any milling balls from passing during discharging. This 

valve also incorporated a second ball valve (without a screengrating), which provided 

further air-lock enhancement as the first ball valve was very close to the screengrating, 

Fig. 4.3 (a). 
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Fig. 4.3 A specially designed draingrating valve showing (a) the valve open and (b) 

closed. 

 

Before commencement of the powder discharging stage, the test profile was paused 

to allow the main valves to be opened before the vessel was rotated anticlockwise from 

the cyclic/normal operating position to the position shown in Fig. 4.4. Opening the 

valves in the cyclic/normal operating position prevented any powder from becoming 

trapped behind the ball valve due to gravitational effects.  

 

 

 

 

 

 

(a) (b) 
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Fig. 4.4 Simoloyer shown in the powder discharging position with all valves open with 

the sample collection tube replaced with a 250 ml collection bottle. 

 

The test profile was recommenced and the powders were discharged under inert gas 

as the total system was still air-locked. After powder discharging, the ball valve shown 

in Fig. 4.1 (b) was closed to allow separation from the system whilst maintaining the 

powders in an inert atmosphere.  

 
 
4.1.2 Preparing the vessel  

 

The ball-milling test matrix is shown in Table 4.3. After completion and discharging of a 

powder composition, for example, WC-10Co, the Simoloyer vessel and ball valves were 
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cleaned to prevent any cross contamination of the powders. The vessel was returned to 

the cyclic/normal operating position and all the attachments were removed. A mixture of 

500 ml sawdust, 100 ml Al2O3, and 2 g zinc stearate was added into the vessel, which was 

then sealed using a blanking cap. This mixture was milled to a fine powder using a 

simple profile of 1000 rpm constant rotor speed for 30 min. The cap was removed and 

replaced with a plastic bottle after which the vessel was then rotated to the discharging 

position. The profile was re-started to allow all the waste powder to be discharged under 

gravitational effects. This procedure was repeated 3 times. 

 

Table 4.3 

Ball milling test matrix for the CM01. 

Composition  Milling time (min)  

 30 60 180 300 

WC-10Co ● ● ● ● 

WC-10Co+1VC  ● ● ● 

WC-10Co (-30°C milling)  ●   

 

 

 Following this procedure, the collection bottle and ball valve assembly was attached 

to the vessel before which, 200 ml of ethanol was added. This was used to remove any 

remaining powder material and to allow fast evaporation. Once again, a constant profile 

was used, starting with 500 rpm for 5 min. The used ethanol was discharged and the 

procedure repeated using 750 rpm and then 1000 rpm for 5 min. At this stage, the colour 
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of the ethanol was checked to determine whether or not any further ethanol cleaning 

was required, as it was almost impossible to get clear alcohol again. Once the colour 

became brighter, or in other words, the content of powder decreased, then ethanol 

cleaning was complete. A visual inspection inside the vessel verified whether or not the 

cleaning operation had been successful, with a metallic gloss inside the vessel providing 

a positive indication. It was important that the vessel was completely dry. To facilitate 

this, small pieces of cotton wool were added into the vessel and the unit was allowed to 

run at 200 rpm for 2 min. Once complete, the unit was emptied and run at 1000 rpm for 

10 min. The DN-16, gas seal flange at the decompression chamber, Fig. 4.4, was removed 

and air dried to complete the cleaning procedure. 

 

4.1.3 Altering the milling temperature 

 

A WC-10Co composition was also milled using a modified 2l vessel coupled to a Thermo 

scientific, Haake phoenix II C40P refrigerated bath. The modified vessel was, in essence, 

exactly the same apart from modified seals, which allowed the unit to operate within a 

range of temperatures, and modified inlet/outlet ports. To reduce thermal losses, the 

flow and return pipework from the bath was insulated using domestic pipe lag and the 

vessel itself was also insulated, Fig. 4.5. Vessel powder charging was carried out using 

the same procedure as outlined in section 4.1. Vessel temperature was monitored by the 

Haake C40P rather than the thermocouple attached to the Simoloyer due to Maltoz® 

software limits. A mixture of 70% ethylene glycol to 30% water was used as the cooling 
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medium. System temperature was allowed to stabilise overnight at -30°C after which an 

identical cyclic operation (Fig. 4.2) was run for 60 min. The powder was discharged 

under inert atmosphere.  

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.5 Setup for low temperature milling showing the Simoloyer vessel connected to a 

Haake C40P refrigerated bath. 

 

 

 

 

 

Vessel and cooling 

pipework insulated to 

minimise thermal 

losses 

Haake C40P circulator 



 102 

4.2 Powder characterisation 

4.2.1 X-ray diffraction (XRD) 

 

The microstructure of the ball-milled powders was characterised by X-ray diffraction 

using a Bruker D8 diffractometer with CuKα radiation. The XRD patterns of the MA 

samples were recorded in the range 2θ = 25-90°, using a step size of Δ2θ = 0.02° and a 

counting time of 10 s per step. The divergence slit angle, the antiscatter slit angle in the 

diffracted beam and the receiving slit width were set to 1/4°, 1/4° and 0.2 mm, 

respectively. Instrumental broadening was characterised by measuring a suitable sample 

that shows a minimal amount of physical line broadening caused by defects and small 

crystallite size, in this case, standard reference material (SRM660) LaB6 from the National 

Institute of Standards and Technology (NIST). The measured intensity data was 

analysed using Bruker Axs TOPAS V4.1 profile and structure analysis software (Bruker 

2008). 

 

4.2.2 Thermal analysis – DSC/TG 

 

Onset temperature of the WC/Co eutectic for the powders milled for 60, 180, and 300 min 

was determined by using a differential scanning calorimeter (DSC 1500) at the 

University of Loughborough. Calibration of the equipment was carried out prior to 

sample testing using an empty alumina crucible. New alumina crucibles were used for 

each sample analysis. A heating/cooling rate of 10°C min-1 was used from 25°C up to a 
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maximum temperature of 1400°C within a flowing N2 atmosphere, which was set at 30 

ml-1. 

Thermogravimetric (TG) analysis was carried out on 2 samples ball milled for 60 

min, including WC-Co samples milled at RT and -30°C using a TGA/DSC 1, Mettler 

Toledo International Inc., Columbus, US. In the TG analysis, the percent weight loss of 

the test sample is recorded whilst the sample is heated at a uniform rate in an 

appropriate environment. The weight loss over specific temperature ranges provides an 

indication of the composition of the sample, including impurities such as oxides, as well 

as indications of thermal stability. For each test, ~ 10-20 mg of powder was used with a 

new alumina crucible. Heating/cooling rate was set at 10°C min-1 from 25°C to 1400°C for 

each test with N2 gas flow set at 30 ml-1. Temperature calibration was performed using 

the precise melting point of a certified reference standard. 

 

4.2.3 Powder morphology and structure 

 

  Powder morphology was examined by using an Evo 50, Carl Zeiss SMT AG, 

Oberkochen, Germany, scanning electron microscope (SEM) operated at 20 kV, with 

powder from each composition tipped onto a sticky carbon pad. As synthesised WC-Co 

composite powder particles were mixed with bakelite and hot mounted, followed by the 

grinding and polishing procedure given in Table 4.7, to allow cross sections of the 

composite particles to be viewed by SEM.  
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4.2.4 Particle size 

 

Particle size was characterised using an LM10, Nanosight Ltd, Wiltshire, UK, which uses 

a laser light source to illuminate nano-scale particles as they move under Brownian 

motion. A finely focussed, 635 nm laser beam is passed through a prism-edged optical 

flat, the refractive index of which is such that the beam refracts at the interface between 

the flat and a liquid layer placed above it. Due to the refraction, the beam compresses to 

a low profile, intense illumination region in which nanoparticles present in the liquid 

film can be easily visualised via a long-working distance, x20 magnification microscope 

objective fitted to a conventional microscope. Mounted on a C mount, a CCD camera, 

operating at 30 frames per second, is used to capture a video field of view approximately 

100 um x 80 um. The nanoparticle tracking analysis (NTA) programme simultaneously 

identifies and tracks the centre of each particle on a frame-by-frame basis throughout the 

length of the video. The average distance each particle moves in x and y in the image is 

automatically calculated. From this value, the particle diffusion coefficient, Dt, can be 

obtained and, knowing the sample temperature T, and solvent viscosity η, the particle 

hydrodynamic diameter d is identified. The 3-dimensional Brownian movement is 

tracked only in 2 dimensions (x and y) and is accommodated by the use of the following 

variation of the Stokes-Einstein equation 4.1: 

 

d

TK
Dt

yx B

πη34

,
2

==






         (4.1) 



 105 

 

where KB is Boltzmann’s constant. Upper size limits are approached when the Brownian 

motion of a particle becomes too limited to track accurately, typically 1-2 µm diameter. 

 Powders from 60 min RT, -30°C, and 300 min milling were analysed by dispersing 

the powders in 500 µl of water before being inserted into the viewing unit. A ‘system 

flush’ was carried out between each analysis. The samples were dispersed in water in 

order to enable a sufficient number of particles to be analysed within an acceptable time 

period (in this case 60 seconds) from which a statistically meaningful and reproducible 

particle size distribution profile could be obtained. A particle size upper limit of 1 µm 

was used for each analysis. 

 

4.2.5 X-ray fluorescence (XRF) 

 

 A quantitative analysis of powder contamination after each stage of ball milling was 

carried out using a Spectro Xepos X-ray spectrometer, Spectro Analytical Instruments 

GmbH & Co. KG, Germany, based on the method of energy-dispersive-X-ray-

fluorescence analysis (ED-XRF). Sample preparation involved binding 8.5 g of powder 

with 1.5 g of wax under compression to produce a cylindrical compact.  
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4.3 Powder compaction 

 

The synthesised powders were cold compacted using a Zwick/Roell 250 kN capacity 

cylinder, Fig. 4.6. Displacement and pressure application of the cylinder was controlled 

by a Dartec 9600 series controller, linked to Zwick/Roell workshop ’96 software 

(Zwick/Roell 1996).The software allowed 4 ramps or stages to be incorporated into the 

test profile, with the cylindrical compaction profile shown in Table 4.4. 

 

 

 

 

 

 

 

 

Fig. 4.6 Zwick/Roell 250 kN capacity hydraulic cylinder. 

 

Two tooling geometries were manufactured from BS4659 BD2 tool steel, consisting of 

a set of 15 mm dia cylindrical punches and die, and a set of rectangular punches and die, 

30 x 17 mm. In order to minimise pressing cracks and ease ejection of the samples from 

the dies, a 1° taper was machined onto both die openings, commencing 10 mm from the 

top die face (Fig. 4.7), which allowed elastic expansion to progressively take place. The 
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dies were also designed as two-piece parts, to allow easy removal for re-machining or 

replacement. A compaction pressure of 250 MPa was used to produce both cylindrical 

and rectangular compacts for post processing. A mixture of zinc stearate and ethanol 

was used as a die wall lubricant and was thinly applied to the die wall with a small 

brush. Compaction experiments using the cylindrical tooling were carried out at a range 

of pressures from 100 MPa to 400 MPa using only WC-Co milled powders. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.7 3-D models of (a) and (b) cylindrical die and (c) rectangular die, showing a two 

part design structure. 

 

The test procedure for producing compacted, cylindrical samples began with 

aligning the top and bottom punches. Once aligned, a thin layer of lubricant was applied 

(a) (b) 

(c) 
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onto the die wall, which was then allowed to dry. A powder mass of 6.4 g was then 

carefully poured into the die, Fig. 4.8. The punches and die were arranged as shown in 

Fig. 4.9, with the die sitting on spacers that positioned the lower punch approximately 

halfway inside the bore. The test procedure then followed the 4 sequential ramps shown 

in Table 4.4. The control mode ‘Bigstroke’ refers to position control of the cylinder and 

‘250 kN’ refers to load control. Ramp 2 signifies the application of a pre-load of 5 kN. 

The load limit shown for ramp 3 signifies a compaction pressure of 250 MPa for the 

geometry of the cylindrical tooling. The final ramp removed pressure from the 

compacted sample at a slow, controlled rate in order to try and minimise any possibility 

of stress-related cracking. After full retraction of the upper punch, the spacers were 

removed and used to aid removal of the sample, as shown in Fig. 4.10, by pushing the 

die off the lower punch. Once the die was removed, the sample was easily extracted, Fig. 

4.11. All the tooling was then cleaned with ethanol and the procedure repeated five 

times to generate sufficient samples for green density measurements (section 4.3.1). 
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Fig. 4.8 Powder mass poured into the lubricated cylindrical die. 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.9 Assembly arrangement of the punches and die showing the starting position of 

the top punch. 
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Table 4.4 

An example of the ramp sequence for controlling the 250 kN Zwick/Roell cylinder to 

produce cylindrical samples. 

 

 Ramp 1 Ramp 2 Ramp 3 Ramp 4 

Control mode Bigstroke 250 kN 250 kN Bigstroke 

Rate 2.0 mm-1 s 0.2 kN-1 s 2.0 kN-1 s 0.1 mm-1 s 

Limit 60.3 mm -5.0 kN -44.0 kN 100.0 mm 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.10 Removal of the die using the top punch and aluminium supports.  



 111 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.11 Compacted sample after retraction of the top punch and die. 

 

Compaction of rectangular samples for transverse rupture strength testing (TRS), 

section 4.5.6, was carried out using the same overall procedure as that used for 

cylindrical compaction. The tooling was aligned and checked for parallelism using feeler 

gauges with the die resting on spacers once again. A powder mass of 19 g was poured 

into the die, which was pre-lubricated with a zinc stearate and ethanol solution, Fig. 4.12. 

The 4 stage ramp sequence is shown in Table 4.5. Pre-load at ramp 2 was increased to -20 

kN (50 MPa compaction pressure) with the final compaction pressure (ramp 3) increased 

to – 100 kN (250 MPa compaction pressure). The spacers were used to push the die off 
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the bottom punch, Fig. 4.13, leaving the sample easily accessible, Fig. 4.14. The tooling 

was cleaned and the procedure repeated three times as the green sample was of 

sufficient size to allow two TRS samples to be cut out. 

 

  

 

 

 

 

 

 

 

 

Fig. 4.12 Assembly arrangement of the punches and die showing the starting position of 

the top punch for rectangular compacts. 
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Table 4.5 

An example of the ramp sequence for controlling the 250 kN Zwick/Roell test cylinder to 

produce rectangular samples. 

 

 Ramp 1 Ramp 2 Ramp 3 Ramp 4 

Control mode Bigstroke 250 kN 250 kN Bigstroke 

Rate 2.0 mm-1 s 0.2 kN-1 s 2.0 kN-1 s 0.1 mm-1 s 

Limit 63.5 mm -20.0 kN -100.0 kN 100.0 mm 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.13 Spacers used to push the die off the bottom punch. 
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Fig. 4.14 Top punch fully retracted leaving easy access to the compacted sample. 

 

4.3.1 Determination of green density 

 

All compacted samples were weighed individually for mass using a precision Ps-200 

balance, Thermo Fisher Scientific Inc., Leicester, UK. Sample dimensions were measured 

using vernier callipers and a micrometer with density, ρ , calculated from: 

 

v
m=ρ          (4.2)  
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where m is sample mass in g, and v is volume in cm3. The percentage of theoretical 

density (TD%) is: 

 

100×
th

s

ρ
ρ

         (4.3) 

 

where sρ is the apparent density (green or sintered), and thρ is the density of the pore 

free material (14.5 g cm-3 for WC-10Co). 

 

4.4 Consolidation 

4.4.1 Pressureless sintering 

 

Cylindrical and rectangular green compacts were pressureless sintered using an EHF 

17/8, elevator hearth furnace, Lenton, Hope Valley, UK. Samples were placed on 

graphite trays, which were kept inside an inverted crucible, Fig. 4.15, during sintering. 

The crucible sat in a groove in the hearth with additional sealing against air ingress 

provided by a layer of silica sand around the base of the crucible. Optimum temperature 

uniformity was obtained by the inclusion of molybdenum disilicide heating elements, 

positioned around the walls of the chamber ensuring uniform heating of the crucible. 

Heat-up rate inside the crucible was checked against furnace temperature by using a 

type B thermocouple fed through the gas pipe. The crucible was evacuated before each 
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sintering run with Ar, which was left flowing at ~ 2l min-1 throughout the run. Heat-up 

and cooling rates were kept constant at 10°C min-1 for all sintering runs. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4.15 Pressureless sintering furnace showing the inverted crucible and inert gas 

attachment. 

 

4.4.2 Sinter-HIP processing 

 

The complete test matrix of both types of samples were also sintered by using an 

industrial based, sinter-HIP (hot isostatic pressure) furnace at Marshalls Hardmetals Ltd, 

Sheffield, UK. As this was a production process, there was no flexibility with the thermal 

Inverted crucible 

Inert gas feed 
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cycle. The cycle itself consisted of 10°C min-1 to 1390°C under vacuum with an 

isothermal hold of 60 min under 0.001 MPa partial pressure Ar followed by 5 min at 40 

MPa pressure. 

 

4.4.3 Spark plasma sintering (SPS) 

 

SPS was carried out in a HPD 25/1 type furnace, manufactured by FCT Systeme, 

Rauenstein, Germany. The equipment was based at the School of Engineering and 

Materials Science, Queen Mary, University of London and is shown in Fig. 4.16. The 

powder mixture was poured into a 20 mm dia graphite die, set-up with graphite paper 

inserts. Each test was carried out in vacuum with temperature controlled by a pyrometer 

(Impac, 400–2300°C) focused at the bottom of a central core hole in the upper punch, 

situated about 2 mm from the top surface of the sample. Thermal carbon felt insulation 

was used around the die to avoid thermal gradients inside the sample during sintering. 

Table 4.6 presents the milled powders and SPS parameters used in this study. SPS 

sample size was based on 20 mm dia x ~ 5 mm for each test. 
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Fig. 4.16 SPS facility (a) used to consolidate the hardmetal powders, with (b) a spark 

plasma reaction shown in the furnace. (Pictures courtesy of the School of Engineering 

and Materials Science, Queen Mary, University of London). 

 

 

 

 

(a) 

(b) 
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Table 4.6 

SPS test parameters and powder samples used in the study. 

Material MA condition Heat up rate 

(°C min -1) 

Temp. 

(°C) 

Axial press. 

(MPa) 

Hold time 

(min) 

Cooling rate 

(°C min -1) 

WC-10Co RT, 300 min 150 1100 50 10 150 

WC-10Co RT, 60 min 150 1100 100 10 150 

WC-10Co -30°C, 60 min 150 1100 100 10 150 

WC-10Co -30°C, 60 min 150 1150 100 5 150 

WC-10Co -30°C, 60 min 300 1200 100 3 100 
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4.5 Determination of mechanical properties 

4.5.1 Density 

 

Density of consolidated, cylindrical samples was determined by Archimedes method 

following ISO 3369:1975. Individual samples were suspended by wire on a Mettler 

H51AR balance and the weight recorded. The sample was then weighed in liquid, in this 

case, distilled water with a couple of drops of wetting agent (washing liquid), and the 

weight recorded. Density, ρ , of the sintered sample was calculated from: 

 

1

2

1 ρρ
m

xm
=         (4.4) 

 

where 1ρ is the density in air of the liquid in g cm-3, m1 is the mass in g of the sintered 

sample in air, and m2 is the mass in g of the liquid displaced by the test piece. 

 

4.5.2 Metallographic preparation 

 

All sintered cylindrical samples were hot mounted in bakelite in order to prepare the 

surfaces for hardness measurements (section 4.5.4) and metallographic examination. 

Four samples at a time were ground and polished on a Pedemax-2, Struers, Solihull, UK, 

using the preparation technique shown in Table 4.7. All the grinding discs, polishing 

cloths, and suspension fluids were supplied by Struers. Stage 8 was included and/or 
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excluded depending on the required metallographic examination with a 1 µm diamond 

finish used for the determination of hardmetal phases and porosity levels and a SiO2 

finish used for image analysis techniques. 

 

Table 4.7 

Metallographic preparation technique.  

 

Stages Time 

(min) 

Force 

(N) 

Disc Medium 

1. Grinding 5 15 120 grit diamond disc Water 

2. Grinding 5 15 220 grit diamond disc Water 

3. Grinding 10 15 600 grit diamond disc Water 

4. Grinding 10 15 1200 grit diamond disc Water 

5. Polishing 10 10 MD Dac 6 µm diamond 

6. Polishing 10 10 MD Dac 3 µm diamond 

7. Polishing 10 10 MD Dac 1 µm diamond 

8. Polishing 30 10 MD Nap SiO2 suspension 
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4.5.3 Determination of hardmetal phases and porosity 

 

The microstructure of selected samples was examined by the gradual development of 

phases by etching, following ISO 4499:1978. For the determination of deleterious type 

phases (η, and free graphite), the samples were etched for 5 s in Murakami’s reagent (100 

ml distilled water, 10 g KOH, 10 g K3Fe(CN)6). To reveal WC grain boundaries, samples 

were further etched in Murakami’s for 3 – 4  min followed by 10 s in 50:50 HCl and H20.  

Presence, type, and distribution of porosity was estimated following ISO 4505:1978 by 

referencing photomicrographs given in the standard as shown in Figs. 4.17 and 4.18. 
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Fig. 4.17 Type A apparent porosity (x200) from ISO 4505:1978. 

 

 

 

 

 

 

 

 

 

 

Fig. 4.18 Type B apparent porosity (x100) from ISO 4505:1978. 
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4.5.4 Determination of magnetic properties 

 

Magnetic measurements are widely used by the hardmetal industry for non-destructive 

quality control. Both coercive force and magnetic moments are measured for this 

purpose. If interpreted corectly, they can be linked to the Co composition and hence, 

overall properties and performance. 

In two-phase WC/Co hardmetals, coercive force is proportional to the interface area 

between the Co binder phase and the WC hard phase. The interface area is related to the 

WC grain size and thus, measurements of coercive force are an indirect method for 

monitoring this parameter. 

Tungsten carbide/cobalt hardmetals generally contain 5-20 wt% Co as a binder 

phase. The Co binder phase contains both tungsten and carbon in solution. The amount 

of tungsten dissolved in the binder phase can be assessed by measurement of the 

magnetic saturation or magnetic moment of the hardmetal because the saturation value 

of Co decreases linearly (Roebuck and Almond 1988; Freytag, Walter and Exner 1978) 

with the addition of tungsten and is not affected by the amount of carbon in solution. 

The term ‘magnetic saturation’ is an abbreviation for the saturation (or maximum) value 

of magnetic induction that can be obtained in a testpiece in a strong magnetic field.  

The measurements were carried out by Marshalls Hardmetals Ltd, Sheffield, UK. The 

coercive force measurements were made on a Forster Instruments Koercimat, model 

1.095. Calibration was carried out using a known WC-6 wt% Co sample of hardmetal 

having a coercive force in the range 141-143 oersteds (11.22-11.38 kA m-1, SI unit). The 
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magnetic saturation measurements were made on a Setaram Sigmameter, model D6025, 

again using a known 6 wt% Co hardmetal sample for calibration of size 16 mm diameter 

x 25 mm long, which gave a value of 157-158 gauss cm3 gram-1 (15.7-15.8 µT m3 kg-1, SI 

unit). In both cases, the measurements of magnetic properties of the materials used in 

this study were obtained purely to identify any variations as opposed to obtaining 

absolute values. 

 

4.5.5 Hardness measurement 

 

The polished sintered cylindrical samples were Vickers hardness tested following ISO 

3878:1983 using a force of 294.2N (HV30) with five hardness determinations for each 

sample, with the mean values used in eq. 4.4. In order to ensure a completely flat surface 

so that the indentation is of regular geometry, all the sintered samples were ground and 

polished using the preparation technique given in Table 4.7. Flatness was confirmed 

after the indentation was made by measuring the diagonals of the Vickers indentation in 

orthogonal directions. If the diagonals differed by more than 1% then the surface was not 

flat and the test was declared invalid.  

The diagonals of the diamond indenter were measured, as shown in Fig. 4.19, using 

an optical microscope Polyvar Met, Reichert-Jung, Germany at a magnification of 500 x 

with Vickers hardness (HV30) calculated from (Roebuck et al. 1998): 
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where P is applied load (kgf), and d1 and d2 are the indentation diagonals (mm). 

 

4.5.6 Palmqvist toughness 

 

The Palmqvist toughness method is widely used for measuring the fracture toughness of 

hardmetals. There is no standard available for this test method. For the purpose of the 

toughness method used in this study, the good practice guide for measuring Palmqvist 

toughness in hardmetals, (Roebuck et al. 1998), was followed as it represents a technical 

precursor to a common standard. In this method, Palmqvist fracture toughness, Wk, is 

obtained by measuring the total length of cracks emanating from the four corners of a 

Vickers hardness indentation. 

Palmqvist fracture toughness was determined at room temperature using the direct 

crack measurement method with cracks generated by the Vickers indenter from a single 

load of 294.2 N (30 kgf). An important prerequisite for reproducible crack length 

measurement in Palmqvist testing is the removal of the stressed surfaces, which form 

after grinding of the specimens. Following the work of Exner [4], Viswanadham [5], and 

Shetty et al. [6] this can be done by progressive polishing of the sample. After face 

grinding, the specimens were polished with successively finer polishes using the 

schedule shown in Table 4.7 and tested after each polishing stage until the crack lengths 

became constant. 
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Each Vickers indentation presented two pairs of radial cracks emerging from each 

corner with crack lengths measured from five indentations for each sample. Crack length 

was measured from the corner of the indentation to the crack tip using a Polyvar Met 

microscope, Reichert-Jung, Germany, a stage graticule and image analysis software. 

Crack lengths were measured at x500 magnification. The summation of crack lengths 

gave a total crack length, T. If more than one crack was observed emanating from the 

indentation tip then the indentation was ignored. If the total crack length was less than 

40 µm then the test was considered invalid. For a 60 kgf load, this corresponds to a 

toughness value, WG, of 7360 N m-1 (or 25 MN m-3/2 for Wk) for a material with a hardness 

of 1100 HV60 (Roebuck et al. 1998). This type of material is likely to have a coarse 

structure and the individual crack lengths at each indentation corner will be no more 

than one or two grains long. This is too short to be confident that the crack is sampling a 

representative volume of hardmetal. Wk was obtained using the formula (Shetty et al.): 

 

Gk WHVAW =  (MN m-3/2)      (4.6)  

 

For the toughness to be expressed in MN m-3/2 the value of A is 0.0028 (Shetty), HV is the 

hardness in N mm-2, WG (N mm-1) is given by P/T where P is the indentation load in N, in 

this case 294.2 N, T is the total crack length (mm). The schematic diagram, Fig. 4.19, 

shows the method used to measure crack length and toughness, Wk. 
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Fig. 4.19 Schematic diagram and definitions for Palmqvist test method. 

 

4.5.7 Transverse rupture strength (TRS) 

 

Sintered rectangular samples were prepared according to ISO 3327:1982. To bring the 

samples into line with the required dimensions and surface preparation characteristics of 

the standard, they were firstly cut in half along their length using a Struers Accutom 50 

cut-off machine. The samples and cutting disc were flooded with coolant during cutting 

to minimise any localised heat build up. In order to grind all four faces parallel to the 

length within set tolerances, the samples were adhered to a flat disc from a Struers 

Pedemax-2 using a wax adhesive, which was melted onto the disc to secure the TRS 

samples, Fig. 4.20. Each parallel face was ground and polished up to stage 5 of the 

metallographic preparation technique shown in Table 4.7. The four long edges of each 

sample were chamfered to 0.15 to 0.20 mm using a specially designed jig, Fig. 4.21 that 

Total crack length, T = l1 + l2 + l3 + l4 

WG = P/(l1 + l2 + l3 + l4) 

l4 

l3 

l2 

l1 

d2 

d1 
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positioned the sample at 45°. The chamfers were applied by holding the jig against a 220 

grit diamond disc with copious quantities of water, with chamfer size and angle checked 

on a shadowgraph. The purpose of applying chamfers is to reduce stress concentrations 

caused by damage along the edges of the rectangular section test-pieces.   

 

 

 

 

 

 

 

 

Fig. 4.20 Sintered TRS samples secured onto a grinding/polishing disc. 

 

 

 

 

 

 

 

 

 

Fig. 4.21 A simple vee-block jig for gripping Type B, TRS test pieces for chamfering. 

TRS test-piece held at 45° 
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None of the standards attempts to give more than a schematic of the design of a test-

jig because different test machines may require different types of fixtures. A number of 

the main features of the TRS test-jig, Fig. 4.22, were designed with reference to “The 

measurement good practice guide for flexural strength testing of ceramics and 

hardmetals” (Morrell 1997). The test-jig was designed for type B test pieces (ISO 

3327:1982) with a span between the hardmetal support cylinders of 14.5 ± 0.5 mm. A key 

requirement of the design was to minimise frictional effects by allowing the support and 

loading rollers freedom to rotate. The designed incorporated ‘loose’ cylinders as they 

have the advantage that they are easy to remove and inspect for damage, and 

economical to replace if necessary. The disadvantage is that they normally have to be 

gently restrained into known start positions in the test-jig in order to define the spans 

and the symmetry of the loading roller to the support roller. The method of restraint 

chosen for the test-jig involved a slight angle of the support plate, Fig. 4.22 (b), such that 

they rolled to ‘stops’ at the correct positions. To ensure a uniform distribution of load 

across the test piece face and to prevent any twisting, a degree of articulation (± 1°) was 

used in the design of the loading unit relative to the support unit, Fig. 4.23. For well-

machined test-pieces and test-jigs, articulation is needed only for the loading unit 

relative to the support unit (Morrell 1997). The test-jig design allowed the loading roller 

to be centrally positioned between the support rollers. 
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Fig. 4.22 (a) TRS (3-point bending) test-jig using rolling rollers and articulation of the 

loading roller. Test-jig (b) also shows the rollers held in their start positions using a slight 

slope on the support surface and the sample reference position, with (c) the TRS test-

piece under load. 
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The test itself was carried out by using a calibrated Zwick/Roell 100 kN static test 

machine with the test-jig arranged as shown in Fig. 4.24. The test routine involved the 

application of a small pre-load 0.2 kN followed by an increasing rate of 0.25 kN s-1 to 

failure. TRS, Rbm, is expressed in N mm-2 and is given by the formula (ISO 3327:1982): 

 

22

3

xbxh

xkxFxl
Rbm =          (4.7) 

where k is the chamfer correction factor, F is the force required to fracture the test piece 

in N, l is the distance between the supports in mm, b is width of the test piece in mm, 

and h is the height of the test piece in mm. 

 

 

 

 

 

 

 

 

 

 

Fig. 4.23 3D model of the loading unit showing the profiled design used to achieve 

articulation.  

Profiled surface to 

achieve articulation 
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Fig. 4.24 Test setup of the TRS rig on a Zwick/Roell 100 kN static test machine. 

 

4.6 Image analysis techniques 

4.6.1 Electron backscatter diffraction (EBSD) 

 

The samples shown in Table 4.8 were characterised by EBSD at the National physical 

laboratory (NPL) using a Zeiss Supra 40 FEGSEM using an HKL (Oxford Instruments) 

Nordlys II detector and Channel 5 software. EBSD conditions were optimized for each 

sample, but typically, examination was at 20 kV with a 2 nA probe current and a step 

size of 0.05 µm with a 60 µm aperture. 
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The sample polishing used conventional mechanical metallographic techniques, 

finishing with colloidal silica polish for 30 min, removing approximately 200 µm in total. 

This technique can give an adequate finish to the samples for EBSD analysis of the WC 

phase but it is difficult to remove polishing damage from the softer Co binder, so 

identification of crystallographic orientation from this phase is often not possible, or only 

to a limited extent and as such, was not measured in this study. High resolution maps 

and grain size distribution data were obtained for each sample. 

 

Table 4.8 

Samples characterised by EBSD. 

Composition 

(wt%) 

Milling time  

(min) 

Compaction pressure 

(MPa) 

Sintering technique 

WC-10Co 180 250 Sinter-hip 

WC-10Co 300 250 Sinter-hip 

WC-10Co-1VC 300 250 Sinter-hip 

 

 

4.6.2 Line intercept method 

 

The most direct way to measure the WC grain size is to polish and etch a cross-

section of the microstructure and then use quantitative metallographic techniques to 

obtain a mean value for the grain size either by point or area counting, by linear 
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intercept techniques (Heyn method) or by measurement of the number of grains per unit 

area (Jeffries method). In this study, the grain size and size distributions of the WC-10Co 

hardmetals were measured manually using the Heyn method. 

SEM micrographs of sintered, cylindrical polished samples were taken using a Zeiss 

Evo 50 operated at 20 kV. These micrographs were used to quantify the mean WC grain 

size for each composition and sintering process by using Image pro plus software V4.5 

(MediaCybernetics 2006). Three concentric circles were overlaid against the micrograph 

being analysed. Lines were drawn where the grain network crossed the circles. The 

circles were then automatically disconnected at the specified intersections followed by 

ASTM E 112 grain size measurements. 

The analysis routine used to determine mean WC grain size consisted of the 

following software sequence: 

 

1. calibration – using the SEM micron marker stored on the image (which is checked 

during each routine SEM service by Zeiss UK); 

2. remove background; 

3. edge detection; 

4. prune edges – superfluous edges removed; 

5. connect edges – detected edges connected to form a continuous network; 

6. apply pattern – 3 concentric circles. 
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5. Results and discussion 

 

5.1 Influence of ball milling time and cyclic operation 

5.1.1 WC grain size and strain 

 

The X-ray diffractogram of the unmilled WC-10wt%Co powder is shown in Fig. 5.1. 

Reflections of the Co phase indicated the presence of fcc-Co, which partially changed to 

hcp-Co after 60 min of milling due to a mechanically induced transformation. This 

phenomenon has also been reported in other ball-milling studies and was directly linked 

to ball-milling intensity (Zhang, Wang and Zhu 2003; Huang, Wu and Ye 1995). The fcc-

Co phase is a high temperature phase and is metastable at room temperature, which 

suggests that 60 min MA induced a partial fcc→hcp transformation at room 

temperature. The diffractograms of the powders milled for 60 and 300 min at RT are 

shown in Fig. 5.2 with Fig. 5.2 (a, c) showing the observed data and modelled data from 

the TOPAS-Academic software, assuming there was no size to strain broadening of the 

WC peaks. The WC peaks were then allowed to broaden due to size and strain, shown in 

Fig. 5.2 (b, d). An accurate description of the profile shapes in a powder diffractogram is 

critical to the success of any profile fitting application. Profile shapes are the convolution 

product of instrument and sample contributions to the diffraction process.  
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Fig. 5.1 X-ray diffractograms of the (a) unmilled WC-10Co starting powder and (b) after 

60 min milling. 
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Fig. 5.2 X-ray diffractograms of WC-10Co powder after (a, b) 60 min milling and (c, d) 

300 min. The diffractograms shown in (a, c) exhibit the observed data and modelled 

data, assuming there was no size to strain broadening of the WC peaks, whilst (b, d) 

show the broadened WC peaks due to size and strain. 

 

TOPAS uses a direct convolution approach whereby profiles are generated by 

convolution. Various functions are convoluted to form the observed profile shape. For a 

convolution of n functions, this process is written as: 

 

)2()2()2()2()2( 21 θθθθθ ni FFFFWY ⊗⊗⊗⊗⊗= K     (5.1) 

 

where )2( θY is the observed line profile shape, W is the source emission profile, and 

⊗ denotes the convolution process. In powder diffractometry, the functions )2( θiF  can 
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be interpreted as both the aberration functions of the diffractometer (Wilson 1963) as 

well as the various specimen contributions. 

In the literature, convolution based profile fitting is typically associated with 

microstructure analysis where the specimen contribution is separated from the 

instrument contribution (Howard and Preston, 1989; Snyder, 1993). It can, however, also 

be used in an empirical manner to provide a greater variety of profile shapes resulting in 

better fits. The two general areas of application for convolution based profile fitting are: 

 

1. The purely empirical parameterisation of line profile shapes by convolution of 

appropriate functions )2( θiF  according to eq. (5.1); a schematic of which is 

shown in Fig. 5.3; 

2. The explicit discrimination of instrument and specimen contributions (Jones, 

1938):  

 

SGWY ⊗⊗=)2( θ          (5.2) 

 

where G and S are instrument and sample contributions respectively, which are 

modelled separately using appropriate )2( θiF functions according to eq. 5.1. In general, 

instrumental setup )( GW ⊗ is seen as an entity called the instrument function I(2θ), 

which can either be measured (conventional approach) or calculated. In the conventional 

convolution approach, an instrument function is determined experimentally from a 

standard material, in this case LaB6 (Fig. 5.4), which ideally should (but does not) meet 
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the following requirements; (i) large crystallite size to minimise size broadening; (ii) 

small crystallite size to give sufficient particle statistics; (iii) no strain and (iv) possess the 

same linear absorption coefficient as the specimen. The instrument function is then 

convoluted with specimen related functions to represent the "real" specimen properties. 

Obviously, the requirement to have both large and small crystallites simultaneously is a 

contradiction and limits the accuracy of microstructure analysis at small levels of 

specimen broadening.  

  

 

 

 

 

 

 

 

 

Fig. 5.3 Schematic representation of the convolution approach as given in eq. 5.2. The 

final profile Y(2θ) is described by the selection of appropriate functions )2( θiF and 

convoluting them on top of the emission profile W. Note the capabilities of this approach 

to add functions before convoluting them as shown for the sum of two hat functions as 

well as to convolute split-type functions (Coelho 2007). 
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The broadening of diffraction lines occurs for two principal reasons; instrumental 

effects and physical origins. The latter can be divided into diffraction-order-independent 

(size) and diffraction-order dependent (strain) broadening in reciprocal space. 

Instrumental peak broadening was determined by measuring LaB6, which showed a 

minimal amount of physical line broadening caused by defects and small grain size. A 

model of lognormal size distribution of spherical grains was used to account for line 

broadening. The lognormal size distribution function can be represented as (Popa and 

Balzar 2002): 

 

( )[ ] { [ ( ) ( )[ ] }ccRRxcRRf ++−+=
−−−− 1ln2/]1lnexp1ln2)( 2

1
1

22
11 π    (5.3) 

 

−
R is the average radius of the grains and the dimensionless ratio c is defined as: 

 

−

= 22 / Rc Rσ           (5.4) 

 

where 2
Rσ is the distribution dispersion. From the distribution parameters 

−
R and c, 

volume weighted average apparent domain size is: 

 

( ) 2/13 3cRDv +=
−

         (5.5) 
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The double-Voigt approach (Balzar 1999) was used to calculate volume weighted mean 

crystallite sizes based on integral breadth of WC peaks and a mean strain value (ε0), 

based on individual crystallite size and strain contributions to line profile shapes versus 

2θ in terms of Lorentzian and Gaussian type line broadening. 

 

 

 

 

 

 

Fig. 5.4 X-ray diffractogram of the LaB6 standard reference material. 
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symmetry group 26mP ). The diffraction peaks of WC, shown in Fig. 5.5, markedly 

broaden and decrease in intensity with increasing milling time. After 60 min milling, 

peak shift was observed towards lower Bragg angles, as shown in Fig. 5.5, with lattice 

parameters increasing, Table 5.1. The small angular shift is usually attributed to first 

order internal stresses induced by milling. These stresses act at the macroscopic level by 

modifying the lattice parameter and consequently produce an angular shift of the XRD 
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the WC lattice. This shift is well defined for 60 min milling and increases with milling 

time. 

In this study, WC domain size was reduced to 21 nm after 60 min ball-milling and 

compares favourably with other studies of ball-milled WC-Co, especially when 

compared against studies incorporating planetary ball-milling, which took more than 10 

h to achieve an equivalent WC size (Xueming and Gang 1996; El-Eskandarany et al. 2000; 

Zhang, Wang and Zhu 2003). In a similar study using a horizontal ball-mill with 

hardmetal milling media (Sun, Zhang and Shen 2003), WC domain size was reduced to ~ 

20 nm after 60 min of cyclic milling, which is very similar to results obtained in this 

study using stainless steel/stellite milling media. This suggests that milling intensity is 

not heavily influenced by the milling media material. The favourable milling time to WC 

domain size reduction also suggests that horizontal, cyclic milling can effectively 

generate higher kinetic energy, and therefore, a higher impact velocity, which in turn 

leads to a lower, overall processing time. It also suggests that variable rotation rates and 

repetitious circulation can enhance the milling efficiency, (Table 5.2), as the variation in 

processing can periodically break-up the balance of impact and welding forces. Much 

longer times are required to generate equivalently-sized nanocomposite WC-Co or WC 

powders using conventional milling techniques.  
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Fig. 5.5 X-ray diffractograms of WC-10Co powder after (a) 0, 30, 60, and 180 min milling. 

An expanded section of the diffractogram is displayed in (b), which shows WC (1 0 0) 

peak shift. 
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Table 5.1 

Peak shift and lattice parameter determined from the (1 0 0) reflection. 

Milling time 

(min) 

2θ peak shift 

(deg.) 

Lattice parameter 

(Å) 

0 35.66 2.5219 

30 0 0 

60 -0.02 +0.0014 

180 -0.08 +0.0055 
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Table 5.2 

WC domain size and strain with milling time. 

Composition Milling technique Milling time 

(min) 

Dv 

(nm) 

ε0  

(x10-4) 

Ref. 

WC-10Co 
Simoloyer 

(St. steel milling medium) 
60 21 6 

This work 

WC-10Co 
Simoloyer 

(St. steel milling medium) 
300 27 4 

This work 

WC-10Co-0.8VC-0.2Cr3C2 
Simoloyer 

(WC-Co milling medium) 
32 25 - 

(Sun et al. 2003) 

WC-Co Spex 8000 2400 10 - (Changhui 1999) 

WC-Co 
Planetary 

(WC-Co milling medium) 
600 11 - 

(Zhang et al. 2003) 

Dv: average volume weighted domain size; ε0: mean square strain 
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MA processes reach a steady state after a certain milling time, (Chapter 2), when the 

welding and fracture mechanisms come into balance, and the size of the particles 

becomes constant within a narrow range (Benjamin 1976). As with the case of all 

horizontal milling systems, the effect of gravity on the milling media has to be overcome. 

In this case, the design of the rotor allows it to be run at 2 to 3 times higher rotational 

speeds than conventional vertical attritors (Zoz 1995; Zoz and Ernst 1997; Davis, 

McDermott and Koch 1988), thereby generating a higher kinetic energy impact. In 

addition, cyclic operation can have a tremendous influence on particle size reduction, 

grain refinement, as well as grain-growth behaviour after heat treatment compared to 

the refinement effects from constant operation (Kim et al. 2000). This is due to the fact 

that the periodical changes of the milling velocity in cyclic operation break the balance of 

deformation, fracture and welding in the process and maximise the effect of fracture. 

Mean square strain reached a maximum of 0.06% after 60 min of milling and showed no 

further increase with continued milling. The maximum strain is lower than that reported 

in a similar study of WC-10Co (Zhang, Wang and Zhu 2003) where a mean strain of 

1.44% was determined, which may have been due to the higher ball-to-powder weight 

ratio. A higher ball-to-powder weight ratio would increase the kinetic energy of the balls 

per unit mass of powder but this, in turn, would affect contamination levels from the 

milling media. In the present study, mean square strain showed a slight decrease with 

milling time, which may be due to dynamic recovery during extended milling (Kim et al. 

2000) caused by thermal processes. Koch (1997) indicated that the total strain rather the 

milling energy is responsible for determining the nanocrystalline grain size. However, in 
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this study, it appears that the opposite is more applicable from the mean square strain 

measurements (Table 5.2). During MA processing, a maximum reduction in domain size 

at a certain strain level is thought to be the result of a change in the deformation from 

plastic deformation, via the generation and movement of dislocations, to grain boundary 

sliding (Hellstern, Fecht and Johnson 1989). Therefore, this may be the predominant 

deformation mechanism taking place with extended milling time (> 180 min), which 

would prevent the microstructure from being further refined. 

 

5.1.2 Particle morphology and size 

 

The SEM micrographs of the starting powders are shown in Fig. 5.6. The WC particles 

exhibit a rounded, slightly elongated morphology with some agglomeration, whereas 

the Co particles show a spherical morphology with a narrow particle size distribution. 

Vanadium carbide (VC) particle size is ~ 10 µm, with the particles showing an irregular, 

agglomerated structure.  

The morphology and size of the MA WC-10Co powders after ball milling for 30, 60, 

180 and 300 min are shown in Fig. 5.7. During the MA process, the powders are 

subjected to high-energy collision, which causes plastic deformation, cold welding and 

fracture of the powders. Plastic deformation and cold welding are predominant during 

the initial stage of ball milling, in which deformation leads to a change in particle shape, 

and cold welding leads to an increase in particle size and the formation of layered 

structures with an average size of ~ 10 µm, Fig. 5.7 (a, b). After 30 min milling, the 
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spherical Co powder had become flattened due to the impact forces exerted on the 

powder by the milling medium. At this stage of milling, the hard WC particles are 

randomly embedded into the deformed, soft Co matrix to form coarse composite WC-Co 

powders, Fig. 5.8 (a). In contrast to the Co particles, the WC particles decreased in size to 

form finer particles of ~ 1 µm or less. Even at this stage, the hard embedded WC particles 

had, essentially, lost their starting morphology, indicating intensive deformation 

occurred in a short milling period. The predominant mechanism in this stage is plastic 

deformation and cold welding. Plastic deformation of WC particles occurs through 

multiplication and slippage of dislocations, whilst the accumulation of dislocations and 

their subsequent readjustment is accompanied by disoriented regions within the particle 

structure (Paul et al. 1994). With further milling, the ability of the particle to accept 

further plastic deformation is diminished; therefore, fracturing becomes a significant 

process, which leads to a decrease in particle size, Fig. 5.7 (c, d). 

During this stage, the agglomerated particles were subjected to continuous 

fragmentation to form finer particles with a narrower particle size distribution. As 

welding is the predominant mechanism in this stage, particle morphology is altered by 

flattened particle pile-up. Welding and fracture mechanisms then reach equilibrium, 

promoting the formation of composite particles with randomly orientated interfacial 

boundaries (Fogagnolo et al. 2003). 
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Fig. 5.6 SEM micrographs of (a) WC, (b) Co and (c) VC starting powders. 

(a) (b) 
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The latter stages of the milling process involve particle fracture, and results in further 

deformation and/or fragmentation of the particles. Towards the end of this stage (180 

min), the hard WC particles become finer and are more uniformly distributed in the Co 

matrix, Fig. 5.8 (c). At this stage, particle agglomeration was still evident. The flake-like 

morphology and particle size distribution is consistent with previous studies of WC-Co 

ball milling (El-Eskandarany et al. 2000). 

For brittle materials such as WC, particle fracture can be described by the Griffith 

theory. According to the theory, the stress, σF, where crack propagation reaches 

catastrophic failure (fracture) in the particle, can be approximated by: 

 

c

E
F

γσ ≈           (5.6) 

 

where c is the crack length, E is the modulus of elasticity, and γ is the surface energy to 

create new fracture surfaces of the milled substance. When stress at the crack tip equals 

the strength of cohesion between atoms, the crack becomes unstable and propagates, 

leading to fracture (Kuhn 1984). With decreasing fragment size, particle agglomeration 

increases thereby increasing the resistance to fracture. Particle fineness approaches a 

‘limit’ as milling continues and maximum energy is expended (Kim et al. 2000). 

Increasing resistance to fracture and increasing cohesion between particles, with 

decreasing particle size causing agglomeration, are just two of the major factors 

contributing to the ‘limit’ (Harris 1968). With the formation of more free surfaces and 
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grain boundaries, surface diffusion, which is driven by the reduction in surface area and 

the radius of the crack tip, dominates during MA. After 300 min ball milling, a number 

of the WC-Co composite particles showed a slightly rounded morphology with fewer 

fine fragments agglomerated on the particle surfaces, Fig. 5.7 (d). A homogeneous 

distribution of fine WC grains in the Co matrix was formed after 60 min of milling, Fig. 

5.8 (b). 
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Fig. 5.7 SEM micrographs of the WC-10Co powders after (a) 30 min, (b) 60 min, (c) 180 min and (d) 300 min milling.
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Fig. 5.8 SEM micrographs of a polished x-section through WC-Co composite particles 

after (a) 30 min, (b) 60 min, and (c) 180 min of ball milling.   
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 Particle size measurements of WC-10Co powders after 60 and 300 min ball 

milling are shown in Fig. 5.9. The measurements were obtained by NanoSight’s 

nanoparticle tracking analysis (NTA) software, which automatically tracked and sized 

the particles on an individual basis as they moved under Brownian motion using a laser 

light source. It should be noted that a particle detection threshold was set for the 

measurements to exclude particles > 1 µm. In order to quantify particle size distribution, 

the milled powder agglomerates (Fig. 5.7) were dispersed in water to break the particle-

particle interactive forces. In as much as agglomerates are porous, capillary pressure-

driven infiltration occurs upon contact with a processing fluid (Boyle, Manas-Zloczower 

and Feke 2005). Results, within the measured range, showed a mean particle size of 0.117 

µm after 300 min ball milling compared with 0.148 µm after 60 min. The number of 

superfine (<0.5 µm) particles increased considerably and the size distribution shows 

more nanosize (<0.2 µm) particles were generated with increasing milling time. 

However, the particle size measurements appear to contradict the SEM results, Fig. 5.7, 

with the micrographs suggesting considerably coarser mean particle sizes for both 

milling times. A representative sample was taken from both powders for particle size 

analysis and although the powders were well dispersed in water prior to the analysis, 

some ‘settling’ of the larger and, therefore, heavier particles may have occurred, which 

would have prevented them being injected into the viewing unit. On the other hand, the 

dispersion process may have disrupted the inter-particle attractive forces for some of the 

particles leaving any larger agglomerates to be excluded by the upper analysis limit. The 
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analysis may well have measured non-agglomerated fine particles/fragments 

representative of both milling times.  

Particle size measurements suggested that the milling ‘limit’ was reached under 300 

min, as a five-fold increase in ball milling time shifted the mean particle size by just 0.03 

µm. This small reduction in the mean particle size with milling time suggests strong 

interparticle bonding in the agglomerates, i.e. hard agglomerates. WC domain size also 

increased upon extended milling time (Table 5.2), which suggests that the local collision 

temperature between milling balls may have increased to such an extent as to promote 

recovery processes of the sub-grain structure generated during MA. Ball temperatures 

increase with increasing milling power and can reach several hundred degrees (Kwon, 

Gerasimov and Yoon 2002; Schwarz and Koch 1986; Bhattacharya and Arzt 1993), 

although this would surely be dependent on the characteristics of the material being 

milled and the energy generated by the milling system. 
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Fig. 5.9 Particle size measurements for WC-10Co powders ball milled for 60 and 300 min. 

 

5.1.3 Effect of milling time on WC-Co eutectic temperature 
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the remainder is stored in the particles, thereby raising internal energy (Bever, Holt and 

Titchener 1973). This energy is released during heating to elevated temperatures due to 

grain boundary recovery and relaxation processes along with grain growth. In general, 

the stored enthalpy can reach values up to several kJ/mole (Moelle et al. 1996) and 

corresponds to a major fraction of the enthalpy of fusion ∆Hf. Thermodynamically, these 

materials are far from equilibrium. As a result, during heating to elevated temperatures 

the relaxation and growth processes provide a driving force towards equilibrium leading 

to a concurrent increase in grain size. The DSC scans show a change in stored energy of 

the powders with increasing ball milling time. A substantial amount of enthalpy can be 

stored in nanocrystalline materials due to their large grain boundary area 

(Suryanarayana 2001). MA introduces high energy into the material being processed and 

this energy can be stored in the material as atomic disorder and/or grain boundaries. 

Upon heating to elevated temperatures, the stored energy can normally revert to a lower 

energy state by structural evolution during recovery (Humphreys and Hatherly 1996). 

The largest release of energy is shown by the powder milled for 180 min. After further 

milling (300 min), the energy release decreased to a level below that of the powder 

milled for 60 min, which, along with the WC domain size results (Table 5.2), would 

suggest that MA steady-state equilibrium, i.e. when a balance is achieved between the 

rate of welding and the rate of fracturing, was reached between 60 and 180 min. 
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Fig. 5.10 DSC heating scan of the WC-10Co powders after ball milling for 60, 180, and 

300 min with the onset and completion of melting shown for each powder. 

 

The DSC scans show that the onset temperature of the WC-Co eutectic was reduced 

with increasing milling time with an onset temperature of 1344°C, 1331°C, and 1312°C 

recorded after 60, 180, and 300 min milling, respectively, which fits within the solidus-

liquidus lines calculated for the WC-10Co phase diagram, Fig. 3.2. The phenomenon of 

melting point depression of nanoscale metal particles has been studied since the 1960s, 

when it was noticed that extremely thin evaporated particles of metal have a lower 

melting point than the bulk material (Wronski 1967). As the dimensions of a material 

decrease towards the atomic scale, the melting temperature scales with the material 
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dimensions. The decrease in melting temperature can be on the order of tens to 

hundreds of degrees for metals with nanometre dimensions (Sun and Simon 2007; 

Lopeandia and Rodriguez-Viejo 2007). Changes in melting point occur because 

nanoscale materials have a much larger surface to volume ratio than bulk materials, 

drastically altering their thermodynamic and thermal properties. The increased surface 

to volume ratio means surface atoms have a much greater effect on chemical and 

physical properties of a nanoparticle. Surface atoms bind in the solid phase with less 

cohesive energy because they have fewer neighbouring atoms in close proximity 

compared to atoms in the bulk material. Each bond an atom shares with a neighbouring 

atom provides cohesive energy, so atoms with fewer bonds and neighboring atoms have 

lower cohesive energy. The cohesive energy of an atom is directly related to the thermal 

energy required to free the atom from the solid. 

 

5.1.4 Effect of milling time on impurities 

 

The disadvantage of using ball-milling for producing nanostructured powders is the 

contamination of products by the milling media (balls and vessel) and atmosphere. The 

small size of the powder particles, their large surface area, and the formation of fresh, 

new surfaces during milling, all contribute to the contamination of the powder. 

These impurities can be classified into substitutional, for example iron, chromium, 

and nickel from the milling media, and interstitial impurities such as nitrogen, oxygen, 

and carbon from either the atmosphere and/or the process control agent (PCA). In this 
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study, the possibility of introducing any interstitial impurities was reduced by milling in 

a controlled atmosphere using high purity Ar and without a PCA. The substitutional 

impurities can either dilate or contract the lattice depending on the relative atomic sizes 

of these elements with respect to the solvent atoms. The magnitude of contamination 

appears to depend on the time of milling; the milling intensity; milling atmosphere; and 

the difference in strength/hardness of the powder and the milling medium. Typically, 

between 1-4wt% Fe and 1 wt% Cr have been found to be present in powders milled with 

steel media (Suryanarayana 2001), whereas < 0.03wt% Fe was found for cemented 

carbide media after 120 min milling (Sun, Shen and Zhang 2003). XRF analysis of the as 

milled powders, Fig. 5.11, shows small amounts of trace elements from the milling 

media and increasing Fe content with milling time. The other elements do not show this 

trend. The chemical composition of the balls, vessel, and rotor tip is shown in Table 5.3. 

The reason for a high amount of Fe contamination during milling is due to the difference 

in hardness between the milling media (balls and vessel), and the WC powders as the 

milling media are made from softer and less wear resistant materials. It is interesting to 

note that the level of Cr does not increase with milling time given that, typically, stellite 

6 contains 29 wt% Cr, which suggests that the harder rotor tip has experienced less wear 

during milling. 
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Fig. 5.11 XRF analysis of the ball milled powders. 
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Table 5.3 

Chemical composition of the milling media and milled powders 

Chemical analysis 

(wt%) 

Balls 

(100Cr6) 

Rotor tip 

(Stellite 6) 

Vessel 

(st. steel AISI 304) 

Ball milling time (min) 

30                     60                      180                     300 

Cr 1.4 – 1.65 29 18 – 20 0.15 0.078 0.09 0.10 

Mo Nil 0.1 Nil 0.03 0.04 0.03 0.01 

Fe Rest 2.5 Rest 0.25 1.18 1.58 2.82 

Ni Nil 0.3 8 – 10.5 0.22 0.24 0.23 0.22 

Si 0.15 – 0.35 0.8 1 0.06 0.06 0.07 0.08 

Mn 0.25 – 0.45 0.5 2 0.01 0.03 0.04 0.04 

Nb Nil 6 Nil - - - - 

P 0.03 Nil 0.045 0.04 0.02 0.04 0.03 

Co Nil Rest Nil - - - - 
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5.1.5 Effect of milling time on green density 

 

Dense, uniform particle packing in a green powder compact is a prime criterion in 

achieving a high sintered density body with a uniform microstructure. Initial 

homogeneity of the green compact strongly affects the final homogeneity and integrity 

of the sintered microstructure. In powder processing, one important consideration is to 

eliminate agglomerates which are formed as clusters of primary particles bonded 

strongly (hard agglomerates) or weakly (soft agglomerates) with an interconnective pore 

network. The presence of agglomerates in powders can reduce particle packing 

efficiency and suppress sintering activity, which deteriorates sintered properties due to 

the loss of microstructural homogeneity/integrity and the formation of crack-like voids 

(Roosen and Bowen 1988; Lange 1989; Lange, Davis and Aksay 1983). A high density 

green compact is desirable for higher densification kinetics, and to take advantage of the 

increased number of contact points and therefore, a greater number of transport paths. 

Green density is highly dependent on the friction forces among powder particles. These 

forces are a result of electrostatic, Van der Waals and surface adsorption forces that 

become much more significant with decreasing particle size (Groza and Dowding 1996). 

Frictional forces between particle-die wall contacts were reduced by the application of a 

die wall lubricant.  

The die compaction behaviour of the ball milled powders is shown in Fig. 5.12. 

Green density increased linearly with compaction pressure between 100 and 400 MPa. 

This graph, along with Fig. 5.7, clearly shows the influence of milling time, particle size, 
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and particle hardness on relative density. Increasing particle hardness stems from 

increasing ball milling time and the resulting increased levels of cold work. Decreasing 

particle size (or increasing milling time) results in a decrease in relative density, as 

shown in Fig. 5.13. This is a direct result of the increase in average surface area of the 

particles resulting in an increase in interparticle friction. For example, the powder milled 

for 30 min reached a higher relative density at each compaction pressure due to its larger 

particle size (Fig. 5.7) (resulting in lower interparticle friction), than the powder milled 

for 300 min with its fine particle size (Fig. 5.7) and higher interparticle friction. Such a 

size effect is often ascribed to the increased number of contacts in the fine powder 

(German 1989). The relative density difference between the fine (300 min) and the 

coarser (30 min) powder is not reduced with increasing pressure. Much higher pressures 

would be required for the fine powders to reach the same density. Although increased 

ball milling time served to break up agglomerates, thereby decreasing the particle size, 

the downside of this was the creation of harder particles. The influence of powder 

particle size on compressibility is consistent with other studies (Roure et al. 1999; Al-

Qureshi, Galiotto and Klein 2005; Poquillon et al. 2002; Morsi, Shinde and Olevsky 2006) 

and the linear relationship for the tested range is also consistent with compaction 

behaviour attributed to irreversible particle deformation (Poquillon et al. 2002). The 

mechanisms for developing green strength during compaction are generated by two 

phenomena, namely (i) particle sliding and interlocking and (ii) plastic deformation and 

fragmentation (Lund 1982). The initial stage of compaction leads to rearrangement of the 

powder from a loose array to close packing. As the pressure increases, the contact area 
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between the grains decreases and particles undergo extensive plastic deformation and 

fragmentation. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.12 Effect of compaction pressure on the relative density of WC-10Co powders ball 

milled for 30, 60, 180, and 300 min. 
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Fig. 5.13 Effect of ball milling time on the relative density of WC-10Co powder 

compacted at 250 MPa. 
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and therefore, a high green density is preferred (Lardner, Spriggs and Wood 1972). It 
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compaction pressure was > 300 MPa, as shown in Fig. 5.12. 
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modelling the relationship between the main macroscopic parameters, such as 

compacted material relative density or porosity with applied pressure. A new 

phenomenological compaction equation has recently been proposed (Panelli and 

Ambrozio Filho 1998): 

 

BPA
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−1

1
ln         (5.7) 

 

where D is the relative density of the compacted material, and P is the applied pressure. 

However, this equation doesn’t consider the effect of compaction pressure on the 

compacts’ properties. Parameter A is related to the plastic deformation capacity of the 

powder during the compaction process. Parameter B expresses the density without 

applied pressure, which is the apparent density. Parameter A from eq. 5.7 represents the 

powder’s ability to densify by plastic deformation. The equation proposed by Panelli 

and Ambrozio Filho contains a square root pressure term, which is different to other 

compaction equations. Panelli and Ambrozio Filho’s equation was originally derived 

from a general equation correlating q and P: 
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where q is relative porosity, and k and n are constants. Based on this phenomenological 

equation, a differential equation to describe the porosity-pressure relationship was 

proposed: 
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where K and m are constants. By integrating eq. 5.9 from q (porosity at P) to q0 (porosity 

at P = 0) and applied pressure from 0 to P, a general equation is obtained: 

 

2

1

1
0

1
ln C

m

P
C

q

q m

+
+−

=
+−

        (5.10) 

 

This equation has an integration constant C2 which must be zero to satisfy the condition 

q0 = q when P = 0. Eq. 5.10 was tested by fitting experimental data to it by linear 

regression, which gave linear correlation coefficients > 0.99 when m = 0.5. This value was 

adopted for m in eq. 5.10 and was rewritten as: 
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where q0 = (1 – D0), q = (1 – D), D0 is the relative density of the loose powder at zero 

pressure, D is the relative density of the compact at pressure P, and A is a constant. Upon 

substitution, eq. 5.11 becomes: 
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Eq. 5.12 has restricted applicability owing to the necessity to determine the parameter D0, 

which can be difficult or inconvenient. Eq. 5.12 was simplified by Panelli and Ambrozio 

Filho to eliminate D0 by the following: 
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where B is a constant. 

 

A useful estimation of the plastic deformation capacity of the powder with ball 

milling time was obtained by using eq. 5.7. A good linear correlation coefficient (> 0.99) 

is obtained when the experimental data are fitted by this equation, as shown in Fig. 5.14, 

for WC-10Co after 30, 60, 180, and 300 min of mechanical milling, with the data also 

showing slightly different gradients. Plotting parameter A versus milling time for WC-
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10Co powders, as shown in Fig. 5.15, indicates the influence of MA on the compaction 

behaviour of the powders. Parameter A  shows a gradual decrease with milling time up 

to 180 min milling, which suggests that the levels of cold work from the MA mechanisms 

(repeated welding, fracturing, and re-welding of powder particles) were of sufficient 

intensity, even after 30 min, to have a gradual effect on the hardness of the powder 

particles. After prolonged ball milling (300 min), the curve shows a sharp decrease, 

which indicates an increased level of cold work, producing more brittle powder 

particles. This is consistent with the morphological changes shown in Fig. 5.7. The curve 

in Fig. 5.15 also shows that the MA mechanisms did not reach equilibrium. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.14 Compressibility curves of the ball milled WC-10Co powders. 
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Fig. 5.15 Influence of MA on the compaction behaviour of the powders. 

 

5.2 Effect of milling temperature 
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shown in Table 5.4. WC domain size was reduced to 26 nm after ball milling at -30°C 
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at -30°C exhibited a higher WC lattice strain. These results suggest that milling at -30°C 

has reduced the extent of WC grain refinement compared with milling at RT with a 

similar energy level. The higher value of mean square strain suggests that milling at a 

lower temperature reduced the rate of dynamic recovery, which decreases with 

increasing mean square strain (Salimon, Korsunsky and Ivanov 1999). 

 

 

  

 

 

 

 

 

 

 

Fig. 5.16 X-ray diffractogram of WC-10Co powder after milling for 60 min at -30°C, 

showing (a) the observed data and modelled data, assuming there was no size to strain 

broadening of the WC peaks, whilst (b) shows the broadened WC peaks due to size and 

strain. 
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Table 5.4 

WC domain size and strain with milling temperature. 

Milling condition Milling time 

(min) 

Dv  

(nm) 

ε0  

(x10-4) 

Ref. 

RT 60 21 5 This work 

-30°C 60 26 18 This work 

-50°C 600 50 - (Back et al. 2005) 

Dv: average volume weighted domain size; ε0: mean square strain  

 

Comparative studies of cryomilled WC-Co materials required much longer milling 

times to achieve a similar reduction in WC domain size (Lee et al. 2003; He, Ajdelsztajn 

and Lavernia 2001; Back, Lee and Kang 2005). However, it should be noted that previous 

studies have been carried out in vertical attritor® mills, which are not capable of 

generating the high milling media velocities associated with the Simoloyer (Zoz 1995). 

 

5.2.2 Particle morphology and size 

 

SEM micrographs of the powders milled for 60 min at -30°C and RT respectively are 

shown in Fig. 5.17. Milling at -30°C produced particles with reduced irregularity and a 

slightly, rounded morphology, Fig. 5.17 (a, b). The number of fine fragments was 

reduced, which would suggest that the particles have undergone repeated deformation 

with increased levels of welding. The particles also seemed to show a high degree of 
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flattening. Low temperature milling leads to transgranular fracture (Tanaka and Kosugi 

1988) with grain refinement caused by fracturing and cold welding by forming new 

grains at the welding interface from the fragments of the original coarse grains. The 

morphology and structure of the particles from RT milling, Fig. 5.17 (c, d), suggest that 

welding and fracture mechanisms have reached equilibrium, whilst the structure of the 

particles milled at -30°C suggest an imbalance between the mechanisms. The elemental 

processes leading to grain size refinement during mechanical milling generally include 

three stages, beginning with the localisation of deformation into shear bands with high 

dislocation density, which is followed by annihilation and recombination of dislocations, 

forming nanometre-scale sub-grains. Further milling extends this sub-grain structure 

throughout the sample. The final stage involves the transformation of the sub-grain 

boundary structure to randomly oriented, high-angle grain boundaries (Fecht 1994). The 

annihilation of dislocations can set a natural limit to the dislocation densities that can be 

achieved by plastic deformation. Steady state deformation is observed when the 

dislocation multiplication rate is balanced by the annihilation rate (Moelle et al. 1996). 

Dislocation generation in the particles may have increased by ball milling at a low 

temperature due to the mismatch of thermal expansion coefficients between the Co 

matrix (13 x 10-6/K) and the hard WC particles (4.5 x 10-6/K). If two neighbouring phases 

have different thermal expansion coefficients, thermal stresses will arise at the interface 

upon heating or cooling, and result in dislocation formation and/or thermal crack 

initiation in severe cases (Kumai, King and Knott 1991).  
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Fig. 5.17 SEM micrographs of the WC-10Co powders after 60 min milling at (a, b) -30°C and (c, d) RT. 

(a) (b) 

(c) (d) 
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Particle sizes after 60 min low temperature milling, Fig. 5.18, were again measured 

using NanoSight’s NTA software. A particle detection threshold was set for the 

measurements to exclude particles > 1 µm. The milled powder agglomerates were again 

dispersed in water to break the particle-particle interactive forces. Results, within the 

measured range, showed a smaller mean particle size for the powder milled at -30°C of 

0.129 µm compared with 0.148 µm for the RT milled powder. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.18 Particle size measurements for WC-10Co powders ball milled for 60 min at -

30°C and RT. 
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5.2.3 Effect of milling temperature on green density 

 

The effect of compacting pressure on relative density for both powders is shown in Fig. 

5.19. Both powders exhibited increasing relative density with increasing pressure with 

the powder milled at -30°C showing higher values at each pressure. At 400 MPa 

pressure, the powder milled at RT gave a relative density of 64% compared with 65.5% 

for the powder milled at -30°C. Both powders showed higher densities than those of 

conventional micron-sized WC-10Co powder. Both particle morphology and hardness 

influence powder compressibility. During die compaction, a compressive stress is 

applied on the particles that are in contact with the punch. These particles transmit stress 

to their neighbouring particles through the contact points between them. In an ideal 

model of spherical, isosized particles, symmetrical opposite forces appear in the contact 

points, which promote only compressive deformation of the particles. An irregular 

morphology of the particles propitiates the formation of asymmetrically opposite forces 

in the contact points between particles, which results in the shear deformation and, 

consequently, cold-welding of the powder. As a consequence, an irregular powder is 

harder to compact than a spherical powder (Schatt and Wieters 1997). The flattened 

morphology of the particles also provides a higher deformation capacity during powder 

compacting (Fogagnolo et al. 2003). Accordingly, the higher relative density achieved by 

the powder milled at low temperature was a result of its flattened, slightly rounded 

morphology, as it allowed higher mechanical interlocking between particles. 
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Fig. 5.19 Effect of compaction pressure on the relative density of WC-10Co powders ball 

milled for 60 min at -30°C and RT. 
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events were observed, which represent the evolution of selected gaseous species.  To 

analyse these events in further detail, reference was made to the mass loss rate curve, 

Fig. 5.21. The initial weight loss that occurred up to 150°C for both powders is based on 

the loss of humidity (Cheremisinoff 1990). Analysis of the curve for the powder milled at 

-30°C shows similar behaviour  to the RT milled powder up to ~ 400°C, but the weight 

loss at this temperature was significantly increased, as the powder particles may have 

absorbed additional water that could have condensed on the inside of the vessel. It has 

been reported that water is not completely removed until 450-500°C for mechanically 

mixed WC-Co powder (Gille et al. 2000), which may have accounted for a proportion of 

the increased weight loss up to that temperature, with the powder milled at -30°C 

showing more weight loss. However, it is more likely that the mass loss in the 250°C 

region is related to the removal of the die lubricant, which may have contaminated the 

powders during the pressing operation. At ~ 400°C, both mass loss curves show similar 

behaviour, which is related to the evolution of CO2 from the reduction of oxidic 

impurities of the Co binder. This is followed by a further reduction process at ~ 470°C, 

which again corresponds to the evolution of CO/CO2 from the oxidic impurities, with an 

increased effect in hardmetals with a higher Co content (Leitner, Gestrich and Gille 

1997). From ~ 600°C and 1000°C, both powders exhibited a reduction in the oxidic 

impurities of the WC phase. A significant shift in the peak, and the number of weight 

loss peaks was observed. The rate of change also appears to be much faster, suggesting a 

faster removal of oxides. The mass loss was higher for the powder milled at -30°C, which 

suggests a higher amount of absorbed CO and CO2.  The low temperature milled 
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powder showed extensive decomposition occurring at ~ 750°C, which is the typical 

temperature range for the removal of CO2 (Gille et al. 2000) and CO (Leitner, Gestrich 

and Gille 1997). It is clear that low temperature milling has significantly increased the 

oxygen contamination of the hard phase. The use of gas chromatography or mass 

spectrometry to analyse the effluent gases would provide positive identification. From 

1000-1200°C no further mass loss was exhibited by the low temperature milled powder, 

whereas the RT milled showed a small mass loss at ~ 1200°C. This small change could be 

due to melting of Fe or other contaminants, Fig. 5.11, introduced as a by-product of ball 

milling. 

 

 

   

 

 

 

 

 

 

 

 

 

Fig. 5.20 TGA/DSC heating scan for the WC-10Co powders milled at RT and -30°C. 
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Fig. 5.21 Differential weight change versus temperature for powders milled for 60 min at 

RT and -30°C. 
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prevalent to the same extent in this study due to the design of the milling vessel and the 

ability to operate ‘dry’ at low temperatures. An investigation of cryomilled WC-Co-VC 

powders showed that high O2 and N2 contents in the nano-powders led to carbon 

deficiency during subsequent sintering processes (Lee et al. 2003). The level of impurities 

measured in the powder ball milled at -30°C compared with the powder milled at RT are 

shown in Fig. 5.22 and Table 5.5. An interesting phenomenon is observed regarding the 

level of Fe pick-up, which was almost undetectable after milling at -30° even though the 

same grades of stainless steel milling media were used for both experiments. This 

suggests that wear of the milling media was considerably reduced by milling at a low 

temperature. The temperature rise at the ball-powder interface during MA at RT has 

been estimated to rise between 47°C (Schwarz and Koch 1986) to 347°C (Bhattacharya 

and Arzt 1993) (Chapter 2) but this would depend upon the characteristics of the powder 

being milled and the configuration of the ball mill. It is clearly shown by Fig. 5.22 that 

the temperature rise at the ball-powder interface during 60 min milling at RT was 

sufficient enough to ‘soften’ the stainless steel balls, thereby reducing their resistance to 

wear from the powder and the impact energy of the impeller.    
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Fig. 5.22 XRF measurement of contamination elements after 60 min ball milling at RT 

and -30°C.  
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Table 5.5 

XRF analysis of the WC-10Co powders after 60 min at RT and 60 min at -30°C. 

Chemical analysis 

(wt%) 

60 min RT 60 min -30°C 

Cr 0.077 0.050 

Mo 0.041 0.001 

Fe 1.183 Nil 

Ni 0.239 0.237 

Si 0.056 0.050 

Mn 0.031 0.025 

P 0.022 0.020 

 

 

5.3 Consolidation 

5.3.1 Pressureless sintering – effect of milling time on densification and 

microstructure 

 

After compaction, a nanocomposite powder can be densified at elevated temperatures 

without the application of external pressure. This technique, known as pressureless 

sintering†, uses the reduction of surface energy associated with the surfaces of the 

internal pores as its driving force. Thus, densification can be specified as the reduction of 

pore surface area and consequently, pore volume in a powder compact. 

† The term ‘pressureless sintering’ is used for atmospheric pressure sintering without an additional pressure.  



 187 

The sintering process is normally conducted at temperatures in the range 1400-

1500°C, where the Co-rich binder phase is in the liquid state. From classical sintering 

theory, it is known that surface diffusion leads not to densification but to grain 

coarsening (German 1996). Then, if surface diffusion is the most sensitive to particle size, 

reduced low temperature densification should be observed in nanoparticle sintering. 

From the thermal analysis measurements, Figs. 5.10 and 5.20, it was proven that WC-Co 

melting temperature could be reduced with increased milling time. To establish the 

extent of low temperature densification, the 180 min milled powder sample was sintered 

for 60 min at 1355°C, just above its onset temperature of 1330°C. Densification reached ~ 

80% of theoretical density with a sample hardness of 425 HV30, Fig. 5.23. With such a 

low level of densification, residual porosity was high, as shown in Fig. 5.24. The 

elimination of pores governs the overall densification kinetics. Temperature was 

increased in order to detect the completion of the densification process by monitoring 

sample hardness. For metals with grain sizes > 10 nm, hardness should initially increase 

with sintering as the microstructural characteristics of a true solid are established (Mayo, 

Chen and Hague 1996). If hardness begins to decrease with increased sintering then only 

grain growth processes are occurring and increased sintering will prove unproductive 

(Fougere et al. 1992). Relative density and hardness increased linearly with temperature, 

Fig. 5.23, and an increase in temperature of 35°C was required to increase density close 

to theoretical, with a corresponding hardness of 1311 HV30. 
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Fig. 5.23 Relative density and hardness as a function of sintering temperature for WC-

10Co ball milled for 180 min and cold compacted at 250 MPa. 

 

Residual porosity decreased with increasing temperature, Fig. 5.24, with a porosity 
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by a nonuniform, green compact structure. The effect of this nonuniformity on the final 

sintering of nanopowders is even less forgiving than for fine grained powders. Large 

pores usually originate from agglomerated powders. As shown in Fig. 5.17, 

nanoparticles produced after 180 min ball milling exhibited a high agglomeration 

tendency. Agglomerated powders have a bimodal pore distribution with small 

interparticle and large interagglomerate pores. The removal of interagglomerate pores, 
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based on vacancy diffusion, requires higher temperatures and longer sintering times 

(Groza 2007). Although the powder exhibited a higher green density, Fig. 5.12, than 

conventional WC-Co fine powders, this may not necessarily reflect a uniform pore size 

and distribution. The optimum green density of commercial WC–Co is known to be in 

the vicinity of 53%. When large agglomerates are present, the green density may be 

higher than in nonagglomerated powders, similarly to bimodal size powder packing. 

The powders ball milled for 60 and 300 min and compacted at 250 MPa, were sintered 

using the same conditions and measured for density, Fig. 5.25. 
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Fig. 5.24 Optical micrographs of residual porosity from 180 min ball milled WC-10Co after pressureless sintering at (a) 1355°C; (b) 

1365°C; (c) 1375°C; and (d) 1390°C.
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At 1355°C, the powders exhibited behaviour consistent with their thermal analysis 

measurements, Fig. 5.20. The powder milled for 300 min showed a relatively high level 

of densification (~ 93%) at 1355°C due to the enhanced temperature in relation to the 

reduced onset of melting and lower level of agglomeration. This result also suggests that 

agglomerate size, and not domain size, has the dominant role in determining 

densification behaviour. Powders with larger, mean agglomerate sizes contain larger 

interagglomerate pores at the beginning of sintering. These large pores have a low 

driving force for densification. To compensate for the low driving force and to generate a 

reasonable rate of densification, the sintering temperature must be increased. The larger 

the agglomerates, the larger the interagglomerate pores, and the higher the sintering 

temperature required to reach a given density. It is reasonable to assume that some of 

the interagglomerate pores would have been closed by plastic flow of the surrounding 

metal particles during compaction but with increasing milling time, as shown in Fig. 

5.12, the particles became harder and as a result, green density decreased.  The powder 

milled for 60 min reached ~ 76% relative density at 1355°C as the sintering temperature 

was only slightly above the onset temperature (~ 1340°C). Densification increased 

linearly up to 1390°C with the powders milled for 60 and 180 min showing enhanced 

rates of densification after their respective eutectic points compared to the powder 

milled for 300 min. Temperature also has a significant influence on densification rate, 

due to the exponential (Arrhenius) relationship between densification rate and 

temperature. Considering the Arrhenius expression for densification, the sintering 

temperature dependence on the particle size becomes: 
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 ( ) ( ) ( )[ ]2121 11/ln TTRQddn −=        (5.15) 

 

where Q is the activation energy for the predominant sintering mechanism, R is the gas 

constant, d1 and d2 are the different powder particle sizes, and T1 and T2 are their 

respective sintering temperatures. However, the exponent n is dependent on the main 

sintering mechanism and has a value of 3 if the main sintering mechanism is volume 

diffusion and a value of 4 if the main sintering mechanism is grain boundary diffusion 

(Groza 2007). 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.25 Densification as a function of temperature for ball milled WC-10Co powders 

after pressureless sintering.   
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 In Fig. 5.26, residual porosity can be seen for each powder after sintering at 1390°C, 

including 30 min milling. There appeared to be a marked difference in porosity levels 

between 30 and 60 min milling, Figs. 5.26 (a, b), with the samples rated at >A08 and A06, 

respectively. This was probably caused by insufficient milling time, as 30 min was not 

long enough to create a well dispersed, homogeneous two phase structure. Although 

composite particles had been formed at this stage, Fig. 5.8 (a), the structure of the 

particles and the particle size distribution would have prevented a uniform pore 

structure at the green stage and the nonuniform distribution of Co could have caused 

isolated areas of Co to be formed during sintering. Although this powder exhibited the 

highest level of relative density at the green stage, due to lower levels of cold work and 

large agglomerate sizes, it showed the lowest relative density after sintering at 1390°C, 

Fig. 5.27. Residual porosity reached the lowest level, A06, for the sample milled for 60 

min milling, Fig. 5.26 (b), after which pore size and number of pores increased with 

milling time with the sample milled for 300 min rated at A08. Porosity seals off from the 

surrounding atmosphere when 90% density is reached. If the gas entrapped is insoluble, 

then the pores shrink until a balance is attained between surface energy and the excess 

pressure in the pores (Nelson and Milner 1972). 
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Fig. 5.26 Optical micrographs of WC10Co pressureless sintered at 1390°C/60 min after (a) 30 min, (b) 60 min, (c) 180 min and (d) 300 

min ball milling. 
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Fig. 5.27 Relative density as a function of milling time for the WC10Co grade 

pressureless sintered at 1390°C/60 min. 

 

In Fig. 5.28 the effect of ball milling time on relative density and hardness is shown, 

with both properties reaching optimum levels after 60 min milling. This supports the 

morphological results from Fig. 5.7, with both pointing towards 60 min ball milling as 

the ideal conditions for balancing the mechanisms of MA for this WC-10Co material and 

their effects on post-processing with pressureless sintering. It is clearly shown in Fig. 

5.28 that continued ball milling did not enhance densification or hardness levels but in 

fact, had a detrimental effect.   
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Fig. 5.28 Relative density and hardness as a function of milling time for the WC10Co 

grade pressureless sintered at 1390°C/60 min. 
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the frictional forces in between particles (internal friction), and/or between the powder 

and the die walls (powder/die friction).  

 A series of hardness measurements were made in order to verify whether the 

frictional forces between the powder and the die wall had become sufficient to inhibit 

the transmission of the compaction load through the compact, the general effect of which 

is to create a variation in density. A cylindrical compact of the 180 min milled powder, 

cold pressed at 250 MPa and pressureless sintered at 1390°C for 60 min, was sectioned as 

shown in Fig. 5.29. A hardness profile through the thickness of the sample at the edge 

and centre positions was generated. The results show that hardness decreases with 

increasing distance from the punch face, with a larger decrease at the edge of the punch. 

There is also a density distribution in the horizontal plane due to frictional effects 

dropping-off away from the die wall. 
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Fig. 5.29 Through-thickness hardness (HV30) profile of a cylindrical compact, cold 

pressed at 250 MPa and pressureless sintered at 1390°C for 60 min. 
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a direct measurement of the size of the WC grains, i.e. if the WC grains are small, the Co 

pockets are small. 

The amount of Co present in the sample influences; (i) most predominantly the 

magnetic saturation Ms of the material; (ii) the binder mean free path thickness; and (iii) 

the degree of skeleton formation or contiguity of the WC grains. The theoretical MS value 

of pure Co reaches 161.8 Am2/kg at room temperature (Lyndon and Swartzendruber 

1991) while that of the highest measured MS value per gram of Co in the hardmetal alloy 

reaches 156 Am2/kg, i.e. 96% that of pure Co. Therefore, the non-magnetic WC particles 

decrease the overall magnetic saturation of the material. In Fig. 5.30 the effect of ball 

milling time on coercivity can be seen after the samples were pressureless sintered at 

1390°C for 60 min. Coercivity decreases with milling time up to 180 min milling where a 

sharp increase then occurs with 300 min milling. In this case, the increase in coercivity is 

not related to a decrease in WC grain size, as typically found for WC-Co hardmetals 

(Topić et al. 2006) but is instead due to the high level of Fe pick up (Fig. 5.11) during ball 

milling, which would affect the ferromagnetism reading. The typical relationship 

between increasing coercivity with decreasing grain size is somewhat similar to a Hall-

Petch relationship, where a decrease in grain size causes an increase in the strength of 

the material. The coercivity increase is believed to be attributed not only to WC grain 

size refinement, but also to a decrease in Co content (Gorkunov, Ulyanov and Chulkina 

2004). 
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Fig. 5.30 Coercivity as a function of milling time for WC-10Co pressureless sintered at 

1390°C/60 min. 
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discontinuous grain growth. Continuous grain growth is recognised as uniform growth 

of individual grains, whilst discontinuous grain growth is known as an undesirable 

formation of isolated, coarse WC grains that grow faster and larger than their 

neighbouring grains and have a deleterious effect on the performance of the material 

(Kishino et al. 2002). In Fig. 5.31 (a, b) it can clearly be seen why 30 min milling, 

combined with the conditions of pressureless sintering, produced a material with poor 

mechanical properties. An improved microstructure in terms of WC dispersion after 60 

min milling is shown in Fig. 5.31 (c, d). However, WC grain size distribution appeared 

wider with a higher number of grains > 3 µm, with coercivity measurements suggesting 

a significant increase in WC grain size. Despite this wide distribution and general, coarse 

structure, mechanical properties were considerably improved due to an enhanced level 

of densification and correspond with those of a medium-grained conventional WC-10Co 

hardmetal (Table 1.1) with a hardness of 1326 HV30. Further milling had only a small 

effect on the microstructures in terms of WC grain size, as shown in Fig. 5.31 (e, f) and (g, 

h). 
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Fig. 5.31 SEM micrographs of pressureless sintered (1390°C/60 min) samples prepared from powder ball milled for (a, b) 30 min; (c, 

d) 60 min 

(a) (b) 

(c) (d) 
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Fig. 5.31 cont’d SEM micrographs of pressureless sintered (1390°C/60 min) samples prepared from powder ball milled for (e, f) 180 

min and (g, h) 300 min. 

(e) (f) 

(h) (g) 
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Clearly, the elevated temperature and isothermal hold time had a significant effect 

on WC grain growth. Grain growth in nanostructured materials appears to follow the 

traditional, phenomenological laws. A number of studies (Ganapathi, Owen and 

Chokshi 1991; Vergnon, Astier and Teichner 1974; Boutz et al. 1990) have confirmed the 

general relationship: 

 

ktGG NN =− 0           (5.16) 

 

where G is the instantaneous grain size, 0G is the initial grain size, N is the grain size 

exponent (ranging from two to four), k is a rate constant, and t is time. The rate constant, 

k, is generally proportional to the diffusivity, ( )RTQD −exp0 , and this gives the 

temperature dependence of grain growth (Mayo, Chen and Hague 1996). Eq. 5.9 shows 

that, in the ideal case, grain growth depends on temperature and time but, more 

importantly, it reveals what grain growth does not depend on (at least, not directly) or 

are simply not considered; microstructural parameters such as pore size, green density, 

or agglomerate size. The latter parameters can affect grain growth by altering the value 

of N in eq. 5.9 (Vergnon, Astier and Teichner 1974), but the effect is a weak one. The 

majority of the milled powders achieved relatively high green densities, Fig. 5.12 with 

the exception of the powder milled for 300 min. Usually, densification rate improves 

with a smaller particle size, giving higher final densities for a fixed processing cycle 

(Eremenko, Naidich and Lavrinenko 1970). In the rearrangement stage during LPS, a 
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small particle size improves the rate of rearrangement because of a large capillary force 

even though the amount of interparticle friction is increased. Likewise, in the solution-

reprecipitation stage, a small particle size improves the densification rate (Froschauer 

and Fulrath 1976). As a high green density should reduce pore size, one could postulate 

that pore size has little bearing on grain growth as shown by the WC grain size 

measurements in Table 5.6. Mean WC grain size, measured by linear intercept, decreases 

with increasing milling time, Fig. 5.32, from 1.08 µm for 30 min milling to 0.85 µm for 

300 min milling.  

 

Table 5.6 

Mean WC grain size after pressureless sintering (1390°C/60 min) measured by linear 

intercept. 

Milling time 

(min) 

Mean WC grain size 

(µm) 

30 1.05 

60 0.97 

180 0.88 

300 0.85 
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Fig. 5.32 Mean WC grain size and hardness as a function of milling time after 

pressureless sintering at 1390°C/60 min. 
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itself and also the contact area relative to the cross-sectional area of the particles (Kang 

2005).  

 The relative density of the WC-10Co powders ball milled for 30, 60, 180, and 300 min 

after sintering at 1390°C/60 min followed by 5 min at 40 MPa pressure are shown in Fig. 

5.33. As the samples were sintered using an industrially-based, sinter-HIP process, it was 

not possible to change the process cycle. Relative density seems to follow the same trend 

as that exhibited from pressureless sintering (Fig. 5.27), showing a sharp increase after 30 

min ball milling, almost reaching theoretical density after 60 min ball milling and then 

decreasing sharply to ~ 96% after 300 min milling. It is interesting to note that both 

sintering processes show that the optimal ball milling time to achieve the highest level of 

densification is 60 min. This result clearly shows how quickly the ‘ideal’ conditions of 

MA were reached and that milling beyond this ‘limit’ serves no beneficial purpose. 

However, whereas hardness of the WC-10Co material also peaked for the 60 min milled 

powder after pressureless sintering, the results from sinter-HIP indicate a decreasing 

trend with the highest level of hardness achieved for 30 min milling, Fig. 5.36. Initially, 

this suggests that the supplementary application of pressure that took place during the 

latter stages of the sintering process was sufficient to generate a more homogeneous 

structure than that achieved from pressureless sintering, with further milling only 

leading to microstructural coarsening. During the sinter-HIP process, it is generally 

understood that the structure is homogeneously compacted and there is no displacement 

of the Co binder into the voids when typical pressures of 6-10 MPa are used (Upadhyaya 

1998). This pressure is below that necessary to overcome capillary action, but above that 
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necessary for gross structural movement (Lueth 1985). This prevents any voids or 

porosity from being filled with Co but instead, fills them with the surrounding structure 

by gross movement.  

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.33 Relative density as a function of milling time for the WC-10Co grade sinter-

HIP’d at 1390°C/60 min. 
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area shown in Fig. 5.34, estimated the Co level to be ~ 14.5 wt% with ~ 68 wt% of W in 

solid solution. 

 

 

 

 

 

 

 

 

 

Fig. 5.34 SEM micrograph (BSD) of the 30 min milled material after sinter-HIP showing 

an area of Co pooling.  

 

Further analysis of the microstructure for the 30 min milled sample, Fig. 5.35 (a, b), 

shows a non-uniform microstructure and a wide WC particle size distribution, with an 

average grain size of 1.41 µm, which shows that considerable WC grain growth has 

occurred due to the elevated temperature and external pressure. Hardness decreases at a 

much faster rate with milling time, Fig. 5.36, compared to the same samples pressureless 

sintered. This suggests that HIP had a significant effect on the final stage of LPS of the 

milled powders, serving only to accelerate the microstructural changes associated with 

this stage, including grain size, grain shape, and binder phase distribution. In the case of 

Co ‘pool’ 
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hardmetals, complete densification is achieved during the first two sintering stages (see 

Chapter 3). Prolonged holding of the compact leads to microstructural changes, 

including further growth of the hard WC particles. In the hardmetal system where high 

solid solubility is present, all three stages of sintering overlap. However, at any 

particular stage, densification by a particular mechanism is so predominant that it can 

completely overshadow other simultaneously occurring events (German 1985). 

Complete densification takes place only when the liquid phase is sufficient enough to 

form continuity throughout the compact, i.e. at around 50-60 volume percent. Residual 

porosity of the 30 min milled sample after sinter-HIP is shown in Fig. 5.37, with porosity 

level rated at A08 according to ISO 4505:1978. In Fig. 5.38 it can be seen that WC grain 

growth is increased by the sinter-HIP process compared to pressureless sintering for the 

shorter milling times, whereas the growth rate is reduced for longer milling times. 
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Fig. 5.35 SEM micrographs of sinter-HIP’d (1390°C/60 min) WC-10Co samples prepared from powder ball milled for (a, b) 30 min; (c, 

d) 60 min;  

(d) (c) 

(a) (b) 
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Fig. 5.35 cont’d SEM micrographs of sinter-HIP’d (1390°C/60 min) WC-10Co samples prepared from powder ball milled for (e, f) 180 

min; and (g, h) 300 min. 

(e) (f) 

(h) (g) 
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Fig. 5.36 Relative density and hardness as a function of milling time for WC-10Co after 

sinter-HIP. 
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Fig. 5.37 Optical micrographs of WC10Co sinter-HIP’d at 1390°C/60 min after (a) 30 min, (b) 60 min, (c) 180 min and (d) 300 min ball 

milling. 
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Coercivity values, Fig. 5.39, also show similar behaviour to those obtained from 

pressureless sintering, with coercivity decreasing linearly with milling time and 

increasing WC grain size. However, the coercive force measurement for 180 min milling 

does not represent the decreasing trend in WC grain size. This measurement was 

affected by the uncombined carbon (graphite phase) that was precipitated during 

cooling, Fig. 5.37, as coercivity decreases with increasing carbon content (Fang and 

Eason 1993). Once again, the coercive force measurement for the 300 min milled material 

was affected by Fe pick-up. During LPS, coarsening of the microstructure occurs in 

parallel with densification, with the results between 30 and 60 min milling supporting 

that theory. During grain growth, the smaller grains preferentially dissolve and 

reprecipitate on the large grains. The growth behaviour of WC-Co alloys is believed to 

be a solution and reprecipitation process controlled by interfacial reactions (Exner 1983). 

Although WC grain size distribution is still wide, there did not appear to be any 

discontinuous grain growth. Grain size distribution has been attributed to the milling 

conditions and the initial size distribution of the WC powders (Exner et al. 1978). 

Porosity rating for the 60 min milled material was < A06 but there also appeared to be η-

phase (Co3W3C) present, which is typically formed due to carbon deficiency through 

graphite precipitation. The presence of this third phase was also detected by magnetic 

saturation measurements, as shown in Fig. 5.40. 
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Table 5.7 

Mean WC grain size after sinter-HIP and pressureless sintering (1390°C/60 min). 

 Sinter-HIP Pressureless 

Milling time 

(min) 

Linear intercept 

mean WC grain size 

(µm) 

EBSD 

mean WC grain size 

(µm) 

Hardness 

(HV30) 

Linear intercept 

mean WC grain size 

(µm) 

Hardness 

(HV30) 

30 1.41 - 1346 1.05 1059 

60 1.32 - 1298 0.97 1326 

180 0.91 0.83 1258 0.88 1311 

300 0.84 0.74 1205 0.85 1298 
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Fig. 5.38 Mean WC grain size as a function of milling time after sinter-HIP at 1390°C/60 

min. 

 

 

 

 

 

 

 

 

Fig. 5.39 Coercivity as a function of milling time for WC-10Co sinter-HIP’d at 1390°C/60 

min. 
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Measurement of magnetic saturation (moment) was used as an indirect method of 

determining the Co content and the amount of W dissolved in the Co binder phase of the 

sintered samples, to establish the effects of the processing route on the WC-10Co 

composition. The saturation value of Co decreases linearly (Roebuck and Almond 1998; 

Freytag, Walter and Exner 1978) with the addition of W and is not affected by the 

amount of C in solution. If the Co in the hardmetal contains W in solution then the 

saturation value for the hardmetal can be calculated because (Roebuck and Almond 

1998; Freytag, Walter and Exner 1978) 

 

WCoB m275.0−= σσ          (5.17) 

 

where Coσ is the magnetic moment/unit wt of pure Co, Bσ is the magnetic moment/unit 

wt of the Co binder phase and Wm is the wt% W dissolved in Co. The decrease in the 

saturation value can be represented by 

 

( )wCoB m275.044 −= σππσ         (5.18) 

 

where Coπσ4 is 202 µT m3 kg-1 (Bozorth 1951). When Bπσ4  attains a value of about 160 

µT m3 kg-1 or 16.0 emu/g (mass magnetisation), η-phase begins to form and so the range 

202-160 µT m3 kg-1 for the magnetic saturation (or 12.8-16.1 µT m3 kg-1 magnetic moment) 

of the Co phase defines the two-phase field in WC-10wt%Co hardmetals. Given the 
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magnetic saturation data from each of the milling times, Fig. 5.40, then this would 

suggest the presence of binder phase solutes for each sample, which does not agree 

entirely with the micrographs observed in Fig. 5.37 and certainly not in the quantities 

suggested. Incorporating the magnetic saturation data from 60 min milling, for example, 

into calculations for the W content dissolved in the binder gives Bπσ4 = 11.7/0.10 = 117 

µT m3 kg-1, therefore 

 

%6.24
275.04

117202
wt

xx
mW =−=

π
 

 

This result clearly indicates that additional binder phase solutes have affected the 

results, particularly Fe, as shown in Fig. 5.40, making precise calculations difficult.  The 

effect of Fe on magnetic moment is opposite to that for W at about half the strength. An 

equation relating the change in magnetic moment of the binder phase with W additions 

(Roebuck 1996) 

 

WCoB Am+= σσ          (5.19) 

 

has been suggested for elements other than W with A having a value of +0.13 µT m3 kg-1 

for Fe (Bozorth 1951). However, even with this correction the result is inordinately high 

at 19.3 µT m3 kg-1. When expressed as a percentage of the maximum expected for a 

nominally pure Co binder phase, the saturation is 69%, which is very low compared to 
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values obtained in other studies of ~ 90-91% (Shi, Shao and Duan 2007). This may have 

occurred due to a calibration issue. Calibrated reference samples, which have been 

measured in equipment with known field strength, should be used for accurate 

measurements and care should be taken with the geometry and dimensions of the test 

piece in relation to the field direction. 

  

 

 

 

 

 

 

 

 

 

 

Fig. 5.40 Effect of ball milling time on the magnetic saturation of WC-10Co after sinter-

HIP (1390°C/60 min).  
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TG/DSC measurements, Fig. 5.20, some carbon could have been removed from the 

composition in the form of CO2 and CO. During processing, variations in the initial 

composition of the starting WC-Co mixture result from the reactions involving C and O2 

adsorbed on the surfaces of the powder particles. From Fig. 5.37, the morphology of the 

η phase seems to be one of finely dispersed particles, which indicates low carbon 

deficiency. The fine, irregular shape observed in this study agrees with other reported 

work of carbon deficient WC-Co alloys (Cho, Lee and Chung 1996). 

Magnetic saturation shows a sharp increase after 60 min milling and continues to 

increase over 20 µT m3 kg-1 after 300 min milling, which, according to Fig. 3.3 estimates 

the Co content to be ~ 12.5wt%. However, Fig. 5.40 clearly shows that the resulting 

increase is due to Fe contamination from ball milling. Uncombined carbon often appears 

as clusters or rosettes (From and Sandström 1996), as is the case with 180 min milling, 

shown by an optical micrograph in Fig. 5.41. This excess carbon could have been caused 

by the preparation process prior to ball milling.  

 

 

 

 

 

 

Fig. 5.41 Optical micrograph of uncombined carbon for a WC-10Co grade after 180 min 

ball milling followed by sinter-HIP. 

Uncombined carbon 

10 µm 
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 WC grain size distribution after sinter-HIP was investigated using the electron 

backscatter diffraction (EBSD) technique for the 180 and 300 min milled material. A 

series of EBSD maps for the 180 min milled material are shown in Fig. 5.42. Colours 

represent the WC crystallographic orientation according to the inverse pole figure (IPF) 

colouring shown in Fig. 5.45. Non-indexed areas, either from the Co matrix or regions of 

WC that produced kikuchi patterns too poor to be indexed, are shown in white, Fig. 5.45 

(b). Standard noise reduction routines were used to remove single isolated pixels and to 

identify originally non-indexed pixels where such zero-solutions are surrounded by a 

minimum of 4 other pixels of the same orientation. The sizes of WC grains were obtained 

from the orientation map, Fig. 5.42 (b) by the linear intercept method. The ability to 

precisely define the nature of the boundaries constitutes a significant advantage over 

imaging techniques where the visibility of a boundary is a function of the technique.  The 

WC grain size distribution for the 180 min milled material is shown in Fig. 5.42. WC size 

distribution is wide with a number of grains > 4 µm. Mean grain size was determined at 

0.83 µm. EBSD pattern maps from the 300 min milled material are shown in Fig. 5.45 

with the grain size distribution shown in Fig. 5.44. Increased ball milling has improved 

the refinement of the microstructure resulting in a narrower size distribution and a 

reduced size range with the largest grains ~ 3 µm. Mean grain size has also been reduced 

to 0.74 µm. However, the pattern maps shown in Fig 5.45 also highlight the detrimental 

effects of prolonged milling on the microstructure, including contamination (mis-

indexed phases) and macropores, which will inevitably affect mechanical properties. 
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Grain refinement has been a topic of intensive research for several decades. The 

driving force behind these enduring efforts is the enhancement of strength as the grain 

size decreases, as described by the empirical Hall–Petch (H-P) relationship (Hall 1951; 

Petch 1953) 

 

2
1−+= Dk yiy σσ          (5.20) 

      

where yσ is the yield strength of a polycrystalline material, iσ is the overall resistance of 

the lattice to dislocation movement, D is the average grain diameter, and yk is the H-P 

slope measuring the relative strengthening contribution of grain boundaries. Eq. 5.13 has 

been found to be applicable to a wide range of coarse-grained (D ≥ ~1 µm) materials and 

ultrafine-grained (100 nm < D < 1 µm) materials (Chinh, Gubicza and Langdon 2007; 

Furukawa et al. 1996). The relationship between hardness and average WC grain size of 

the sintered samples is shown in Fig. 5.46, revealing that the Hv – d-1/2 relationship  in 

this study does not follow normal H-P behaviour as reported in other work for WC-

10wt%Co with increasing hardness with decreasing WC grain size (Shi, Shao and Duan 

2007; Cha et al. 2001; Roebuck, Gee and Morrell 2006) as shown in Fig. 5.47, but instead 

exhibits decreasing strength with decreasing WC grain size (increasing milling time). 

This unusual behaviour most likely stems from the synthesis process itself, more 

specifically, the high mechanical energy generated by the horizontal ball mill, and the 

subsequent difficulties in pressing a homogenous green compact with increasing milling 
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time. This type of mill supplies the highest relative velocity of grinding media amongst 

the different types of mills (section 2.2.3) and a high level of kinetic energy transfer to the 

powder. The rate at which the grain size decreases during milling is related to the 

deformation energy provided by milling. The results shown in Table 5.2 along with the 

data shown in Fig. 5.48, suggest that the optimum processing conditions for the material 

composition used in this study is ~ 60 min cyclic milling.  The characteristics of crystal 

refinement and development of nanostructures during ball milling suggest that grain 

size decreases with milling time, reaching a minimum grain size, dmin that is a 

characteristic of each metal (Eckert et al. 1992; Oleszak and Shingu 1996). The data 

obtained in this study seems to support the concept that dmin, ~ 20 nm for this study, is 

governed by a balance between the hardening rate introduced by dislocation generation 

and the recovery rate arising from dislocation annihilation and recombination. It would 

also seem reasonable to assume that the severe deformation generated by this type of 

ball mill, coupled with the increasing levels of contamination, Fig. 5.11, could have 

caused the vacancy diffusion of impurity atoms. Concentrations of vacancies higher than 

equilibrium can be produced by extensive plastic deformation (Seitz 1952; Friedel 1969). 

The concept of vacancy production via plastic deformation was utilized to account for 

the occurrence of serrated flow in solid-solution alloys (Russell 1963; Mohamed, Murty 

and Langdon 1974). Serrated flow, referred to as dynamic strain ageing, was explained 

in terms of repetitive interaction between diffusing solute atoms and moving 

dislocations. In the temperature range where serrated flow was observed, the diffusivity 

of solute atoms (or impurity atoms) is too low to enable them to keep up with moving 
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dislocations. However, it has been suggested (Cottrell 1953) that the diffusion coefficient 

is enhanced as a result of the production of vacancies by straining. 
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Fig. 5.42 EBSD maps of 180 min milled WC-10Co after sinter-HIP, showing (a) diffraction pattern quality map; (b) orientation colour 

map of the WC phase; (c) pattern quality map of WC phase (red) and cubic-Co (yellow); (d) pattern quality map of cubic-Co and mis-

indexed phase.  

 

 

=20 µm; BC; Step=0.05 µm; Grid1000x700 =20 µm; IPF_Z0; Step=0.05 µm; Grid1000x700

(a) (b) 
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Fig. 5.42 cont’d EBSD maps of 180 min milled WC-10Co after sinter-HIP, showing (c) pattern quality map of WC phase (red) and 

cubic-Co (yellow); (d) pattern quality map of cubic-Co and mis-indexed phase.  

 

 

=20 µm; phase colours; Step=0.05 µm; Grid1000x700

(c) 

=20 µm; Copy of BC; Step=0.05 µm; Grid1000x700

(d) 
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Fig. 5.43 WC grain size distribution from EBSD for WC-10Co, 180 min milled material 

after sinter-HIP. 

 

 

 

 

 

 

 

 

 

Fig. 5.44 WC grain size distribution from EBSD for WC-10Co, 300 min milled and sinter-

HIP’d. 
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Fig. 5.45 EBSD maps of 300 min milled WC-10Co after sinter-HIP, showing (a) diffraction 

pattern quality map showing mis-indexed phase; (b) noise reduced, IPF colouring 

showing WC crystallographic orientation according to the inverse pole figure (c). 
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Fig. 5.46 Hardness as a function of the inverse square root of WC grain size (d-0.5) for WC-

10wt%Co data from this study. 
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Fig. 5.47 Hardness as a function of the inverse square root of WC grain size (d-0.5) for WC-

10wt%Co data from the National Physical Laboratory (Roebuck, Gee and Morrell 2001). 

 

 The increasing rate of hardness of the milled powders with milling time, observed by 

the decreasing level of green density, Fig. 5.48, and particle size distribution, Fig. 5.7 has 

also affected densification dynamics during sintering. Generally speaking, with all else 

being constant, the sintered density normally increases with green density or increased 

packing density as less work is required in the sintering cycle, which is shown in Fig. 

5.48. It is interesting to note that sintered density follows the general trend of green 

density and remains unaffected by the sintering process. It is clear that poor 

consolidation, as illustrated by the larger decrease in green density after 300 min milling, 
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has led to sintering difficulties. Poor consolidation would most likely result in a broad 

pore size distribution. Although this milling time resulted in the smallest average 

particle size, Fig. 5.9, these small particles may well have clustered together and sintered 

into dense regions, leaving difficult-to-sinter large pores between the clusters. The 

presence of pores, Fig’s 5.26 and 5.37, has clearly affected the mechanical strength of the 

materials and it is assumed that the reduction in strength could be affected by both the 

size and number of pores and also by the presence of impurities. The strength-reducing 

effect would most likely arise from the increased concentration of stress around a pore 

and would differ for an empty pore from one filled by an impurity.   
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Fig. 5.48 Sintered density and hardness in relation to green density of ball milled WC-

10Co. 

 

 Densification behaviour of the 30 min milled powder, Fig. 5.48 stems from its wide 

particle size distribution, Fig. 5.7. A wide initial particle size distribution has the greatest 

impact on the final stage of sintering. It upsets the balance between pinning and 

separation of grain boundaries and pores, allowing grain growth to initiate earlier in 

sintering, resulting in a lower final density (Chapell, Ring and Birchall 1986). 

 As demonstrated in Fig. 5.48, green density of the milled powders is a major 

determinant of the sintered density. The packing and sintering behaviour of the powders 

is further demonstrated in Fig. 5.49. A bimodal particle size distribution is observed after 
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30 min milling, Fig. 5.7, which has improved green packing density because the smaller 

particles are able to fit into the voids between the larger particles. Shrinkage is at its 

lowest when the large particle content is at its highest (minimum milling time) but this 

leads to restrained densification by the small particles, as shown in Fig. 5.48. After 30 

min milling, the powder particle size distributions revert to those of monosized powders 

(Fig. 5.7) and sintering shrinkage increases with decreasing particle size (increasing 

milling time) and varies inversely with green density. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.49 Shrinkage behaviour of the pressed compacts after sinter-HIP at 1390°C/60 min. 

Data points fitted with a 2nd order polynomial. 
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5.3.3 Effect of milling time and sintering technique on mechanical properties 

 

The mechanical properties of WC-Co hardmetals, such as hardness and fracture 

toughness, are dependent on the materials’ microstructural parameters. Clearly there are 

other microstructural features that can affect hardness, such as the precise 

carbon/tungsten content of the binder phase, the contiguity of the carbide network and 

the size distribution and possible variations in shape of the WC grains (Lee and Gurland 

1978). There is a general inverse trend of hardness against fracture toughness for WC-Co 

hardmetals, indicated by fracture toughness data (WK) obtained from tests on a wide 

range of WC-Co hardmetals at the National Physical Laboratory (Roebuck and Almond 

1988) and published data from Sandvik Hard Materials (Brookes 1992), Fig. 5.50. 

 For the purpose of this study, ‘toughness’ refers to the Palmqvist fracture toughness, 

WK, obtained by measuring the total lengths of cracks emanating from the four corners 

of a Vickers hardness indentation (see section 4.5.6). Fracture toughness describes the 

ability of a material to withstand crack propagation. The failure of these materials 

normally initiates at pre-existing defects. Fracture toughness is one of the main 

properties incorporated in the design of hardmetal cutting tools due to the high risk of 

brittle fracture. 
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Fig. 5.50 Palmqvist toughness/hardness property map for a range of WC-Co materials 

(Roebuck and Almond 1988). 

 

An empirical method for determining an estimate of fracture toughness from Vickers 

hardness testing was first developed by Palmqvist in 1962. Later, several authors (Anstis 

et al. 1981; Lawn et al. 1980; Niihara, Morena and Hasselman 1982; Niihara 1983; Shetty et 

al. 1985; Laugier 1987) have used the same technique to develop a number of relations 

between KIC (plane strain fracture toughness), load (P), indentation diagonal (a), crack 

length from the centre of the indentation (c), Young’s modulus (E) and Vickers hardness 

number (HV) of a material. The numerous indentation fracture models reported in the 

literature are classified into two groups. In one group it is assumed that the cracks that 

form from the Vickers indentation marks are well developed, radial-median, ‘‘half-



 237 

penny’’-shaped cracks, and in the other group it is assumed that radial Palmqvist cracks 

are formed. WC-Co hardmetals with Co volume fractions ≥ 5% do not develop “half-

penny” cracks as a result of Vickers indentation (Shetty et al. 1985). Instead, the cracks 

are of the Palmqvist type, i.e. four independent, shallow surface cracks at the corners of 

the Vickers hardness impression, Fig. 5.51. In this study, the equation developed by 

Palmqvist (1962), eq. 5.14, was preferred because it presupposes no knowledge of other 

mechanical properties of the hardmetal. However, for comparative purposes, the data 

was also examined using the equation developed by Anstis et al. (1981), eq. 5.15.  

    

GK WHVAW =  (MN m -3/2)       (5.21) 

 

where A is a constant of value 0.0028, HV is the Vickers hardness in N mm-2 and WG is in 

N mm-1. 

 

           (5.22) 

 

where A is a constant of value 0.016±0.04, E is Young’s modulus in MPa, H is the Vickers 

hardness in N mm-2.  
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Fig. 5.51 Vickers hardness indentation (HV30) from a 60 min ball milled sample showing 

microcracks formed at each corner. 

 

  The hardness and fracture toughness of the pressureless sintered (1390°C/60 min) 

WC-10Co material is shown in Fig. 5.52. The Wk values were calculated from eq. 5.14 and 

are shown in Table 5.8, with the results based on ten indentations to provide reasonable 

statistics. Despite this, the considerable scatter in the results makes it difficult to form 

any reasonable conclusions about the relationship between fracture toughness and 

hardness for the pressureless sintered materials. Again, this seems to point towards 

effects from non-uniform consolidation. The relationship between fracture toughness 

and milling time is, in general, a detrimental one. Fracture toughness is higher for the 30 

min milled sample due to the material’s low hardness value and the deflection of cracks 

caused by the high number of pores. Toughness decreases after 60 min milling reaching 

a maximum value of 12 MN.m-3/2 with a corresponding hardness of 1226 HV30. These 



 239 

values are similar to those reported by others for WC-10Co materials (Roebuck and 

Almond 1988) and also to those involving MA as the synthesis process (Mi and Courtney 

1998). The values obtained in this study were somewhat expected, given the WC grain 

size measurements, and are typical of conventional, coarse grained WC-10Co materials. 

Fracture toughness of WC-Co materials is known to increase as mean WC grain size and 

binder phase mean free path increase (Dusja, Parilak and Slesar 1987). The fracture 

toughness values obtained using eq. 5.11 (Anstis) are considerably higher than those 

from eq. 5.10, which pushes them outside of the typical range expected for coarse-

grained WC-10Co.  

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.52 Effect of milling time on the fracture toughness of WC-10Co pressureless 

sintered at 1390°C/60 min. 
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Table 5.8 

Fracture toughness results after pressureless sintering at 1390°C/60 min. 

Milling time 

(min) 

Hardness mean value 

(HV30) 

Wk 

(MN m-3/2) 

S.D. KIC (Anstis) 

(MN.m-3/2) 

30 1034 12.7 ± 0.29 19.0 

60 1298 13.1 ± 0.16 18.0 

180 1238 11.0 ± 0.19 15.5 

300 1226 11.6 ± 0.51 16.4 

S.D. – standard deviation 

Fracture toughness behaviour of the WC-10Co materials after sinter-HIP (1390°C/60 

min) processing is shown in Fig. 5.53 and Table 5.9, with the results showing that the 

effects of mean WC grain size and binder phase mean free path are much more 

pronounced. WK increases with increasing milling time and decreasing hardness, but the 

rate of increase and the actual values obtained are significantly higher. WK reaches 14.9 

MN.m3/2 after 300 min milling but the hardness level has dropped to 1203 HV30. 

Surprisingly, the material milled for 60 min, which exhibited some η-phase, still 

achieved a WK value of 13.7 MN.m3/2, as carbon deficiency is known to reduce fracture 

toughness (Upadhyaya 1998). There did not seem to be any significant reduction in the 

rate of WK increase for the 180 min milled material, despite the excess carbon level. The 

effect of excess carbon is generally thought to be somewhat less than that of carbon 

deficient alloys. This has been attributed to improvements in WC grain size and binder 

phase distribution, which is brought about by increased binder phase fluidity (Bolton 
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and Keely 1982). Fracture toughness values using eq. 5.11 were again much higher than 

those from eq. 5.10, which, given the narrow hardness range obtained in this study, 

suggests that the relationship derived by Anstis et al. (1981) may be more suitable to 

hardmetals with a higher HV30 range. Fracture toughness data (using eq. 5.10) from 

both sintering techniques is overlaid with those obtained in the literature (Roebuck and 

Almond 1988; Brookes 1992) and is shown in Fig. 5.54. The data from sinter-HIP clearly 

fits much more closely than those obtained after pressureless sintering. These values 

should not be excluded as they may still be within the limits of scatter for these types of 

materials, which can be due, not only to real differences in materials, but also to the 

difficulties of measuring the values from which "toughness" is calculated. 
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Fig. 5.53 Effect of milling time on the fracture toughness of WC-10Co after sinter-HIP at 

1390°C/60 min. Data points fitted with a 2nd order polynomial. 
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Table 5.9 

Fracture toughness results from sinter-HIP at 1390°C/60 min and pressureless sintering. 

Milling time Sinter-HIP S.D. Sinter-HIP P’less P’less 

 

(min) 

WK 

(MN. m-3/2) 

 KIC (Anstis) 

(MN. m-3/2) 

WK 

(MN. m-3/2) 

KIC (Anstis) 

(MN. m-3/2) 

30 11.1 ± 0.48 14.3 12.7 19.0 

60 13.7 ± 0.24 18.7 13.1 18.0 

180 14.9 ± 0.31 20.2 11.0 15.5 

300 16.1 ± 0.33 21.8 11.6 16.4 

S.D. – standard deviation 
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Fig. 5.54 Fracture toughness results from sinter-HIP at 1390°C/60 min and pressureless 

sintering overlaid with those of Roebuck and Almond (1988). 

 

The transverse rupture strength (TRS) of the ball milled WC-10Co materials, 

consolidated by pressureless sintering and sinter-HIP, is shown in Fig. 5.55 with the 

average result of six type B samples for each technique listed in Table 5.10. TRS is an 

ultimate strength property, which is used as a standard in the hardmetal industry 

(Upadhyaya 1998). TRS is a combination of shear strength, compressive strength, and 

tensile strength and is used as a general measure of the toughness of the sintered 

material. When a WC-Co composite contains significant porosity, the strong correlation 

between its TRS and fracture toughness is obvious. The pores are viewed as existing 
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defects of which, the critical size is related to the critical stress and fracture toughness by 

(Fischmeister 1981; Exner, Walter and Pabst 1974): 

 

crIC aAK σ=          (5.23) 

 

where ca  is the critical defect size, rσ  is the rupture strength, and A is a geometry 

related constant. When the porosity level is very low or negligible, the relationship 

between TRS and fracture toughness is not so straight forward. In fact, it has been shown 

that strength reaches an asymptotic value as the defect size, a, becomes equal or less than 

the size of a characteristic value (Roebuck 1995). Further, the flexural strength and 

fracture toughness are completely different concepts in the context of solid mechanics. 

TRS is a static tensile property whilst fracture toughness is a measure of the resistance of 

a material to crack propagation. Therefore, the relationship between them must be 

examined accordingly. TRS reaches a peak after 60 min ball milling for both sintering 

techniques with higher values realised for each milled material after sinter-HIP. 

Interestingly, the results from both techniques follow the same trend, despite the fact 

that a deleterious phase of η and graphite was present in the 60 and 180 min milled 

samples, respectively, after sinter-HIP. Despite the presence of η-phase, the higher TRS 

achieved by the 60 min milled sample was probably due to its high relative density and 

therefore, lower residual porosity, thereby reducing the nature and distribution of this 

type of defect within the microstructure. Fractography analysis of WC-10Co is reported 

to occur from closed pores near the surface rather than open pores (Cha et al. 2007). 
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Given the nature of the sinter-HIP process, the TRS values are lower than expected and 

are considerably below those quoted for other sinter-HIP and pressureless sintering 

work, as shown in Table 5.10. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.55 Effect of ball milling time of the transverse rupture strength of WC-10Co, 

sintered by pressureless sintering and sinter-HIP. 
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Table 5.10 

Transverse rupture strength of WC-10Co after pressureless sintering and sinter-HIP. 

Milling time 

(min) 

Sintering conditions TRS – p’less 

(MPa) 

S.D. TRS – sinter-HIP 

(MPa) 

S.D. Ref. 

30 1390°C/60 min 907 ± 105 1505 ± 69 This work 

60 1390°C/60 min 1538 ± 73 2079 ± 57 This work 

180 1390°C/60 min 642 ± 113 1448 ± 83 This work 

300 1390°C/60 min 929 ± 79 1614 ± 52 This work 

1440 VS/1400°C/60 min 1820 - -  Sánchez et al. (2005) 

1440 VS+HIP/1440°C/60 min - - 3120  Sánchez et al. (2005) 

1440 VS/1380°C/45 min 2300 - -  Shao et al. (2003) 

1440 sinter-HIP/1380°C/45 min - - 3430  Shao et al. (2003) 

* VS = vacuum sintering; S.D. – standard deviation 
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Strength has also been compromised by substantial growth of the WC grains. As 

grain separation increases, the grains provide less restriction to plastic flow and strength 

decreases. The defect role is suppressed at high volume fractions of solid (Exner and 

Gurland 1970). Thus, grain growth must be controlled to optimise properties. The 

relationship between the two sets of data is a curious one. TRS of WC-10Co hardmetals 

is reported to decrease with decreasing WC grain size (Cha et al. 2007; Lindau 1977; 

Pickens and Gurland 1978; Sigl and Fischmeister 1988; Lueth 1974; Sadahiro and Takatsu 

1981). From Table 5.7, the milled materials after sinter-HIP show higher, average WC 

grain sizes compared to those from pressureless sintering. Both sets of materials show, in 

general, the same level of densification after sintering at 1390°C for 60 min with the 

majority of samples from pressureless sintering showing higher hardness and lower 

fracture toughness. If one views the fracture process during TRS testing as consisting of 

crack initiation and propagation processes with the ideal case when the effects of 

porosity are negligible, then the crack initiation process will dominate when the 

hardness is high and the fracture toughness is low. Therefore, the higher the hardness, 

then the higher the stress that is needed for crack initiation and, hence, the higher the 

TRS, Fig. 5.55. It is clear that other factors are influencing the fracture process for both 

types of sintered materials. The TRS of these materials is sensitively dependent on two 

major factors. The first factor is an extrinsic flaw where the fracture is initiated and the 

second factor is an intrinsic resistance to propagate the crack, i.e. fracture toughness. The 

effect of these factors on the TRS is dependent on the loading condition during the test 
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because it is affected not only by flaw size, but also by the location and distribution of 

flaws (Cha et al. 2007). As the densification results, Fig. 5.48, seemed to show that the 

mechanical properties of both materials were closely related to the structure formed 

during green pressing, then the fractured surfaces of the TRS samples were examined to 

search for further evidence. SEM micrographs of some of the TRS fracture surfaces are 

shown in Fig. 5.56. The fractographs confirm the critical importance placed on a uniform 

green structure in order to obtain reliable and consistent strength measurements. It is 

clear that the scale of the defects could not be compensated for during sintering, thereby 

resulting in the low rupture strength values. The defects were most likely caused by 

density gradients during pressing due to die wall friction and the poor compressibility of 

as-milled powder, and, to some extent, the length to width ratio of the green compact, all 

of which combined to cause delamination of the compacts’ structure during sintering.
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Fig. 5.56 SEM fractographs of some of the sinter-HIP TRS fracture surfaces. 

Fracture lines due to delamination of 
the green structure 

Macropores and fracture lines 
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60 min milling 180 min milling 
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5.3.4 Effect of milling temperature on densification and microstructure using 

pressureless sintering 

 

The powder milled for 60 min at -30°C was pressureless sintered at 1390°C in order to 

allow a direct comparison with the 60 min RT milled powder. The powder milled at RT 

gave a relative density of 98.6% after pressureless sintering compared to almost 

theoretical (99.9%) for the low temperature milled powder, Fig. 5.57. The driving force 

associated with pressureless sintering is the reduction of surface energy from the 

surfaces of the internal pores. More than 50% of densification in hardmetals is achieved 

before the eutectic temperature of the pseudobinary WC-Co system is reached 

(Bargtsson, Johannesson and Lindau 1973). It is advantageous to reduce O2 from the 

pores as much as possible during solid state heating otherwise at higher temperatures 

when the pores are closed the escape of CO gas is difficult (Amberg, Nylander and 

Uhrenius 1974). The TG/DSC data, Fig. 5.21, shows that the powder milled at -30°C 

underwent significant weight loss, which was complete by ~ 1100°C whilst the RT milled 

powder showed less weight loss, with completion at ~ 1300°C due to the level of 

impurities from milling pick up, Fig. 5.11. Impurities can have a significant effect on the 

existence of a continuous WC skeleton in the WC-Co microstructure (Uhrenius, Agren 

and Haglund 1996). According to the generally adopted proposal (Gurland 1959), the 

degree of skeleton formation can be quantitatively defined by the ratio of grain 

boundary area to total interface of the carbide grains (termed ‘contiguity’). Co diffuses 
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out on to the carbide surfaces at < 1000°C and the agglomeration of the carbides starts at 

these temperatures. At 1100°C, a pronounced change in the pore structure was observed. 

After a further increase in temperature, the finer carbide particles start to dissolve and 

the binder becomes alloyed with tungsten and carbon. Grain growth of coarser WC 

particles takes place and a facetted WC structure of the coarser carbide is formed at 

1200°C. Contiguity of the carbide phase after solid state sintering at 1250°C was reported 

to be ~ 0.3 (Uhrenius, Agren and Haglund 1996).  

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.57 Relative density as a function of milling time and temperature for WC10Co after 

pressureless sintering. 
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In general, high densities are not possible for this sintering technique as the final 

densification of powder compacts is strongly affected by the sintering atmosphere 

because the atmospheric gas is entrapped within pores as they become isolated (Kang 

2005). Full densification is impossible with a slow diffusing or inert gas unless a high 

external pressure is applied (Coble 1962; Paek, Eun and Kang 1988). However, the 

powder milled at -30°C shows remarkable densification behaviour under pressureless 

conditions. 

In Fig. 5.58, the residual porosity of the RT and -30°C milled powders after 

pressureless sintering can be seen, with a number of pores still remaining. Porosity 

rating for these materials is A06 and A04, respectively with no sign of any precipitates. 

Sintering behaviour can also suffer if the nanocrystalline powder is agglomerated. The 

powder milled at -30°C achieved close to full densification after pressureless sintering 

aided, to a certain degree, by its less agglomerated structure, Fig. 5.17.  

 

 

 

 

 

 

 

Fig. 5.58 Optical micrographs of WC-10Co for the (a) -30°C milled and (b) RT milled 

samples after pressureless sintering (1390°C/60 min).  

(a) (b) 

10 µm 10 µm 
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Both powders exhibited considerable grain coarsening after pressureless sintering 

due to the elevated temperature and isothermal hold time, with the -30°C milled powder 

exhibiting a similar mean WC grain size of 0.91 µm compared to 0.97 µm for the RT 

milled powder. At the final stage of sintering, densification is interrelated with grain 

growth in the presence of pores. Densification rate decreases with increasing grain size 

and also increasing sintering time (Kang and Jung 2004). The small decrease in mean WC 

grain size observed by the linear intercept method for the -30°C milled material was also 

detected by the coercivity measurement, as shown in Fig. 5.59. As previously stated, 

coercivity increases with decreasing grain size and also decreasing Co content. Both 

factors contribute together, as well as individually, to a higher number of WC-Co 

interfaces, whilst at the same time controlling the thickness of the Co interlayer. A higher 

quantity of interfaces obstructs domain wall movement by pinning and causes higher 

coercivity values (Topić et al. 2006).  
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Fig. 5.59 Coercivity as a function of milling time and temperature for WC-10Co after 

pressureless sintering (1390°C/60 min). 

 

SEM micrographs of the microstructures of the RT and -30°C milled samples after 

pressureless sintering are shown in Fig. 5.60. The microstructure of the low temperature 

milled sample shows a more uniform structure with a narrower grain size distribution 

but both samples exhibit considerable WC grain coarsening, which is reflected in the 
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values of 1298 and 1337 HV30, respectively. Hardness increased slightly for the low 

temperature milled material due to the slight decrease in WC grain size. During 

deformation, the hard grains provide strengthening to the matrix and decrease the 

0

2

4

6

8

10

12

14

16

18

30 60 RT 60 (-30°C) 180 300

C
oe

rc
iv

it
y 

(k
A

/m
)

Milling time (min) and temperature



 256 

dislocation motion. A high contiguity aids the hardness because of greater rigidity from 

solid-solid contacts (German 1985). Carbide particles form a partially connected 

structure with long range continuity through direct carbide-carbide contacts (Lee and 

Gurland 1978). For high mechanical properties and resistance to fracture, the matrix-

carbide grain interface must be strong, which necessitates that the interface is free from 

precipitates, impurities and pores (Amberg, Nylander and Uhrenius 1974; Luyckx 1975). 

The weak links associated with liquid phase sintered materials are typically the pores 

and points of solid-solid contact, which give contiguity to the product (Chermant and 

Osterstock 1976). 
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Fig. 5.60 SEM micrographs of the powders milled at (a) and (b) -30°C and (c) and (d) RT after pressureless sintering at 1390°C for 60 

min.

(b) 

(d) (c) 

(a) 
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Fig. 5.61 Hardness as a function of milling time and temperature for WC-10Co after 

pressureless sintering (1390°C/60 min). 
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which could account for the increased toughness for the low temperature milled material 

as it shows significantly less contamination from the milling media, Fig. 5.22. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.62 Fracture toughness as a function of milling time and temperature for WC-10Co 

after pressureless sintering (1390°C/60 min). 
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Table 5.11 

Fracture toughness results after pressureless sintering at 1390°C/60 min. 

Milling time 

(min) 

Wk 

(MN.m-3/2) 

S.D. KIC (Anstis) 

(MN.m-3/2) 

30 12.7 ± 0.29 19.0 

60 13.1 ± 0.16 18.0 

60 (-30°C) 13.3 ± 0.21 18.0 

180 11.0 ± 0.19 15.5 

300 11.6 ± 0.51 16.4 

 

 

5.3.5 Effect of milling temperature on densification and microstructure using sinter-

HIP 

 

Near theoretical density was observed by sintering the low temperature milled material 

under the application of an external pressure, Fig. 5.63. For comparison purposes, 

densities achieved from RT milling using pressureless and sinter-HIP processes are also 

shown. The densification level of the 60 min, -30°C milled material was uninfluenced by 

pressure-assisted sintering, which is not the case for the vast majority of  the RT milled 

materials with all but one showing increased levels of densification using sinter-HIP. 

Optical micrographs of the -30°C milled material after sinter-HIP are shown in Fig. 5.64. 

Residual porosity for this material is rated at A02 but the micrograph and low magsat 
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value of 11.4 emu g-1 indicate the presence of η-phase, which was well dispersed and 

below the level observed in the 60 min RT milled powder.  

  

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.63 Effect of ball milling temperature on densification using sinter-HIP (1390°C/60 

min + 5 min at 40 MPa). 
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Fig. 5.64 Optical micrographs of WC-10Co for the (a) -30°C milled and (b) RT milled 

samples after sinter-HIP. 

 

The presence of this third phase could have been due to the reactions involving CO, 

observed during TG/DSC measurements. These high CO reactions, coupled with carbon 

activity in the furnace atmosphere, may well have increased carbon deficiency. 

Coercivity increased to 9.11 kA/m compared to 8.2 kA/m for the 60 min RT milled 

material, Fig. 5.65. Typically, coercivity increases with increasing carbon content (Freytag 

and Exner 1977) but in this case the low temperature milled material exhibited a carbon 

deficiency phase, which suggests that the increase in coercive force is due to a decrease 

in WC grain size (Stjernberg 1970). This is confirmed by the increase in hardness with the 

low temperature milled material reaching 1363 HV30 compared to 1350 for the RT milled 

material, Fig. 5.66. This value is comparative with that of a conventional WC-10Co 

material with a ‘medium’ grain size structure classification (Scussel 1992). 

 

(a) 

10 µm 

(b) 

10 µm 



 263 

 

 

 

 

 

 

 

 

 

 

Fig. 5.65 Coercivity as a function of milling time and temperature for WC-10Co after 

sinter-HIP. 

 

The hardness of the carbide and matrix phases are functions of particle size d, and binder 

mean free path λ, and are empirically related (Gurland 1979): 
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Fig. 5.66 Effect of milling temperature and time on hardness of WC-10Co after 

pressureless and sinter-HIP. 
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during heat- up to solid state temperatures and a large fraction of densification takes 

place at solid-state temperatures. Rapid densification and grain growth are partially 

attributed to the surface energy anisotropy of tungsten carbide (Fang et al. 2005). There 

did not appear to be any localised WC discontinuous grain growth in either sample. It 

was therefore assumed that continuous grain growth occurred due to the elevated 

sintering temperature and isothermal hold time. The high temperature and hold time 

had a detrimental effect on mechanical properties, as hardness levels were lower than 

conventional WC-10Co materials. During pressure-assisted sintering, pore curvature 

dominates the driving force for densification when grain sizes are 2 – 3 nm. With larger 

grains (~100 nm), the applied pressure has the more significant effect. At intermediate 

grain sizes (~20 nm), the effects of both variables are comparable (Padmanabhan and 

Hahn 1996). The application of an external pressure can increase mechanical properties 

due to the elimination of large pores (Qvick 1988). However, somewhat unexpectedly, 

the hardness of the -30°C milled material did not increase above that obtained by 

pressureless sintering, Fig. 5.63. Sintered density and hardness values of the -30°C milled 

powder are higher than those reported for a WC-9.8Co cryomilled composition 

containing a grain growth inhibitor (Lee et al. 2003). 

 

 

 



 266 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.67 SEM micrographs of the WC-10Co materials from (a), (b) 60 min milling at -30°C and (c), (d) 60 min at RT after sinter-HIP. 
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Fig. 5.68 Mean WC grain size as a function of milling time and temperature (LT -30°C) 

after sinter-HIP and pressureless sintering at 1390°C/60 min. 
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material does not follow this trend. Milling at -30°C and pressureless sintering at 1390°C 

for 60 min results in a WC grain size of 0.92 µm and a WK value of 13.3 MN.m3/2 

compared to a WC grain size of 0.97 µm and a WK value of 13.0 MN.m3/2 for 60 min RT 

milling. The difference is increased even further after sinter-HIP with -30°C milling 

resulting in a WC grain size of 1.17 µm and a WK value of 14.5 MN.m3/2 compared to a 

WC grain size of 1.32 µm and a WK value of 13.7 MN.m3/2 after RT milling. The loss of 

carbon for both the -30°C and RT milled material did not have an effect on fracture 

toughness, which does not conform to general understanding as carbon deficiency is 

known to have a detrimental effect on toughness (Andrén 2001).   

The low temperature milled material achieved a higher strength after sinter-HIP 

compared to the 60 min RT milled material, Fig. 5.70 and Table 5.13, but the value 

obtained is considerably below that of a conventional, fine-grained WC- 10Co material, 

typically ~3100 MPa, but is also below that of a coarser-grained material (~ 2760 MPa) 

(Scussel 1992). Material defects, including pores, inclusions, and large grains can all 

cause premature failure (Exner and Gurland 1970), but Co content is the most important 

variable in producing hardmetals of different qualities (Upadhyaya 1998). This material 

exhibits near theoretical density and showed virtually negligible amounts of impurities 

after milling. The improved microstructure of this material would also serve to reduce 

premature failure. Therefore, the most viable explanation for the low TRS value for the -

30°C milled material is a reduced level of Co. The magsat for the -30°C milled material 

after sinter-HIP was 11.3 emu g-1, which is significantly below the magsat for WC-10Co 

of 16 emu/g. From the interrelationship between carbon and Co shown in Fig. 3.3, a 
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value of 11.3 emu/g falls below the carbon range for a 10% Co composition, which does 

not correspond with the level of η-phase observed for this material. It seems more likely 

that the level of Co has changed during the powder processing stage, thereby altering 

the final composition below that of a 10wt% WC-Co alloy. TRS is known to decrease 

with decreasing Co content (Doi, Fujiwara and Miyake 1969; Gurland 1963; Gurland 

1955; Engle 1942). 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.69 Effect of ball milling temperature and time on the fracture toughness of WC-

10Co after sinter-HIP. 
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Table 5.12 

Fracture toughness results from low temperature milling after sinter-HIP at 1390°C/60 min and pressureless sintering. 

 Sinter-HIP S.D. Sinter-HIP P’less P’less 

Milling time 

(min) 

WK 

(MN. m-3/2) 

 KIC (Anstis) 

(MN. m-3/2) 

WK 

(MN. m-3/2) 

KIC (Anstis) 

(MN. m-3/2) 

30 11.1 ± 0.48 14.3 12.7 19.0 

60 13.7 ± 0.24 18.7 13.1 18.0 

60 (-30°C) 14.5 ± 0.38 19.1 13.3 18.0 

180 14.9 ± 0.31 20.2 11.0 15.5 

300 16.1 ± 0.33 21.8 11.6 16.4 

S.D. – standard deviation 
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Fig. 5.70 Effect of ball milling temperature on the transverse rupture strength of WC-

10Co after sinter-HIP. 
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Table 5.13 

Transverse rupture strength of low temperature milled WC-10Co after pressureless 

sintering and sinter-HIP. 

Milling time 

(min) 

TRS – pressureless 

(MPa) 

S.D. TRS – sinter-HIP 

(MPa) 

S.D. 

30 906.7 ± 105 1505.2 ± 69 

60 1538.3 ± 73 2078.7 ± 57 

60 (-30°C) 1510.4 ± 66 2265.2 ± 83 

180 641.7 ± 113 1447.7 ± 52 

300 928.9 ± 79 1614.4 ± 61 

S.D. – standard deviation 
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5.4 Effect of grain growth inhibitor 

5.4.1 Effect of grain growth inhibitor on WC-Co eutectic temperature 

 

The heating scans of the WC-10Co-1VC powders after 60, 180, and 300 min ball milling 

can be seen in Fig. 5.71. The doped powders exhibit the same trend as the undoped WC-

10Co powders with the onset of melting reduced with increasing milling time, but to 

lower temperatures, which shows that the melting temperature (Tm) of WC-Co-VC is 

further decreased. The onset of melting for the 60, 180, and 300 min milled samples is 

1306°C, 1293°C, and 1283°C, respectively, thereby lowering the WC-Co eutectic reaction 

by ~ 30°C for the case of 300 min milling. This is consistent with other work (Luycks and 

Alli 2001; Taniuchi, Okada and Tanase 1997) and fits within the solidus-liquidus lines 

calculated for the WC-10Co-1VC phase diagram, Fig. 3.7. The stored enthalpy is 

considerably reduced by the addition of VC compared with the undoped powders, Fig. 

5.10, which suggests that the inhibitor has slowed down the rate of recovery and the 

relaxation processes within the grain boundaries. During milling, the inhibitor is 

distributed onto the surfaces of the WC grains, thus impeding coalescence during LPS. 

In general, coalescence is favoured in those cases where there are low misorientation 

angles between the grains and a high dihedral angle, apart from large grain size 

differences (Upadhyaya 1998). For a low dihedral angle, as in the case of the WC-Co 

system, the motion of the boundary through the small grain increases the system energy 

since the area of the grain boundary increases. Thus, there is an energy barrier for 
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impeding coalescence, and the simultaneous action of solution-reprecipitation from 

small to large grain is favoured (German 1985). 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.71 DSC heating scans of WC-10Co-1VC powders after ball-milling for 60, 180, and 

300 min. 
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fraction of hard phase. The lower levels observed for the doped powders may be due to 

the coarseness of the VC starting powder with the green densities suggesting inadequate 

processing times to refine the VC particle sizes. The starting size of the particles was > 10 

µm, Fig. 5.6, which is significantly larger than the starting sizes of both WC and Co. 

because of this, a minimum processing time of 30 min was not incorporated into the 

milling matrix for the doped powders as it was anticipated that such a short milling time 

would be insufficient for uniform particle deformation. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.72 Effect of ball milling time on the compaction behaviour of WC-10Co-1VC 

powders. 
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 After 300 min ball milling of the doped powder composition, an SEM micrograph, 

Fig. 5.73, shows one of many large particles of VC, approximately 5 µm diameter, still 

remaining in the powder. This type of hard particle would hinder compaction 

mechanisms, including the initial sliding and rearrangement of particles and could also 

affect the applied force. During the course of compaction in a single action press, 

interaction between friction and the applied load at the die walls, as well as the 

resistance of the reinforcement particles against applied pressure, reduce the transmitted 

force from the upper punch to the lower punch (Chen 1991). This effect is more 

pronounced for composite powders containing higher amounts of reinforcement 

particles, which will be further exaggerated with the inclusion of large VC particles. 

These large particles could also cause a density gradient through the green compact. 

 

 

 

 

 

 

 

 

 

Fig. 5.73 SEM micrograph of WC-10Co-1VC powder after 300 min ball milling showing a 

large fragment of VC. 
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5.4.3 Effect of inhibitor and milling time on densification and microstructure using 

pressureless sintering 

 

Compacts from the 180 min milled WC-10Co-1VC powder were pressureless sintered for 

60 min at temperatures between 1355°C and 1420°C. VC is known to be effective at 

limiting continuous WC grain growth for a WC-10Co composition from the eutectic 

temperature up to 1575°C (Morton, Wills and Stjernberg 2005). From Fig. 5.74, the doped 

material achieved a higher relative density at 1355°C that the undoped material, with 

values of 84% and 78.9%, respectively. This effect does not conform to other reported 

work where the opposite effect was found for a nanocrystalline WC-10Co-1VC 

composition (Fang et al. 2005). After 1355°C, densification of the doped material is 

retarded. With increasing temperature, the rate of densification changes quite 

dramatically for both materials with the undoped material approaching 98% by 1390°C 

whilst the doped material reaches 89% TD. Sintering temperature was increased by 30°C 

for the doped material, which increased density to ~ 93%. This clearly shows the effect of 

VC on retarding densification. Extrapolating the relative density data indicated that a 

considerable increase in temperature would be required in order to reach near 

theoretical, which would have a detrimental effect on microstructural coarsening, 

therefore further temperature increases were not applied. Hardness increased linearly 

with densification for the doped material, reaching ~ 1000 HV30 at 1390°C compared to ~ 

1200 HV30 for the undoped material. An increase in sintering temperature of 30°C 

resulted in an increase in hardness to ~ 1200 HV30. Despite this increase, hardness 
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remains substantially lower than values quoted in the literature of ~ 1800 HV30 for WC-

10Co-VC sintered at 1400°C (Morton, Wills and Stjernberg 2005; Kleiner-Bicherl et al. 

2006). 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.74 Relative density and hardness as a function of sintering temperature for WC-

10Co-1VC ball milled for 180 min and cold compacted at 250 MPa. 
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a number of critical factors with the first of these being the ineffectiveness of the 

synthesis process to break down the large VC particles. Given the coarseness of the VC 

powder particles, consideration was given to modifying the process sequence to pre-mill 

the VC powder in order to reduce the particle size to a much finer size before being 

added with the starting WC-10Co powder mix. The reason this route was not followed is 

due to the high levels of powder contamination observed during milling of the undoped 

powders and, therefore, it was decided to keep milling times to a minimum.  The second 

factor is the lower relative density values achieved at each milling time compared to 

those observed after milling of the undoped powders, coupled with the densification 

retardation effects of VC, which led to higher required sintering temperatures to achieve 

near theoretical density, as shown in Fig. 5.74. Porosity ratings for the 60, 180, and 300 

min milled materials are all rated at >A08 (see 4.5.3). The phenomenon of Co migration 

during sintering is dependent on the ability of the cobalt phase to wet the WC interfaces. 

This wetting behaviour is, in turn, strongly influenced by the grain growth inhibitor. It is 

known that VC inhibits the diffusion and migration of Co onto the WC grains at 

temperatures below the liquidus, which is attributed to low W solubility in the Co/V 

phase thereby decreasing the affinity of the Co binder for the WC grains (Taniuchi, 

Okada and Tanase 1997). This reduced affinity and migration behaviour may explain the 

higher porosity levels. 
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Fig. 5.75 Relative density and hardness of pressureless sintered (1390°C/60 min) WC-

10Co-1VC as a function of milling time. 
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Fig. 5.76 Optical micrographs of WC-10Co-1VC pressureless sintered at 1390°C/60 min after (a) 60 min, (b) 180 min, and (c) 300 min.

(a) (b) 

(c) 

10 µm 

10 µm 10 µm 
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The decreasing level of hardness with milling time corresponds with decreasing 

levels of densification, as shown in Fig. 5.75. It is also apparent that hardness of the 

doped material is more sensitive to milling time with a higher rate of decreasing 

hardness for a corresponding decrease in densification. Densification is strongly 

dependent on particle size with the onset of the rapid densification stage much faster for 

nanosize powders than ultrafine and fine powders (Fang et al. 2005). The entire 

temperature range of sintering during heating up was shown to shift proportionally to 

lower temperatures as the particle size decreased, which suggests that similar 

densification mechanisms are operating for nanocrystalline and micron-sized powders, 

although the activation energy for densification decreases significantly with a decrease 

in particle size (Groza 2007). However, with the doped materials, higher activation 

energy was required to improve densification, which suggests that powder particle sizes 

were coarser than those obtained from ball milling the undoped powders. 

 SEM micrographs of the sintered structures after pressureless sintering at 1390°C are 

shown in Fig. 5.77. The most striking observation is the inhomogeneity of the structures, 

which is most likely caused by inadequate mixing and dispersion of the inhibitor. One of 

the prerequisites of using grain growth inhibitors is a very homogeneous distribution of 

the inhibitor (Rabitsch and Veitsch 2007). The microstructures from all three milling 

times are very inhomogeneous, especially so for the 180 min milled material. The 

structure of the material after 300 min milling seems to have improved slightly but 

clearly, the ball milling times used in this study were not sufficient to uniformly reduce 

the VC particles. A slight improvement after 300 min milling suggests that the inhibitor 
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had only just started to become distributed at this stage, which, given the starting 

particle size of the inhibitor, does not seem unreasonable. There does not appear to be 

any γ phase present in the microstructures, which shows the high solubility of VC in Co, 

with all the VC being dissolved in the binder during sintering. 
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Fig. 5.77 SEM micrographs of pressureless sintered (1390°C/60 min) WC-10C-1VCo samples prepared from powder ball milled for 

(a), (b) 60 min; (c), (d) 180 min. 

(a) (b) 

(d) (c) 
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Fig. 5.77 cont’d SEM micrographs of pressureless sintered (1390°C/60 min) WC-10C-1VCo samples prepared from powder ball 

milled for (e), (f) 300 min. 

(e) (f) 
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EDX analysis of one of the poorly distributed areas from the 60 min milled material, 

highlighted in Fig. 5.77 (b), shows VC in combination with impurity element Fe, Fig. 

5.78. One positive aspect of the microstructures is that WC grain growth has been 

reduced compared to the undoped microstructures. The SEM micrograph from 300 min 

milling, Fig. 5.77 (f), seems to show a large WC grain, ~ 6 µm surrounded by grains of ~ 2 

µm. This suggests that discontinuous grain growth has occurred in the material. 

Inhomogeneous distribution of the inhibitor is known to cause this effect (Rabitsch and 

Veitsch 2007). 

 

 

 

 

 

 

 

 

 

Fig. 5.78 EDX analysis of the highlighted area shown in Fig. 5.76 (b).  
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5.4.4 Effect of inhibitor and milling time on densification and microstructure using 

sinter-HIP 

 

The 60, 180, and 300 min ball milled doped samples were sintered using the same 

process cycle as the undoped samples. Somewhat surprisingly, the application of an 

external pressure did not improve densification levels, Fig. 5.79, with the doped 

materials exhibiting similar values of relative density with milling time as those obtained 

from pressureless sintering. The 60 min milled material shows a significant increase in 

hardness compared to the sinter-HIP’d, undoped material, achieving 1463 HV30, which 

is surprising given that RD is < 90%. However, closer inspection of the microstructure, 

Fig. 5.82 (b), shows certain regions containing a much finer average WC grain size of < ~ 

0.5 µm, which would explain the higher hardness value. Hardness then decreases 

sharply after 60 min milling, which corresponds with the inhomogenous 

microstructures, Fig. 5.82 (d) and (f), and larger average WC grain sizes. A faster 

decrease in hardness is observed after 60 min milling than the undoped material and 

falls to 1115 HV30 after 300 min milling compared to 1205 HV30 for the undoped 

material. This behaviour relates back to green pressing and the inhomogenous, lower 

density green compacts produced as a result of the inadequate processing strategy to 

deal with the large VC starting particles.  
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Fig. 5.79 Relative density and hardness of sinter-HIP’d WC10Co1VC, as a function of 

milling time. 
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sliding as induced by an external pressure. The difference in porosity levels between the 

two techniques could be due to pore stability and the increased levels of WC grain 

growth induced by the external pressure. According to the concept of pore stability, 

pores that cannot shrink during solid state sintering may satisfy their shrinkage 

condition with grain growth (Kang 2005) and it has also been proposed that abnormal 

grain growth could contribute to the shrinkage of large pores (Xue 1989). A pore which 

does not satisfy its shrinkage condition can shrink after abnormal grain growth. 

However, questions remain as to whether such a contribution is realistic. Nevertheless, 

given the SEM micrographs (Fig. 5.82), a link between pore stability and grain growth is 

a reasonable assumption. 

The shortest milling time produced the optimum levels of hardness and density for 

the undoped material, as shown in Fig. 5.79. The effect of VC has been theorised on the 

basis of its solubility in the liquid Co phase during sintering and its effects on limiting 

the dissolution of W and C in liquid Co (Sadangi et al. 1999; Lay, Thibault and Hamar-

Thibault 2003). During liquid phase sintering, solution-reprecipitation is one of the 

primary mechanisms of grain growth. Limiting the dissolution of W and C in the liquid 

phase will consequentially slow grain growth. The high hardness of the 60 min milled 

material suggests that WC grain size is at its smallest at this point, and subsequently 

increases as shown by the decreasing rate of hardness, although caution has to be 

applied to the hardness measurements due to the high levels of porosity and the 

possibility of the indentation partially ‘collapsing’ during loading. Furthermore, it is 

difficult to separate out hardness vs density vs grain growth relations.
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Fig. 5.80 Optical micrographs of WC-10Co-1VC sinter-HIP’d at 1390°C/60 min after (a) 60 min, (b) 180 min, and (c) 300 min. 
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Magnetic coercivity can provide a characterisation tool for indirectly checking WC 

grain size. The coercive force required to demagnetise a WC/Co hardmetal is primarily 

related to the Co/WC interphase area, because magnetic domain walls are pinned by 

these phase boundaries. The Co/WC interphase area is inversely related to the WC grain 

size. For smaller values of the latter, the interphase area increases and consequently so 

does the coercivity. However, in this study, a physical-based model of the relationship 

between coercivity and inverse grain size could not be established due to the influence of 

Fe that was picked up during extended ball milling (180 and 300 min). With this in mind, 

measurements of coercivity were used purely to show trends with increasing milling 

time, Fig. 5.81, where coercivity of the doped material is observed to follow the same 

trend of the undoped material from both sinter-HIP and pressureless sintering. 

Coercivity reaches 17.4 kA m-1 after 60 min milling for the doped material with hardness 

also at its highest. After further milling (180 min), both properties fall quite dramatically 

with coercivity falling to 7.3 kA m-1 and hardness to 1250 HV30, which suggests a 

significant increase in WC grain size. This is clearly shown by the SEM micrographs in 

Fig. 5.82. There is a substantial increase in grain size for the 180 min milled material with 

a number of very coarse grains, ~ 4 µm, present in the microstructure. As expected from 

the level of Fe pick up, Fig. 5.11, coercivity then shows an increase for the 300 min milled 

material, achieving 15 kA m-1 whilst hardness falls to 1203 HV30. However, the average 

WC grain size and distribution seems smaller and more uniform after 300 min milling, 

which may account for a proportion of the observed increase in coercivity. Once again, 

caution should be applied to the coercive force measurements, not only because of Fe 
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pick up but also from the level of porosity in the doped materials. The effects of porosity 

on coercive force include; (i) magnetization per unit volume decreases with increasing 

porosity; (ii) the pores can either increase or decrease the coercive force (it is determined 

by the relative shapes between the pores and the magnetic particle; (iii) unless the 

number of the pores is very small, there is a linear relationship between coercive force 

and porosity; (iv) the influence of number of pores on the coercive force is small; (v) 

coercivity is insensitive to the pore size variation (Chang and Shyu 1990). 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.81 Coercivity as a function of milling time for WC-10Co-1VC sinter-HIP’d at 

1390°C/60 min. 
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EDX analysis of the highlighted area in Fig. 5.82 (f) also confirms a high Fe 

contamination level, Fig. 5.83. One way of minimising the contamination from the 

grinding medium and the vessel is to use the same material for the vessel and grinding 

medium as the powder being milled. Despite this, there will still be some wear and tear 

of the grinding medium, which will subsequently be incorporated into the powder. 

Thus, even though contamination from impurity elements will be minimised, the 

chemistry of the final powder will be different from the starting powder. This can be 

compensated for if one has knowledge of the extent of increase of the metallic content in 

the final powder. Given the prohibitively expensive cost of manufacturing a complete 

vessel from hardmetal, an alternative solution would involve the application of a 

hardmetal liner on the internal surface of the vessel. 
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Fig. 5.82 SEM micrographs of WC-10Co-1VC sinter-HIP’d for ball milling times of (a, b) 60 min and (c, d) 180 min. 

(a) (b) 

(d) (c) 

Co lake 
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Fig. 5.82 cont’d SEM micrographs of WC-10Co-1VC sinter-HIP’d for ball milling times of (e, f) 300 min. 
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Fig. 5.83 EDX analysis of the highlighted area shown in Fig. 5.81 (f). 

 

 An EBSD band contrast map shows some of the remaining, precipitated VC 

phase (blue colour), Fig. 5.84, with IPF colouring according to Fig. 5.45. VC is added to 

WC-Co in very small amounts, typically, no more than 1 wt%. This small amount is 

thought to fully dissolve in the binder during sintering, but it has been found that during 

cooling, VC precipitates as nanoparticles of (V,W)C (Egami, Ehira and Macida 1993). The 

diffusion of WC into the Co binder phase is controlled by the VC content. VC also has to 

be dissolved into the binder phase then precipitated at the WC/Co grain boundaries 

(Arenas et al. 1999; Chabretou, Allibert and Missiaen 2003). Average WC grain size of the 

300 min milled material was determined by measuring ~ 1250 grains using EBSD and 

found to be 0.53 µm, which compares favourably with the average grain size of 0.74 µm 

for the undoped material, Fig. 5.44. Grain size distribution, Fig. 5.85, shows a wider 
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distribution with a number of grains > 4 µm, which is consistent with the SEM 

micrographs shown in Fig. 5.82. Although there is evidence of discontinuous grain 

growth, the effectiveness of adding VC to suppress WC grain growth is clearly visible. 

The mechanism of grain size reduction in VC-doped WC-Co is thought to be related to 

the segregation of VC at the WC/Co or WC/WC interfaces (Taniuchi, Okada and Tanase 

1997). 
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Fig. 5.84 EBSD maps of 300 min milled WC-10Co-1VC after sinter-HIP, showing (a) 

diffraction pattern quality map after noise reduction; (b) IPF pattern quality map of the 

Co phase; (c) pattern quality map of cubic-Co (red) and VC (blue); (d) band contrast map 

of WC phase (blue). 
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Fig. 5.85 WC grain size distribution from EBSD for WC-10Co-1VC, ball milled for 300 

min and sinter-HIP’d at 1390°C for 60 min. 

 

5.4.5 Effect of inhibitor and milling time on mechanical properties 

 

The fracture toughness behaviour for both the doped and undoped materials after 

pressureless sintering are shown in Fig. 5.86 and Table 5.14, with Fig. 5.86 (b) showing 

the results after sinter-HIP. When V segregates on the WC/Co or WC/WC interfaces, the 

solid/liquid interfacial energy is decreased, and the process of smaller WC grains 

dissolving due to their higher dissolution potential and re-precipitating after diffusion 
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WC grains. The lower the interfacial energy, the finer the WC grain size and therefore, 
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the higher the hardness. The highest hardness is achieved for the 60 min milled material 

as it exhibits the most uniform and finest microstructure of the three milled, doped 

variants, with hardness decreasing with increasing milling time. Fracture toughness of 

the doped, pressureless sintered samples follows the generally observed trend of WC-Co 

materials (Fig. 5.54), increasing with decreasing hardness, compared to the inconsistent 

behaviour of the undoped, pressureless materials. However, the behaviour indicated in 

Fig. 5.86 (a) and (b) should be viewed with caution given the levels of residual porosity, 

as crack propagation may have been prematurely arrested by pores. The maximum 

hardness achieved is considerably lower than other, similar reported work where, for a 

similar WC grain size (2-4 µm), VC and binder content, ~ 1700 (HV30) was attained 

(Ngernbamrung et al. 2008). Upon first inspection, fracture toughness appears to 

compare well with the figures stated in other reported work (Ngernbamrung et al. 2008) 

of ~ 11 MN.m-3/2, but it should be noted that this figure was achieved with a much higher 

hardness. It seems reasonable to assume that the fracture toughness/hardness 

relationship (Fig. 5.50) for WC-Co materials would be similar for VC-doped WC-Co, as 

the parameter controlling crack resistance is the binder mean free path (Luyckx and Allli 

2001). Therefore, with the respective hardness values achieved in this study the expected 

fracture toughness would be ~ 14-15 MN.m-1/5. The large difference in toughness may be 

due to the amount of inhibitor used in this study as ultra-fine grained WC-Co cemented 

carbides (<0.5 µm) require a VC/Co weight ratio of 5 wt% for optimal properties 

(Upadhyaya 1996). Moreover, it is reported that a VC/Co ratio >10% leads to 

embrittlement due to (V,W)C precipitation at the WC-Co interface (Schubert, Bock and 
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Lux 1993) and in typical metal cutting grades containing less than 10% Co, a higher level 

of VC (> 0.6%) results in a drastic reduction in the toughness (Upadhyaya, Sarathy and 

Wagner 2001). A comparison of the results calculated from the two equations for 

determining fracture toughness, Table 5.14, shows considerable difference with the 

results from the Anstis et al. equation significantly higher than those from the Shetty et 

al. equation. Interestingly, the difference is reduced for the highest hardness (60 min 

milling, sinter-HIP), which suggests that each equation gives a better correlation for a 

certain hardness range.   
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Fig. 5.86 Effect of inhibitor and ball milling time on the hardness and fracture toughness 

of WC-10Co-1VC after (a) pressureless sintering and (b) sinter-HIP. 
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Table 5.14 

Fracture toughness results of WC-10Co-1VC material after pressureless sintering and sinter-HIP at 1390°C/60 min. 

 Sinter-HIP S.D. Sinter-HIP P’less S.D. P’less 

Milling time 

(min) 

WK 

(MN. m-3/2) 

 KIC (Anstis) 

(MN. m-3/2) 

WK 

(MN. m-3/2) 

 KIC (Anstis) 

(MN. m-3/2) 

60 9.3 ± 0.32 11.2 10.9 ± 0.19 16.4 

180 10.2 ± 0.48 13.9 11.4 ± 0.37 18.0 

300 12.6 ± 0.42  18.4 12.0 ± 0.31 18.8 
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 The lower WK values of the doped material suggest that the material possesses a 

poor, intrinsic resistance to crack propagation inevitably caused by the high volume 

fraction of porosity, which is confirmed by the transverse rupture strength (TRS) results, 

Fig. 5.87 and Table 5.15. The material reaches a maximum TRS of 1300 MPa, which is 

considerably lower than a TRS of 3780 MPa reported in similar work (Shi et al. 2006). For 

comparison purposes, results from both sintering techniques have been plotted to 

highlight the combination of VC doping and sintering process. The general trend 

exhibited by the materials is fairly representative of the microstructural aspects of each 

material and process with the sinter-HIP processed materials performing better than 

those from pressureless sintering due to their improved homogeneity and therefore, a 

reduced number of flaws. During pressureless sintering, residual macropores can result 

from irregularities in the initial particle arrangement or from void formation due to 

differential sintering in the vicinity of undestroyed agglomerates of fine powders 

(Kaysser et al. 1988). Both sets of results from the two techniques are affected by the 

inhomogenous green compacts, which could have been improved by incorporating a 

spray drying or granulating technique to improve the flow and compaction of the milled 

powders. Interestingly, the effect of milling time is less exaggerated for the doped 

materials. There is a significant amount of scatter with the TRS results, which is 

primarily due to the size and distribution of flaws caused by inadequate green pressing.   
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Fig. 5.87 Effect of inhibitor and ball milling time on the transverse rupture strength of 

WC-10Co-1VC for both pressureless and sinter-HIP. Data fitted with 2nd order 

polynomials. 
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Table 5.15 

Transverse rupture strength of WC-10Co-1VC after pressureless sintering and sinter-

HIP. 

Milling time 

(min) 

TRS – pressureless 

(MPa) 

S.D. TRS – sinter-HIP 

(MPa) 

S.D. 

60 560.1 ± 77 1226.3 ± 121 

180 527.89 ± 118 1122.8 ± 58 

300 637.79 ± 68 1304.3 ± 52 

S.D. – standard deviation 

 

5.5 Consolidation of milled WC-10Co powder using spark plasma sintering (SPS) 

 

The SPS technique is a relatively new sintering technique that allows the preparation of 

fully dense materials at lower sintering temperatures and shorter holding times (min) 

than the extended holding times (hours) and temperatures normally used in 

conventional sintering. SPS provides significant advantages to the processing of 

materials into configurations previously unattainable. SPS consists, essentially, of a 

combination of high temperature, high axial pressure, and low-mode (low voltage, high 

current) field (plasma) assisted sintering (Munir, Anselmi-Tamburini and Ohyanagi 

2006). The field component is associated with electric current passed through a powder 

specimen. The electric field generates Joule heat, which provides the conditions of hot 

compaction; the current also enhances densification and can improve the final grain 
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structure in quite a remarkable way. This approach significantly shortens processing and 

enhances the performance time and quality wise. In particular, it carries the potential of 

maintaining the nano-features in nanopowder-based materials after consolidation 

(Munir, Anselmi-Tamburini and Ohyanagi 2006; Nishimura et al. 1995; Nygren and Shen 

2003). 

 Based on the results from pressureless and sinter-HIP processing, two mechanically 

alloyed powders, namely 60 min RT and 60 min -30°C, were chosen for the majority of 

the SPS experiments. The 300 min milled powder was also processed for the first set of 

SPS conditions, Table 5.16, in order to establish the effect of milling time. Shrinkage rate 

of the 300 min milled powder, sintered for 10 min at 1100°C under an applied pressure 

of 50 MPa, is shown in Fig. 5.88. The powder starts to densify around 800°C with 

maximum shrinkage at ~ 1000°C. For comparison purposes, the shrinkage behaviour of 

the 60 min RT and -30°C milled powders, sintered using the same parameters, is also 

shown. It should be noted that these two powders were held under an axial pressure of 

100 MPa. The low temperature milled powder starts to densify around 980°C whereas 

the onset of densification is at 1005°C for the RT milled powder. This suggests that 

milling at -30°C has enhanced the densification kinetics for WC-10Co nanostructured 

powder. The low temperature milled powder exhibits slightly higher shrinkage 

compared to the RT milled powder but both are considerably below the maximum 

shrinkage shown by the 300 min milled powder. Maximum shrinkage rate is attained 

before the isothermal hold temperature. The total shrinkage exhibited by the three 

nanostructured powders appears significantly higher compared to similar SPS studies 
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(Cha et al. 2003; Huang et al. 2008), which may be due to the cold worked particle 

structure and their low green densities observed at 50 and 100 MPa compaction 

pressures, Fig. 5.12. For compacts with less than 60% theoretical density, percent 

shrinkage is high (Lardner, Spriggs and Wood 1972). Relative density of the 300 min 

milled material after sintering follows the same trend as that observed during 

pressureless and sinter-HIP, exhibiting a value of 85.6 %, whilst the RT and -30°C 

materials reached 94.3% and 94.7%, respectively. Residual porosity of the three samples 

is shown in the optical micrographs, Fig. 5.89 with Fig. 5.90 showing the microstructures 

of the three sintered materials. 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.88 Shrinkage behaviour of the ball milled WC-10Co powders during SPS for 10 

min at 1100°C.  

0

200

400

600

800

1000

1200

2 4 6 8 10 12 14 16 18 20

Time (min)

T
em

p
er

at
u

re
 (°

C
) 

0

2

4

6

8

10

12

14

16

18

Sh
ri

n
ka

ge
 r

at
e 

(m
m

/m
in

)

60 min -30°C

60 min RT

300 min

980°C

1005°C

802°C



 309 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.89 Optical micrographs of (a) 300 min, (b) 60 min RT, and (c) 60 min -30°C milling of WC-10Co after SPS for 10 min at 1100°C. 

(a) 

(c) 

(b) 
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Fig. 5.90 SEM micrographs of (a) 300 min with 50 MPa axial pressure, (b) 60 min RT, (c) and (d) 60 min -30°C milling with 100 MPa 

axial pressure after SPS for 10 min at 1100°C. 

(a) (b) 

(c) (d) 
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Both 60 min milled materials exhibit similar structures with wide, WC grain size 

distributions with a number of WC grains ~ 2-3 µm. Considerable WC grain growth 

appears to have taken place, even though the sintering temperature was significantly 

below the onset of liquidus, which is substantially lower than the LPS sintering 

techniques. It is evident that the WC grains have changed from an equi-axed to a 

facetted, platelet shape after SPS for 10 min at 1100°C. The 300 min milled material, Fig. 

5.89 (a), shows a non-uniform distribution of Co along with areas of nano-sized (< 0.2 

µm) and coarse (2.5-6.0 µm) WC grains. An interesting phenomenon observed with the 

low temperature milled SPS material is shown in Fig. 5.89 (d). The microstructure shows 

a number of particles containing much coarser grains than the majority of the sample 

with the actual particle itself retaining a degree of residual sphericity from milling (Fig. 

5.17), which suggests that the particle was only modestly deformed during SPS. This 

suggests that reduced deformation of the particles led to formation of the coarse grains. 

A major part of grain coarsening and facetting of WC grains proceeds during solid-

state sintering prior to the formation of a liquid (Haglund 1998; Petersson 2004; Allibert 

2001; Gille, Leitner and Roebuck 1996). WC solid solubility in Co is known to become 

significant from 1100°C (Allibert 1999) with WC dissolution beginning at about 800°C 

(Haglund and Agren 1998). Solid-state shrinkage occurs due to Co spreading onto WC 

particles and rearrangement of the particles as they dissolve in the binder, thereby 

becoming facetted (Haglund, Agren and Uhrenius 1998; Roure 1996; Agren et al. 1996; 

Missiaen and Roure 1998; Schubert, Bock and Lux 1999). Co spreading occurs from 

1100°C (Haglund, Agren and Uhrenius 1998) but readily contributes to the early stage of 
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densification for very fine powders (Schubert, Bock and Lux 1999). Recent theoretical 

approaches (Agren et al. 1996; Missiaen and Roure 1998) propose creep of the Co binder 

as the local process driving solid state rearrangement. However, the above mentioned, 

more conventional characteristics are somewhat different to the densification mechanism 

of WC-Co powders in the early stages of the SPS process. It was shown that at ~ 800°C, 

morphological changes occur in the powder where the sintering necks form, and local 

melting at the surface of particles is observed (Liu et al. 2008). At ~ 1000°C, more melting 

features are found at the surfaces of particles. With a further increase in the sintering 

temperature, ~ 1200°C, near TD is approached. As the sintering temperatures are much 

lower than the melting temperature of Co (1495°C), melting of the Co film surrounding 

the WC particles indicates that an extraordinarily high temperature is generated at the 

particle surface, which is higher than the melting point of Co. Accordingly, an 

inhomogeneous temperature distribution should exist in the WC-Co composite particles 

at the stage of neck formation. 

 Hardness and fracture toughness (WK) values for the three materials after SPS at 

1100°C for 10 min are given in Table 5.16. Although relative densities for the 60 min RT 

and -30°C materials are below those achieved from pressureless and sinter-HIP, 

hardness values are higher at 1433 and 1478 HV30, respectively. The given increase in 

hardness is not matched by a similar decrease in WK, as the RT and -30°C materials 

achieved 9.2 and 10.1 MN.m3/2, respectively. Coercive force measurements, Fig.’s 5.59 

and 5.65, indicate that the higher hardness achieved by the low temperature milled 

powder was achieved by grain size refinement. The hardness value obtained for the -
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30°C milled material is comparable with other reported work of ~ 1500 HV30 (Cha, Hong 

and Kim 2003) but the RT milled material has not performed as well. WK values are 

higher than those reported in the literature for SPS WC-10Co (Cha, Hong and Kim 2003). 

Based on these initial findings, the -30°C milled material was used for the remaining SPS 

experiments. 

In order to try and improve densification, the sintering temperature was increased to 

1150°C with the isothermal hold time reduced to 5 min to try and minimize WC grain 

growth. Shrinkage behaviour of the material is shown in Fig. 5.91 with the SEM 

micrographs shown in Fig. 5.92. The change in temperature caused a slight decrease in 

densification, falling from 13.73 to 13.64 g cm-3. Macro-pores are also visible in the 

microstructure. More surprisingly is the effect on the hardness level, which increased 

from 1478 to 1541 HV30 despite a decrease in coercive force. The increased temperature 

may have provided additional strengthening to the WC skeletal structure, which, in 

turn, provided strengthening to the matrix and decreased the dislocation motion during 

deformation. 
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Fig. 5.91 Shrinkage behaviour of the -30°C ball milled WC-10Co powder during SPS for 5 

min at 1150°C under 100 MPa pressure.  

 

 

 

 

 

 

 

 

Fig. 5.92 SEM micrographs of -30°C ball milled WC-10Co after SPS for 10 min at 1150°C 

under 100 MPa pressure. 
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Sintering temperature was increased to 1200°C in order to maximise densification 

but minimise grain growth with an isothermal hold time of 3 min. Heating rate was 

doubled from 150°C min-1 to 300°C min-1 and cooling rate was reduced to 100°C min-1 to 

prevent any cracking due to the mismatch of thermal expansion coefficients of WC and 

Co. The shrinkage behaviour of the powder is shown in Fig. 5.93, and the SEM 

micrographs are shown in Fig. 5.94. Doubling the heat up rate has reduced the total 

amount of shrinkage from ~ 12 mm to ~ 8 mm. Although the microstructure suggests an 

increased level of densification over the sample sintered at 1150°C, the density 

measurement does not support this and, in fact, shows a small decrease. Coercive force 

suggests an increase in WC grain size but the hardness result does not follow the typical 

Hall-Petch relationship between hardness and grain size, as hardness increased from 

1541 to 1557 HV30. Densification rate of WC-Co during SPS is thought to depend on the 

average heating rate rather than on the temperature history (Gillia and Bouvard 2000). 

Spark-plasma sintering results in extremely high heating rates, which enable powder 

systems’ higher sinterability and cause highly non-uniform local and effective 

temperature distributions. These distributions impact vacancy concentrations (providing 

conditions for thermal diffusion), cause local melting within interparticle contact areas, 

and create thermal stresses, which stimulate dislocation creep. These phenomena 

instigate, in turn, accelerated diffusion and densification rates during spark-plasma 

sintering. The second group is related to the direct impact of an electromagnetic field on 

the diffusion mass transport through electromigration, ponderomotive forces, 

electroplasticity mechanisms, “pinch” effect, and dielectric breakdown of oxide films 
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(cleansing effect) including defect generation at grain boundaries (Olevsky, Kandukuri 

and Froyen 2007). 

 

 

 

 

 

 

 

 

Fig. 5.93 Shrinkage behaviour of the -30°C ball milled WC-10Co powder during SPS for 3 

min at 1200°C under 100 MPa pressure.  

 

 

 

 

 

 

 

 

Fig. 5.94 SEM micrographs of -30°C ball milled WC-10Co after SPS for 3 min at 1200°C 

under 100 MPa pressure. 
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Table 5.16 

Mechanical properties of WC-10Co ball milled materials after SPS. 

Powder prep. SPS parameters Density 

(g cm-3) 

TD 

(%) 

Hardness 

HV30 

Coercivity 

(kA-1) 

WK 

(MN.m3/2) 

Ref. 

MA 300 min 1100°C/10min/50 MPa 12.41 85.6 804 23.2 - This work 

MA 60 min 1100°C/10min/100 MPa 13.67 94.3 1433 9.1 9.2 This work 

MA -30°C 60 min 1100°C/10min/100 MPa 13.73 94.7 1478 15.1 10.1 This work 

MA -30°C 60 min 1150°C/5min/100 MPa 13.64 94.1 1541 14.8 10.7 This work 

MA -30°C 60 min 1200°C/3min/100 MPa 13.63 94.0 1557 14.0 11.3 This work 

MA 1440 min 1100°C/10min/100 MPa 14.21 98.0 1500 - 11.0 (Cha et al. 2003) 
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5.6 Summary of the discussion 

 

The work undertaken in this study concerns the synthesis of nanostructured hardmetal 

(WC-10wt%Co) powders by ball milling at room temperature and low temperature, and 

the consolidation of said powders. From an industrial standpoint, ball milling is the 

commonly applied comminution method in the hardmetals industry. This operation is 

carried out mainly to blend the carbides with the auxiliary binder metal. The mechanical 

properties and the elimination of porosity from the sintered products are largely 

associated with the uniformity of cobalt distribution. This can be assured only when the 

ball milled admixture is uniform. The prime objective of ball milling, apart from particle 

size reduction, is to ensure that every carbide particle is coated with cobalt. In addition, 

it creates new active surfaces and an increased defect structure of both carbides and 

metal binder. It is important to understand the effect of a change in ball milling 

parameters on the sintered microstructure and properties of the bulk material, if the use 

of nano-scale powders is to become more than just consigned to niche markets. 

 

5.6.1 Ball milling time 

 

The influence of a change in ball milling time and the interrelation between particle size 

and melting temperature has been obtained for WC-10Co alloys, with and without grain 
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growth inhibitor. VC grain growth inhibitor, and ball milling times ranging from 30 min 

to 300 min were evaluated. 

 A balance in the mechanisms of MA appeared to be reached after 60 min high-energy 

ball milling using variable rotation rates and repetitious circulation. No microstructural 

or mechanical property-related advantage was found by extending the MA time beyond 

60 min for either the VC-doped or undoped alloys. X-ray analysis showed that the 

average WC domain size was reduced to 21 nm after 60 min milling and 27 nm after 300 

min milling with negligible levels of WC mean square strain. Although extending the 

milling time beyond 60 min did lead to a reduction in the mean particle size, this only 

served to reduce green density levels to 61.9% at 400 MPa pressure for the 300 min 

milled powder compared to 64% for the 60 min milled powder. There is difficulty in 

compacting fine, irregular powders because of large, interparticle frictional forces. Green 

density increased linearly with compaction pressure for the range 100-400 MPa for each 

milling time, Fig. 5.95. Green density levels for the VC-doped powders were lower than 

the undoped powders, decreasing to ~ 57% after 300 min milling. A reduction in particle 

size through extended milling time did lower the onset temperature of the WC-Co 

eutectic reaction from 1344°C for 60 min milling to 1312°C for 300 min milling, Fig. 5.96. 

A further reduction was observed for the VC-doped alloys, lowering the onset 

temperature from 1306°C for 60 min milling to 1283°C for 300 min milling. Extended 

milling time also increased the level of powder contamination from the milling media, 

with Fe pick-up increasing from 0.25 wt% for 30 min milling to 2.75 wt% for 300 min 

milling. 
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Fig. 5.95 Effect of compaction pressure on the relative density of WC-10Co powders ball 

milled for 30, 60, 180, and 300 min. 
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Fig. 5.96 DSC heating scan of the WC-10Co powders after ball milling for 60, 180, and 

300 min with the onset and completion of melting shown for each powder. 
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size for the low temperature milled powder compared to the RT milled powder. Thermal 

analysis showed only a small difference in the onset temperature with the RT powder 

the lower of the two. A larger release of energy was observed for the -30°C milled 

powder, which suggested a higher level of stored energy in the particles. The thermal 

analysis scans were quite different in terms of weight loss with the -30°C milled powder 

exhibiting a higher loss, and the scans also revealed a number of weight changes had 

taken place, which were much more exaggerated for the -30°C milled powder. The 

temperatures of the weight changes suggested the decomposition of CO3O4, CO2, or CO. 

Interestingly, XRF analysis showed much reduced levels of contamination for the -30°C 

milled powder with Fe pick-up at a negligible level. The morphology and structure of 

the particles aided cold compaction, as a green density of 65.5% was obtained for the -

30°C milled powder at 400 MPa pressure compared to 64% for the RT milled powder.  

 

 

 

 

 

 

 

Fig. 5.97 SEM micrographs of the WC-10Co powders after 60 min milling at (a) -30°C 

and (b) RT. 

 

(a) (b) 
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Fig. 5.98 Effect of compaction pressure on the relative density of WC-10Co powders ball 

milled for 60 min at -30°C and RT. 

 

5.6.3 Consolidation of nanostructured hardmetal powders using conventional and 

non-conventional methods 

 

The influence of pressure and temperature on the densification rate and mechanical 

properties of the mechanically alloyed powders have been established. Optimum levels 

of densification were observed for both the 60 min RT and -30°C milled powders, with 

the latter achieving close to theoretical density after pressureless sintering at 1390°C for 

60 min. This temperature was used to allow a direct comparison with an industrial-

based, sinter-HIP process. Densification was affected by increased milling time, 

54

56

58

60

62

64

66

50 100 150 200 250 300 350 400 450

Compaction pressure (MPa)

R
el

at
iv

e 
d

en
si

ty
 (%

)

60 min RT 60 min -30°C



 324 

decreasing to ~ 96% for the 300 min milled material. Hardness levels reached a peak of 

1298 HV30 for the 60 min milled material and then decreased to 1226 HV30 for the 300 

min milled material, Fig. 5.99. The increased level of densification exhibited by the low 

temperature milled material resulted in a hardness value of 1337 HV30. However, 

microstructural analysis of both RT and -30°C milled materials showed that substantial 

WC grain growth had taken place due to the elevated temperature and isothermal hold 

time. 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5.99 Sintered density and hardness in relation to green density of ball milled WC-

10Co. 
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Indirect measurements of WC grain size by coercive force revealed a similar value 

for both materials, which was confirmed by linear intercept measurements. Magnetic 

measurements were affected by ferromagnetism, caused by Fe pick-up during milling. 

The relationship between hardness and average WC grain size of the sintered samples, 

Fig. 5.100, revealed that the Hv – d-1/2 relationship in this study does not follow normal 

H-P behaviour as reported in other work for WC-10wt%Co with increasing hardness 

with decreasing WC grain size (Shi, Shao and Duan 2007; Cha et al. 2001; Roebuck, Gee 

and Morrell 2006), but instead exhibits decreasing strength with decreasing WC grain 

size (increasing milling time). This unusual behaviour most likely stems from the 

synthesis process itself, more specifically, the high mechanical energy generated by the 

horizontal ball mill, and the subsequent difficulties in pressing a homogenous green 

compact with increasing milling time. 
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Fig. 5.100 Hardness as a function of the inverse square root of WC grain size (d-0.5) for 

WC-10wt%Co data from this study. 
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and Courtney 1998). The -30°C milled material was the exception, exhibiting a higher WK 

with higher hardness due to its improved structure at both the green and sintered stages. 

 Fracture toughness behaviour of the WC-10Co materials after sinter-HIP (1390°C/60 

min) processing, Fig. 5.101, showed that the effects of mean WC grain size and binder 

phase mean free path were much more pronounced. WK increased with increasing 

milling time and decreasing hardness, but the rate of increase and the actual values 

obtained were significantly higher. WK reached 14.9 MN.m-3/2 after 300 min milling but 

the hardness level dropped to 1203 HV30. Surprisingly, the material milled for 60 min, 

which exhibited some η-phase, still achieved a WK value of 13.7 MN.m-3/2. 

 The VC-doped materials did not respond well to pressureless sintering, showing 

reduced levels of densification with increased milling time compared to the undoped 

materials. The doped materials also showed a reduction in the densification rate with 

increasing temperature, which was probably caused by an alteration in the interfacial 

energy or interference with the interfacial dissolution and reprecipitation steps. 

Optimum densification and properties were once again observed for the 60 min milled 

material, which exhibited a relative density of 89.5% and a hardness of 1086 HV30. These 

results were considerably below those reported in the literature, mainly due to the 

differences in the starting particle sizes between WC, Co and VC and the subsequent 

non-uniform distribution and deformation of VC during ball milling. There was 

evidence that discontinuous grain growth had occurred in the 300 min milled material, 

which was probably caused by compositional differences in the powder compact or 
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coarse carbides acting as ‘seeds’ for rapid grain coarsening for a small fraction of the WC 

grains. 

 A further set of the mechanically alloyed samples were processed using sinter-HIP at 

a temperature of 1390°C, followed by 5 min at 40 MPa pressure. The addition of a high 

isostatic pressure during sintering aided densification levels and pore collapse for the 30, 

60 and 180 min milled materials to 96.7, 99.5% and 98.2%, respectively, Fig. 5.99. 

However, the 300 min material showed a slight decrease to 96%. Rearrangement 

processes play a larger role in densification. In the rearrangement stage, the rate of 

densification increases as the capillary force increases. Sinter-HIP also caused additional 

microstructural coarsening for the 30, and 60 min milled materials with enlargement due 

to a solution-reprecipitation process. Co pooling was observed for the 30 min milled 

material caused by nonuniform distribution of the binder during milling. Optical 

micrographs of the 60 min milled materials showed slight carbon deficiency (η-phase), 

less so for the low temperature milled material, which was probably caused by slight 

decarburisation during the vacuum sintering stage of sinter-HIP. On the whole, sinter-

HIP had a detrimental effect on hardness levels with only the material from the shortest 

milling time showing an increase. The remaining materials exhibited the same 

decreasing trend with increasing milling time as that observed from pressureless 

sintering but at a faster rate. This suggested that sinter-HIP had exaggerated the effects 

of ‘over-milling’, for example, high levels of contamination, and reduced green density. 

WC mean grain size decreased with increased milling time, which followed the same 

trend as that from pressureless sintering. Electron backscatter diffraction (EBSD) of the 
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300 min milled sample estimated mean WC grain size to be 0.74 µm compared to 0.85 

µm for the pressureless sintered material. The low temperature milled material exhibited 

a smaller WC grain size after sinter-HIP compared to the RT milled material, achieving 

1.47 µm and 1.62 µm, respectively. Fracture toughness values were higher as a result of 

the WC grain sizes and binder mean free path, and increased with decreasing hardness. 

Once again, the low temperature milled material countered that relationship and 

showed increased WK with increased hardness. Analysis of the fracture surfaces of 

broken TRS testpieces graphically demonstrated the reasons for the low levels of 

material strength, including delamination of the green structure, fracture lines, and 

macro-pores. It was clear that the root cause of the low mechanical properties achieved 

from both sintering techniques was due to the inhomogeneity introduced during green 

pressing, as the powders were not spray dried or granulated. 

 Sinter-HIP did not improve densification levels for the VC-doped materials but had a 

detrimental effect, with densification values reduced, on average, by ~ 10% compared to 

the undoped, sinter-HIP’d materials, which was approximately the same difference 

found after pressureless sintering. Optimum mechanical properties were achieved by the 

60 min milled material with hardness measured at 1463 HV30 for 90% relative density, 

which represented a hardness increase of ~ 12% over the undoped material. The high 

hardness was attributed to the reduced, mean WC grain size, which was shown by the 

highest coercive force value of 17.4 kA m-1. Hardness decreased at a higher rate with 

milling time compared to the undoped material even though WC grain growth had been 

reduced by the inhibitor, with a mean grain size of 0.53 µm determined by EBSD for the 
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300 min milled material compared to 0.74 µm for the equivalent, undoped material. WK 

values were lower than the undoped material and considerably below reported values. 

This was due to the amount of inhibitor used as fine-grained WC-Co cemented carbides 

require a VC/Co weight ratio of 5 wt% for optimal properties. The high VC/Co ratio used 

in this study led to embrittlement due to (V,W)C precipitation at the WC-Co interface. 

The poor crack resistance was also demonstrated by the low TRS values, which reached 

a maximum of 1300 MPa. 

 Microstructural aspects of the materials were affected by a number of factors 

including; (i) slow heating rates, (ii) high temperature, (iii) and long hold times of the 

conventional sintering techniques. A non-conventional technique of spark plasma 

sintering (SPS) densified the 60 min milled materials at 1100°C with a hold time of 10 

mins with a heat up rate of 150°C min-1. Both materials achieved ~ 94% relative density 

with improved hardness levels compared to those achieved for conventional sintering, 

Fig. 5.101. A higher hardness was observed for the low temperature milled material. 

SEM micrographs showed significant WC grain growth had taken place even though the 

sintering temperature was well below the onset temperature of the WC-Co eutectic 

(1320°C). This suggested that rapid heating had accelerated densification during 

sintering due to the early activation of consolidation diffusion mechanisms. Surface 

diffusion contributes to the evolution of the pore surface curvature, thereby influencing 

the intensity of grain-boundary diffusion during the early stages of sintering. The 

interaction of the surface and grain-boundary diffusion is one of the major mechanisms 

enabling the impact of heating rates on the consolidation kinetics during SPS. The results 
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also suggested that a high solubility of WC in Co existed well below the eutectic 

temperature, which helped in surface smoothing of the particles leading to an enhanced 

rearrangement in the solid state. An increase in sintering temperature to 1150°C with a 

shorter hold time of 5 mins resulted in a slight drop in relative density but an increase in 

hardness to 1541 HV30 for the low temperature milled material, with a corresponding 

decrease in WK. Relative density continued to decrease with increased temperature but at 

a much lower rate due to the higher heating rate of 300°C min-1. Hardness reached 1557 

HV30 with a WK of 11.3 MN.m-3/2, which compared favourably with the results from 

conventional sintering. 

 

 

 

 

 

 

 

 

 

 

Fig. 5.101 Comparison of the hardness levels achieved for the MA processed and 

sintered powders with those reported in the literature. 
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6. Conclusions 

 

1. Nanostructured WC-10wt%Co powder was synthesised after 60 min cyclic milling at 

room temperature with an average WC domain size of 21 nm and mean square strain 

of 6 x 10-4, measured by X-ray diffraction line broadening. WC domain size showed a 

slight increase with milling time, which may be due to dynamic recovery during 

extended milling caused by thermal processes, as the size increased to 27 nm after 

300 min ball milling.  

2. Composite WC-Co particles with a homogeneous distribution of superfine (<0.5 µm) 

WC grains in the Co matrix were formed after 60 min of milling. Extended ball 

milling (300 min) reduced the mean particle size from 0.148 µm for 60 min milling to 

0.117 µm, Fig. 5.8. Particle size distribution showed more nanosized (<0.2 µm) 

particles were generated with increasing milling time. This, along with the particle 

morphological results, Fig. 5.6 (g), suggested that the actual particles being measured 

were non-agglomerated, single particle fragments from the ball milling process. 

Particle size measurements also suggested that the milling ‘limit’ was reached under 

300 min, as a five-fold increase in ball milling time shifted the mean particle size by 

just 0.03 µm. This small reduction in the mean particle size with milling time 

suggested strong interparticle bonding in the agglomerates, i.e. hard agglomerates. 

3. Thermal analysis showed that the onset temperature of the WC-Co eutectic was 

reduced with increased milling time with an onset temperature of 1344°C, 1331°C, 
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and 1312°C recorded after 60, 180, and 300 min milling, respectively. Grain boundary 

stored energy increased after 60 min milling up to 180 min ball milling. After further 

milling (300 min), the energy release decreased to a level below that of the powder 

milled for 60 min, which, along with the larger WC domain size from 300 min 

milling, suggested that MA steady-state equilibrium was reached between 60 and 180 

min. 

4. Powder contamination from the milling media increased with increased milling time 

with Fe content measured at ~ 3wt% after 300 min ball milling. The reason for a high 

amount of Fe contamination during milling is due to the difference in hardness 

between the stellite milling medium and the WC powders. Controlling the purity of 

the powders is a key requirement if the promise of nano-hardmetals is to be realised. 

With the high surface area of nanoscale particles, there is a high risk of the impurity 

elements in the surroundings being absorbed onto their surfaces.  

5. Green density increased linearly with compaction pressure between 100 and 400 

MPa for all the milled powders. It was possible to exceed 60% relative density for all 

the ball milled powders, provided that compaction pressure was > 300 MPa, Fig. 5.11. 

Increased ball milling time resulted in decreased levels of green density, which was a 

direct result of the increase in average surface area of the particles resulting in an 

increase in inter-particle friction. A phenomenological compaction equation was used 

to show the compaction behaviour of the powders with ball milling time, Fig. 5.14. 

Plastic deformation behaviour showed a gradual decrease with milling time up to 

180 min milling, which suggested that the levels of cold work from the MA 
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mechanisms (repeated welding, fracturing, and re-welding of powder particles) were 

of sufficient intensity, even after 30 min, to have a gradual effect on the hardness of 

the powder particles. After prolonged ball milling (300 min), the curve showed a 

sharp decrease, which indicated an increased level of cold work, producing more 

brittle powder particles. This was consistent with the morphological changes shown 

in Fig. 5.6. The curve in Fig. 5.14 also showed that the MA mechanisms did not reach 

equilibrium. 

6. In direct comparison, a WC-10wt%Co composition was MA at -30°C for 60 min with 

the aid of a refrigerated bath. Average WC domain size, determined by X-ray line 

broadening, was 26 nm compared to 21 nm for the powder milled at RT. The 

measured rms-strain in the WC lattice was higher for the powder milled at -30°C. 

The higher value of mean square strain suggested that milling at a lower temperature 

reduced the rate of dynamic recovery. 

7. The morphology of the particles from -30°C milling showed increased deformation 

with a slightly rounded morphology. The particles also seemed to show a high 

degree of flattening, which suggested an imbalance between the mechanisms of MA. 

Particle size measurements of the low temperature milled powder showed a smaller 

mean particle size of 0.129 µm compared with 0.148 µm for the RT, 60 min milled 

powder. 

8. The powder milled at -30°C showed increased relative density with increased 

pressure, showing higher values at each pressure. At 400 MPa pressure, the powder 

milled at RT gave a relative density of 64% compared with 65.5% for the powder 
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milled at -30°C. The higher relative density achieved by the powder milled at low 

temperature was a result of its flattened, slightly rounded morphology, as it allowed 

higher mechanical interlocking between particles. 

9. From a TGA/DSC scan (Fig. 5.19), the powder milled at low temperature showed a 

greater enthalpy release, which suggested a higher level of grain boundary stored 

energy in the particles. The powder milled at -30°C showed a higher weight loss, 

reaching ~ 0.9% compared with ~ 0.7% for the RT milled powder. The derivative of 

weight loss showed a number of thermal events occurred for both powders, although 

the events for the low temperature milled powder were significantly increased and 

also shifted to higher temperatures. Without mass spectroscopy it was unclear 

whether this change represented the decomposition of CO3O4, CO2, or CO. 

10.  Wear of the milling media was considerably reduced by lowering the MA process 

temperature to -30°C with almost undetectable levels of Fe after 60 min milling with 

stellite media compared with 1.2wt% Fe after 60 min at RT. This suggested that low 

temperature milling could help to lower powder surface and interface contamination 

levels, which are of particular concern for nanostructured materials. 

11. Initial densification levels of the RT milled powders, after pressureless sintering for 

60 min at 1355°C, showed an inverse relationship with green density, Fig. 5.24. The 

300 min milled powder with the lowest green density and, therefore the smallest 

particle size, showed the highest level of densification after sintering and reached ~ 

93% TD compared with ~ 76% for the 60 min milled powder, which showed a larger 

particle size. Densification and hardness reached optimum levels for the 60 min 
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milled powder after pressureless sintering for 60 min at 1390°C with 99% TD and 

1326 HV30, respectively. Both properties decreased with increased milling time with 

the 300 min milled powder achieving ~ 96% TD and 1298 HV30, respectively. WC 

grain size measurements showed that, overall, increased milling time resulted in a 

decrease in average WC grain size. However, decreasing WC grain size with 

decreasing hardness does not follow the typical Hall-Petch relationship between 

these two features. The elevated temperature and isothermal hold time had a 

detrimental affect on the microstructures, causing considerable WC grain growth 

with the 60 min milled powder, for example, exhibiting an average WC grain size of 

0.97 µm after 60 min at 1390°C, Table 5.4. 

12. Densification levels after sinter-HIP followed the same trend as that observed from 

pressureless sintering with the 60 min milled powder reaching close to TD, then 

decreasing to ~ 96% for the 300 min milled powder. The most noticeable difference in 

densification levels between the two processes was that exhibited by the 30 min 

milled powder, which increased to ~ 97% TD with the application of an external 

pressure. Hardness decreased linearly with milling time after sinter-HIP with the 

highest hardness achieved after 30 min milling, Fig. 5.35. This suggested that the 

application of an external pressure was sufficient to generate a uniform structure 

with the lowest increase in WC grain size. Grain size measurements showed that, in 

fact, WC grain size was coarser for the 30 min milled powder after sinter-HIP. Also, 

SEM analysis showed that Co distribution was non-uniformly dispersed with areas 

of Co ‘pooling’ observed in the microstructure, Fig. 5.33. Therefore, the reason for the 
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high hardness value was most probably due to the localised, finely structured areas 

of WC, Fig. 5.34 (b). 

13. Deleterious phases of eta (η) and graphite were observed after sinter-HIP for the 60 

min and 180 min milled powders, respectively. Eta phase was probably formed 

during cooling and caused by the sinter-HIP process itself as the vacuum stage tends 

to be slightly decarburising. The excess carbon phase could have been caused by the 

milling preparation stage, which involved ‘coating’ the milling media using an 

identical composition, designed to minimise contamination levels during milling. 

14. Electron backscatter diffraction (EBSD) patterns of the 180 and 300 min milled 

powders after sinter-HIP showed that increased ball milling resulted in a slightly 

narrower WC grain size distribution and a smaller mean grain size of 0.74 µm 

compared to 0.83 µm for 180 min milling. 

15. From the numerous relationships developed between fracture toughness, load, 

indentation diagonal, crack length etc., eq. 4.5 was preferred because it presupposes 

no knowledge of other mechanical properties of the hardmetal. WK increased with 

increased milling time and decreased hardness for both sintering techniques but this 

effect was much more pronounced for the sinter-HIP materials. WK reached 11.6 

MM.m-3/2 with 300 min milling after pressureless sintering but reached 16.1 MN.m-3/2 

for the same material after sinter-HIP, which was due to the effect of mean WC grain 

size and binder phase mean free path. Sinter-HIP clearly showed a higher change in 

toughness for a given increase in hardness compared to pressureless sintering, Fig. 

5.49. However, the toughness results for the materials produced in this study 
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indicated that unless the test material is particularly homogenous, there is a large 

scatter of results that are microstructure dependent. The test was inappropriate for 

some of the poorly densified materials. 

16. Low temperature milling enhanced densification levels with the cylindrical compact 

approaching TD for both pressureless sintering (60 min at 1390°C) and sinter-HIP. 

This was probably due to a more homogenous green compact, lower level of 

impurities, and the complete loss of entrapped gases during solid state sintering, Fig. 

5.20. The improved powder purity enhanced the existence of a continuous WC 

skeleton. Milling at -30°C resulted in a slightly smaller average WC grain size of 0.91 

µm after pressureless sintering to that obtained for the RT material. Microstructural 

analysis showed a more uniform structure and a narrower grain size distribution for 

the low temperature milled material but both materials exhibited considerable grain 

coarsening, which was reflected in the low hardness values. Despite the low hardness 

levels, the improved homogeneity of the low temperature milled material and lower 

WC grain size resulted in a higher hardness value of 1363 HV30 compared to 1326 

HV30 for the RT milled material. 

17. Fracture toughness of the low temperature milled material, Fig. 5.57, did not follow 

established behaviour as the material exhibited higher fracture toughness with 

higher hardness from pressureless and sinter-HIP techniques, achieving 13.3 MN.m-

3/2 and 14.5 MN.m-3/2, respectively, despite the presence of η phase. This did not 

conform to general understanding as carbon deficiency is known to have a 

detrimental effect on toughness. Strength levels increased and were the highest 
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amongst all the milled materials, irrespective of the sintering process, due to the low 

level of porosity and other inclusions but the values obtained were significantly 

below those of typical, fine-grained WC-10Co materials. This was probably due to 

the low level of binder as determined by magnetic saturation measurements, the 

quantity of which may have altered during the synthesis stage. 

18.  Addition of 1wt% vanadium carbide (VC) inhibitor to the WC-10Co composition 

proved beneficial in lowering the onset temperature of the WC-Co eutectic. With 

increased milling time, the onset was shifted from 1306°C for 60 min milling to 

1283°C for 300 min milling. The large difference in starting sizes of the VC powder (> 

10 µm), WC (~ 3.5 µm) and Co (~1.5 µm) powders led to non-uniform dispersion of 

the inhibitor during milling with a number of ~ 5 µm diameter VC particles still 

remaining after 300 min milling. This, in turn, led to green densities < 60% TD, 

irrespective of milling time due to hindrance of the compaction mechanisms, 

including the initial sliding and rearrangement of particles. These large particles may 

have also caused density gradients through the compact as densification levels were 

severely affected for both sintering techniques, reaching less than 90% TD. The non-

uniform dispersion of the inhibitor led to an inhomogeneous sintered structure for all 

the milled variants, with discontinuous WC grain growth occurring with extended 

milling (180 and 300 min), which was much more exaggerated after sinter-HIP. The 

inhibitor was effective in reducing the average WC grain size with EBSD indicating a 

grain size of 0.53 µm for the 300 min milled, sinter-HIP variant compared to 0.74 µm 

for the undoped material. The general trend in mechanical properties of the materials 
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was fairly representative of their microstructural features and consolidation process 

with the sinter-HIP processed materials performing better than those from 

pressureless sintering due to their improved homogeneity and therefore, a reduced 

number of flaws. 

19. Analysis of the fracture surfaces of the TRS testpieces revealed that the mechanical 

properties of both materials were closely related to the structure formed during green 

pressing. It was clear that the scale of the defects could not be compensated for 

during sintering, thereby resulting in the low rupture strength values. The defects 

were most likely caused by density gradients during pressing due to die wall friction 

and the poor compressibility of as-milled powder, and, to some extent, the length to 

width ratio of the green compact, all of which combined to cause delamination of the 

compacts’ structure during sintering. 

20. Spark plasma sintering (SPS) showed that the onset of shrinkage (densification) was 

dependent upon particle size with the powder from 300 min milling showing an 

onset temperature of ~ 800°C compared to ~ 1000°C for the 60 min milled powder. 

The low temperature milled powder showed an onset temperature of 980°C, which 

suggested that low temperature milling provided enhanced densification kinetics. 

Densification levels followed the same trend as those observed during conventional 

sintering with relative density decreasing with increased milling time, but with an 

exaggerated effect, as the difference in density for the 60 min and 300 min materials 

was higher with values of 94.3% and 85.6% TD, respectively. The low temperature 

milled powder reached a higher relative density of 94.7%. Improved levels of 
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hardness were also shown by this material, achieving 1478 HV30 compared to 1433 

HV30 for the RT milled material. Coercive force measurements indicated a 

substantial difference in the level of grain growth between the two 60 min milled 

materials with the -30°C milled material showing a value of 15 kA-1 compared to 9 

kA-1 for the RT material. 

21. SPS temperature was increased to aid densification and the hold time reduced to 5 

min to minimise WC grain growth of the low temperature milled material, but the 

changes had a detrimental effect on both features reducing relative density to 94.1% 

TD and coercivity to 14.8 kA-1. Despite this, hardness increased to 1541 HV30, which 

did follow conventional behaviour of decreasing hardness with increasing grain size. 

The increased temperature may have provided additional strengthening to the WC 

skeletal structure, which, in turn, provided strengthening to the matrix and 

decreased the dislocation motion during deformation. A further increase in 

temperature to 1200°C and a reduction in hold time to 3 min caused the same 

decreasing effects on densification and coercivity, with values of 94% and 14 kA-1, 

respectively. Hardness continued to increase and reached 1557 HV30. 
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7. Suggestions for future work 

 

7.1 Low temperature milling 

 

From the results of this study, there seems little to be gained from trying to improve 

microstructural/mechanical property relationships by ball milling longer than 60 min. 

Also, there is little point in developing the undoped, room temperature milled powders 

with traditional consolidation processes due to uncontrolled levels of WC gain growth.  

It is clear that the results of low temperature ball milling need further investigation 

in order to verify the promising aspects of this particular part of the study. These include 

the very low levels of contamination, increased green density, low levels of porosity, 

uniform microstructure, and improved mechanical properties. Additional work should 

include ball milling below -30°C, as the current system is capable of operating at 

temperatures to -45°C. This would determine whether any further beneficial effects are 

obtained by reducing the milling temperature still further. Although the microstructure 

and mechanical properties represent those of a medium grade WC-10wt%Co (1.3-2.5 

µm) after conventional liquid phase sintering, the material’s behaviour in response to 

non-conventional sintering should be further investigated. Hardness levels >1500 HV30 

were achieved without any dopant, despite significant WC grain growth. Clearly, the 

powder will require doping with an inhibitor if further significant gains in hardness are 

to be realised but careful consideration should be given to the method of introduction. 
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7.2 Addition of the inhibitor 

 

This study confirmed that a very homogeneous distribution of the grain growth 

inhibitor, and binder, is an essential prerequisite in controlling WC grain growth in 

hardmetals. These constituents should be distributed as uniformly as possible within the 

WC to achieve as stable a sintering behaviour and as uniform a microstructure as 

possible. Sub-micron carbides experience most of their sintering shrinkage before the 

binder melts. Binder or inhibitor heterogeneities within the compact will therefore give 

local concentrations (or depletions) that are too long range to be neutralised by solid 

state diffusion. This provides an opportunity for localised WC grain growth or 

coalescence during the heating stage of the sinter cycle. At the binder eutectic 

temperature, these larger grains act as “seeds” for further more rapid growth by 

Ostwald ripening. The results from VC doping also showed that inhomogeneous 

distribution of the inhibitor caused discontinuous grain growth, due to the coarse and 

agglomerated starting powder. It is clear that mechanical mixing of the coarse inhibitor 

with WC and Co did not provide the required uniform dispersion in this case. Future 

work should concentrate on either adding an inhibitor of comparable fineness (<1 µm) 

with WC and Co at the start of milling or pre-doping the WC powder particles by a 

chemical route or by coating them. The chemical route would involve adding the 

inhibitor as a salt in solution and using methods of controlled precipitation or adsorption 

to disperse the inhibitor on to the surfaces of the WC particles. The inhibitor would then 
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be reduced in situ with hydrogen in a furnace. The aim, depending on the degree of 

dispersion and the reducing conditions, would be to create adherent nanoscale particles. 

 

7.3 Alternative binder to Co 

 

Co continues to dominate the hardmetals market as a binder for WC-Co due to its 

unique properties. The reasons for this are some unique properties of Co and the Co-W-

C ternary system, including the high solubility of WC in Co that varies strongly with 

temperature, and also the favourable properties of Co itself (high hardness, yield stress, 

toughness and strength). However, Co also exhibits a number of shortcomings namely, 

poor corrosion resistance, erratic cost levels, and environmental toxicity. 

  The cost picture is continually fluctuating; the price of Co doubled in 2006 from 

around $12/lb to $24/lb with trading in early 2008 reaching a record high of over $40/lb 

(Cobalt development institute 2008). 

The safety of Co is attracting considerable interest as a hazardous metal, use of which 

is affected by the new EU regulation of chemicals, REACH, which came into force on 1st 

June 2007. REACH (Registration, Evaluation and Authorisation of Chemicals), will place 

a duty on companies that manufacture, import and use chemicals in the EU to assess the 

risks arising from their use and manage any risks identified. Unsurprisingly, this has 

generated considerable reaction by UK hardmetal producers who view the legislation as 

unworkable (Powdermatrix technology roadmap 2004), given the critical role of Co in 

hardmetals. Dispensation will be inevitable for its continued use as a binder until 
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alternative, cost effective binders that can offer optimised carbon content with equivalent 

mechanical properties can be developed. 

It has been known for some time that hardmetal powder in breathable form can 

provoke negative health effects if inhaled. The so called “hardmetal lung”, which is a 

specific type of lung fibrosis occurring only after exposure to hardmetal dust, is an 

acknowledged occupational disease in Germany (Gries, Prakash 2007). However, it is not 

well understood why a combination of WC with Co impacts more on health, especially 

on the lung, compared to Co or WC alone. Historically, relatively little attention has been 

paid to the hardmetal industry by various scientific or governmental health authorities. 

However, during the past few years, several extraordinary events have taken place that 

have the potential to significantly impact the global hardmetal industry. 

In October 2003, the International Agency for Research on Cancer (IARC) determined 

that “Co metal with WC was evaluated as probably carcinogenic to humans (Group 2A) 

on the basis of limited evidence in humans for increased risk of lung cancer”. The IARC 

based their findings on two studies on hardmetal workers in Europe that suggested 

exposure to WC-Co was associated with an increase in deaths amongst these workers 

from lung cancer. In May 2004, a request for public comment was published by the 

United States Department for Health and Human Services, which listed 21 substances 

that they proposed for listing on the “Report of Carcinogenesis”. Included in that report 

was “Co/WC metal manufacturing”. The report is a “congressionally mandated listing” 

of “substances that are either (i) known human carcinogens or may reasonably be 

anticipated to be human carcinogens, and (ii) to which a significant number of persons 
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residing in the United States are exposed”. Finally, last year the German Research 

Foundation (DFG) concluded the following; “WC and Co-containing hardmetals were 

classified as carginogenic in humans and, therefore, placed in carcinogenicity category 

1”. These 3 independent bodies based their claims around the findings of a small number 

of epidemiological studies conducted in Europe. In a review of these studies, the Cobalt 

development institute (CDI) found a statistically weak correlation and also suggested 

that certain cofounders for lung cancer (e.g. smoking history) were not adequately 

accounted for. As a result, the hardmetal industry may face substantial regulation based 

upon incomplete scientific data. 

Given that the specific nature of Co is responsible for adverse health effects, it has 

been shown that a mixture of WC with Fe powder has no cytotoxic effects (Gries, 

Prakash 2007), which was established from an acute inhalation study performed on rats. 

A partial replacement of 10 % Co in WC-Co by 5% Fe, using Co and Fe powder milled 

together with WC in an attritor mill, lead to a reduction in toxicity by about 50%. When 

the same nominal composition (WC-Co5%Fe5%) was produced as a composite with WC, 

whereby Fe and Co were formed as an alloyed phase, mortality at the same 

concentration (1 mg/l) dropped from 30% to zero, and remained at zero, even at 5 mg/l. 

A blend of WC with a fine alloy powder (51%Fe, 49%Ni) showed no inhalation toxicity 

at 0.5 nor 5 mg/l. These results clearly show that inhalation toxicity of Co in contact with 

WC can be largely reduced if not eliminated, if it is alloyed with Fe. This finding is of 

great significance for the safe handling and production of hardmetal powders. 
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In order to meet the necessary requirements for processing WC-based hardmetals by 

liquid phase sintering, the alternative binder element should wet the carbide and have 

solubility for WC. The carbide surfaces must be easily wetted to develop a continuous 

binder to minimise carbide/carbide interfaces for optimum properties. The elements of 

the transition metal group, Fe, and Ni show similar behaviour and more or less meet the 

above requirements (Prakash 1993). Both metals effectively wet WC (Samsonov et al. 

1968; Ramqvist 1969; Oberacker, Prakash 1978) and the solubility of WC in Fe and Ni at 

1250°C was found to be 7 and 12 wt % respectively compared to 22 wt % for Co 

(Edwards, Raine 1952). 

Hardmetals with Fe-based binders have been commercialised in some areas due to 

performance advantages over Co bound hardmetals, but they are still under prejudice 

because their development had been in times of high Co prices or low Co availability. 

Their given name was “substitute”, which is often associated with “inferior”. Recent 

work has shown that the most promising combinations for Fe/Ni/Co bonded hardmetals 

have been found when the binder phase structure is mainly martensitic, Table 8.1. 

Besides the cost-effective nature of alternative binders, other benefits have emerged. 

For example, investigations by Prakash (1979) on Fe/Ni/Co alloys showed that cemented 

tungsten carbides with Fe-rich binders resulted in improved properties, such as 

increased hardness, abrasive wear resistance, toughness, and strength compared to Co-

bonded hardmetals, Table 8.1. Similar findings have also been reported by Polini et al. 

(2006), who obtained hardmetals with comparable mechanical properties to those of 

conventional Co-cemented carbides.  
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Future work should focus on developing a 10wt%, Fe-rich Fe/Ni/Co based binder, 

which will allow a direct comparison with the results already obtained in this study for a 

10wt% Co binder level. All the powders should be of equivalent fineness and be 

uniformly mixed and dispersed before MA with WC. The Fe-rich binder should prove 

advantageous in terms of sintering, as the onset temperature of the WC-Fe/Ni/Co 

eutectic should be lower than that of conventional WC-Co.  
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Table 7.1 

Mechanical properties of alternative Fe-based binders for WC. 

Binder WC starting 
particle size 

(µm) 

Binder 
(wt.%) 

Binder 
ratio 

(wt.%) 

Density 
(g/cm3) 

Hardness 
HV 

TRS 
(MPa) 

Type of 
binder 

powder 

Ref. 

Co 0.8 9 - 14.70 1608   (Gille et al. 2000) 
Fe/Ni/Co 2 9 30:30:40 14.54 1245 2760 Pre-alloyed (Polini et al. 2006) 
Fe - 10 -  1812 - M. mixed (Wittmann et al. 

2002) 
Fe/Ni/Co 0.8 9 75:15:10 14.55 1817 - Pre-alloyed (Gille et al. 2000) 
Fe/Ni/Co 2.5 20 20:20:60 13.41 870 3289 M. mixed (Gille et al. 2000) 
Fe/Ni/Co 2.5 20 20:20:60 13.51 900 3510 Pre-alloyed (Gille et al. 2000) 
Fe/Ni/Co 0.6 10 - - 1648 - M. mixed (Gries, Prakash 

2007) 
M.Mixed – mechanically mixed 
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